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Abstract

This work is intended to the investigation of the turbulent flow

properties and particle dynamics under the influence of EM and grav-

itational forces in induction crucible furnaces (ICF) and channel in-

duction furnaces (CIF). The highly turbulent flow (Re > 104) is usu-

ally formed by two or more averaged recirculated vortices in these

furnaces and heat and mass exchange in such flows is very significant

for technological processes.

This work uses available experimental data about the Wood’s

metal flow in ICF and CIF to build and verify 3D large eddy simula-

tion (LES) numerical models for heat and mass transport calculations.

Additionally experimental flow velocity measurements were performed

by the author in ICF in Institute of Electrotechnology, Leibniz Univer-

sity Hannover, which allowed to study transient and energy turbulent

flow characteristics comparing both experimental and LES numeri-

cal results. Low frequency velocity oscillations, which characteristic

length scale is comparable with the size of large vortices, were con-

firmed in the ICF melt flow. Analyzed measured and calculated tur-

bulent flow parameters are in accordance with the turbulence theory

including Kolmogorov’s spectra.

The verified LES model was used to investigate transient parti-

cle behavior in the turbulent flow depending on particle density, size,

boundary conditions and action of volumetric forces. It was shown

that EM force and no-slip boundary conditions can dramatically im-

prove particle accumulation in the near wall region of the crucible.

LES possibility to correctly describe heat transport in a complex

3D turbulent flow was verified using available experimental data on

Wood’s melt flow in CIF. This model was also applied to heat and

mass transport investigation for cast iron melt flow in industrial CIF

and for TiAl melt flow in induction furnace with cold crucible (IFCC).

Simulation allowed to estimate melt overheat and temperature inho-

mogeneities inside the melt.



The thesis consists of Abstract, 8 Chapters, including Introduc-

tion and Conclusions (216 pages, 116 figures and 21 tables), and of

References (110 citations). The thesis is written in English language.
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1 Introduction

1.1 Melt Flow in Induction Furnaces

Turbulent heat and mass exchange including turbulent flow properties and

particle transport in recirculated flows is very actual physical problem, which is

closely connected to several industrial applications. Experimental and theoretical

studies of this phenomena in liquid metals were intensively developed during the

last few decades using mainly laboratory installations of induction furnaces with

a model melt driven by electromagnetic field.

The induction furnaces are industrial equipment, which is widely used for

metal alloy, oxides and glasses melting and processing. The main advantage of

the induction equipment is a long-range influence of electromagnetic (EM) field,

which allows to treat working materials from distance without direct mechanical

contact, which can be important for pure material products. Besides, new mate-

rials with previously defined chemical components need certain physical and me-

chanical properties in different parts of the final product, which can be achieved

by melt alloying and segregation under the influence of outer field. Induction

melting is one of the ways to manufacture such materials efficiently with high

production rates.

Conducting material is heated and melted by the EM field, which introduces

eddy currents and Joule heat to the melt in the induction furnaces. The eddy

currents and outer magnetic field interact creating Lorentz forces, which initiate

flow of the liquid metal. The flow intensity can achieve several meters per second

due to the large intensity of the EM field (B ∼ 0.5 T) and typical dimensions of

industrial equipment (L ∼ 1 m), which corresponds to Reynolds numbers greater

than 104. Therefore, liquid metal flows in the induction furnaces are usually
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1.1 Melt Flow in Induction Furnaces

turbulent.

Historically the first turbulence study was performed by Reynolds in the end

of the 19th century [75], but till now the complete description of the turbulence is

the fundamental unsolved problem of physics and the general theory, which can

provide analytical or “exact” solution of the problems, is not built yet. Therefore

a computer simulation of the turbulence using different approximations and as-

sumptions is very common approach, which allows to solve complex scientific and

engineering problems (e.g. [103]). The transient nature of turbulent processes and

three dimensional (3D) representation of the flow introduce particular difficulties

for turbulence study. Unsteady 3D computer simulations are very time and re-

source consuming even on modern computer systems. More simple empirical and

half-empirical turbulence models, which are built using different closure schemes,

are suitable for fast velocity and temperature field estimations, but these models

can also produce results with the difference to observed in experiments [19] or

applicable only for certain flow classes.

The turbulence can introduce positive or negative effects into the melting pro-

cess depending on the desired properties of the final product and construction

of melting equipment. Turbulence can improve quality of the final alloy with

the effective melt mixing and temperature or admixture homogenization. From

the other point of view, the turbulence is often a reason for the rigorous crucible

erosion and sometimes turbulence reduction by the additional external DC mag-

netic field is desirable (e.g. [3, 42]). Another negative effect of the turbulent melt

flow is a possible free surface instabilities which can be expresses as surface waves

or oscillations and can introduce air bubbles into the melt. Turbulent velocity

pulsations and heat and mass homogenization in the melt are the main topics of

these thesis.

Practically turbulence is a common property of the flow and its laws are

universal and can be studied using different approaches. This thesis introduces

overview of the one certain flow class, i.e. the turbulent flows with several re-

circulating mean flow eddies in a closed volume, which can be presented by a

cylindrical geometry in the simplest case, e.g. closed turbulent melt flow initiated

by harmonic alternating current in a cylindrical crucible with inductor around.
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1.1 Melt Flow in Induction Furnaces

Such types of the flows are observed in many metallurgical applications, e.g. in-

duction furnaces, induction-crucible furnaces, cold crucible furnaces, continuous

casting moulds, etc. The number of these applications require detailed character-

istics of the flow turbulence because it has determinant effect on heat and mass

transfer processes in the melt, which also can be investigated with the particle

tracing.

The channel induction furnaces are widely used in steel or non-ferrous metal

metallurgy for alloy melting and holding due to they high efficiency. The chan-

nel furnace consists of the large bath for liquid metal, channel and neck, which

connects channel to the bath. The channel is built around EM inductor and has

the highest induced current densities. Hence, the melt is generally heated there,

but this heat should be transported to the bath. The channel transit flow is often

developed due to thermal or geometry instabilities, which together with the flow

turbulence increase heat and mass exchange between the channel and the bath.

Therefore channel exit geometry is usually optimized to provide better transit

flow regime and reduce channel overheat comparing to the bath.

Although CIF is well established for many years, up to now there are still

open questions and room for improvements regarding the operation life time of

the inductor, which is strongly limited by wear and tear damages like erosion,

clogging and infiltration of the ceramic lining in the inductor channel. Practical

experience in grey cast iron foundries have shown, that the operation life time

of the typical used single loop channel inductors are sometimes only a few weeks

due to fast growing build up formations, which lead to insufficient heat exchange

and local overheating of the melt in the channel. This channel overheating,

which is determined by deficit of heat transport between the channel inductor and

the melt bath, significantly influence the wearing of the ceramic lining. Transit

flow and structure of turbulent vortices in the channel are both affected by slag

formation and channel clogging. The melt flow itself is very complex, turbulent

and influenced by electromagnetic and buoyancy forces. A 3D numerical model

of the flow and heat and mass exchange in the experimental induction channel

furnace is developed later in the thesis.

IFCC melting or skull melting is another example of the induction melting

technology, which is very perspective for the production of aggressive high tem-
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perature materials. Melted material is placed in a copper crucible, which walls

are splitted and cooled with water. EM field penetrates the splitted crucible and

generates currents and Joule heat inside the melt. The material is melted keeping

solid crust of the same material near the cold walls, which allows to get alloys

without foreign inclusions of the crucible material. Al and TiAl alloy melting and

remelting of radioactive waste are several examples of the cold crucible modern

applications.

Figure 1.1: One loop “Otto Junker

Group” channel induction furnace.

Figure 1.2: TiAl alloy in Cold Crucible

furnace (property of Institute of Elec-

trotechnology, Leibniz University Han-

nover).

All above mentioned examples of the recirculated turbulent flows in the liquid

metals are topics of large interest. High temperatures and aggression of the melted

materials prevent using of velocity measurement technics in industrial furnaces.

Usually only surface temperature of the melt can be determined with pyrometers

during the technological processes. Velocity estimates directly can be performed

only in a liquid Al or in other metals with lower melting temperature (e.g. Zn).

Such measurements have large scientific value and can provide calibration and

verification data for the computer models, which are used later to estimate the

melt flow in the real facilities. Therefore instantaneous two-probe measurements

of the melt flow velocities were performed only in laboratory ICF for numerical
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model verification in this thesis. Computer simulations of the flow structure

and temperature distribution in the melt using experimentally verified numerical

models are still the main scientific instrument for understanding and investigation

of inner physical phenomena and optimization of industrial furnace processes.

3D transient computer simulation of the melt flow in the induction furnace

can be very complex and include large number of steps:

• Determination of physical properties of used materials and their dependence

on temperature, concentration etc;

• Electromagnetic analysis of induction system including estimation of power

losses, distribution of eddy currents, heat sources and Lorentz forces;

• Calculations of free surface shape if necessary and recalculation of Lorentz

forces and Joule heat;

• Transient 3D hydrodynamics coupled with thermal problem;

• Model verification comparing results to available experimental data or to

other computational results and theoretical predictions.

Correct physical properties of the materials are very important for successful

simulation. Most significant physical properties of materials for the induction

melting problems are electrical conductivity (determines parameters of the fur-

nace and melting efficiency), thermal conductivity (is very important especially

for ceramic materials) and melt viscosity (determines all hydrodynamics). Den-

sity of liquid metals usually is taken to be constant, i.e. the liquid metals are

treated as incompressible fluid. If initial solid material considered as powder (ce-

ramics or glasses), then transient simulation of the entire heating and melting

process is more difficult because of the sintering. Computer modeling described

in the thesis states only with fully melted metallic materials and melting or so-

lidification process itself is not investigated. The physical properties usually are

temperature dependent. However, temperature gradients inside the melt seldom

are greater then 10-50◦C and in this work all physical properties of used mate-

rials are proposed to be constant except only density, which dependence on the
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temperature should be included to the channel induction furnace model at least

as Boussinesq approximation. This approach introduces buoyancy term to the

Navier-Stokes equation in hydrodynamics, but the density remains function of

temperature not of the pressure.

Construction of the real induction furnace still has many additional elements

with different physical properties and complicated shape (crucible, support parts,

magnetic core), which reduces usability of analytical methods and therefore EM

field is often computed using fast 2D finite element method (FEM) models. Axial

symmetry of the cylindrical crucible also is very suitable for EM field computa-

tions with 2D axis-symmetric models and is often used for EM filed calculations in

ICF. But there are problems with correct estimation of the induced eddy currents

and Joule heat sources in the melt if 2D models are used for EM calculations in

IFCC because of influence of the slitted crucible. Often 3D EM modeling is also

needed because of geometry considerations (e.g. CIF).

Deformations of the top free melt surface are result of interaction of several

electrical currents: inductor, induced in the crucible (may be absent) and in-

duced in the melt. Harmonic nature of the EM force, geometry asymmetries and

intensive melt motion lead to surface instabilities, which are usually expressed

as surface oscillations. For some kinds of metal processing equipment for exam-

ple for Al reduction cells surface should be stabilized to decrease parasitic power

losses due to such oscillations. Free surface deformations or meniscus are typi-

cal for metal melts in IFCC, where levitation melting can be implemented by a

special crucible shape and configuration of several inductors. Meniscus shape is

determined by EM pressure, tension and gravitational pressure balance and can

be estimated with volume of fluid (VOF) model.

Hydrodynamic calculations can be performed in 2D only for initial estimation

of the flow field due to possible differences between computational and experi-

mental results. Hence, investigation of the flow phenomena together with heat

and mass transport in induction furnaces should be performed using 3D transient

LES method because this numerical technique seems to be appropriate for univer-

sal computer simulation of complex turbulent flows without adaptive empirical

constants. However, glasses and ceramics have much smaller electrical conductiv-
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ity and their flow in induction equipment is often laminar and 2D axis-symmetric

models of the full meting process can be developed [34].

The Reynolds-averaged equations of motion for incompressible flows and in-

homogeneous turbulence are derived by time averaging of the equations for the

instantaneous flow. This procedure introduces new unknowns (Reynolds stresses)

and leads to the closure problem. Therefore a special turbulence model should

be used to “close” these equations. The fastest and simplest way to get simula-

tion result is to use classic engineering 2-equation turbulence models (e.g. k− ε).
However, comparison of k−ε modeling results with the experimental temperature

measurements inside the liquid Al in IFCC showed disagreement of temperature

calculations with the measured temperature field [5]. The reason is low inten-

sity of turbulent flow exchange between the averaged vortices in the calculated

flow. The problem can be tried to solve increasing the turbulent Prandtl num-

ber to improve heat transport by thermal conductivity in k − ε model, but this

approach is not flexible because it should be performed several times for each

problem comparing computational and experimental results for temperature.

Unsteady 3D simulation should be used to check out turbulence phenomena

influence on heat and mass transport in the flow and perform more accurate

analysis of the problem. Several turbulence models are available for transient

simulations: unsteady Reynolds averaged Navier-Stokes (RANS), LES or direct

numerical simulation (DNS). Detailed turbulence analysis can be performed using

only the last two methods.

DNS solves Navier-Stokes equations for all spatial and temporal scales of

motion present in the flow and provides very accurate results with the highest

available flow description level. The smallest dissipation scales have to be resolved

and therefore DNS needs very fine grids. In fact dissipation scale depends on

Reynolds Number (Re). High Re corresponds to small turbulent scales and DNS

usually is used only for “low” Re turbulent flows (Re < 2 · 103) to minimize

mesh requirements and therefore computation time and costs. According to [70]

computational costs increases as Re3. DNS has specific requirements on model

geometry and boundary conditions, which are the outcome of accurate high-order

numerical methods. This is reason why DNS still is a perfect tool for fundamental

analysis for “low” Re flows, but its usage for real problems is restricted.
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Three-dimensional unsteady calculations, which are performed in this work

have used LES method, which will be described in detail in section 2.4. In few

words LES is the 3D turbulence modeling technique, which allows to investigate

time development of turbulent flows in different geometries of a complex shapes

without adjusting empirical parameters of the model. It can distinguish turbulent

scales, which are comparable with the model grid size, therefore giving possibil-

ity to explore a large part of energy transferred between the turbulent vortices.

In fact this exploration is limited only by the grid size and selected time step,

therefore, on available time and computer resources. LES is a good compromise

between the DNS and RANS turbulence models.

The discussed induction furnaces examples and physical problems demon-

strate the basic features of the studied phenomena: the turbulent melt flow is

closed in a rigid container (crucible or bath) with the free top surface. The flow

is influenced by the EM field only near the crucible walls, which determines ex-

istence of the several recirculated vortices of the mean flow. For its part, the

vortices act as effective melt “stirrers” producing intensive turbulent velocity os-

cillations homogenizing melt and temperature field. EM field frequency is high

enough to introduce skin-effect and there is no influence of the external mag-

netic field on the turbulence properties inside the melt because of this. The flow

structure in the central part of the crucible is determined mainly by the vor-

tex interaction, which is presented by low-frequency velocity pulsations. These

considerations introduce a new “clean” object for physical investigation, where

inner physical phenomena are determined either by the problem geometry neither

by external factors because there are no inflow and flow perturbations are not

directly affected from outside.

Summarizing all mentioned above the one can conclude, that recirculating melt

flow in the closed (cylindrical) geometry represents the large flow class, which is

common in metallurgical industry and characterized by the external driving force

in the absence of the mechanical obstacles in the melt. The detailed experimental

and simulation data of the turbulence characteristics, mass and heat transfer

processes in such flows are incomplete. Therefore, heat and mass exchange in

recirculating melt flow is the subject of these thesis.

8



1.2 Objectives and Outline of the Present Work

1.2 Objectives and Outline of the Present Work

Research objects of the present thesis are the turbulent flow of the incom-

pressible liquid metal in the induction furnaces and particle transport inside the

melt, which have both academic and industrial value. Induction crucible furnaces

are selected for this research as a representative of recirculated flow class, which

allow experimental verification of selected numerical models due to relatively sim-

ple design and operation. Channel induction furnace and cold crucible furnace

models are introduced to demonstrate LES possibility to calculate transient 3D

turbulent flows with heat and mass exchange in complex geometries.

The goals of this work were:

• Experimentally determine and analyze the basic properties of the recircu-

lated turbulent flow class in the cylindrical geometry and to compare results

with the available ab initia data;

• Numerically investigate the turbulent flow using 2D and 3D different tur-

bulence models under the same conditions as in experiments performing

verification of the numerical models;

• Study transient physical properties of the turbulent flow with recirculated

vortices using LES approach;

• Study heat and mass transfer processes in induction furnaces using the

particle tracing method for different kinds of particles under the influence

of different volumetric forces;

• Demonstrate the possibility of LES availability for industrial applications

introducing the model of Wood’s melt flow in the channel induction furnace.

The thesis contains abstract, introduction, 5 chapters, conclusions and the

bibliography reference. The chapters introduce topics on:

1. The first chapter introduces theoretical background of studied physical phe-

nomena. It contains basic description of physical principles, which covers

magnetic fields, hydrodynamics, turbulence and particle tracing;
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2. The second chapter is dedicated to description and analysis of experiments.

It introduces several sections about experimental equipment and methods

and presents discussion of the measured data;

3. The third chapter introduces the numerical simulation of the Wood’s metal

flow in the induction crucible furnace. It shows the mathematical model

description, analysis of the flow turbulence and results comparison with the

ab initio data for hydrodynamic model verification;

4. This chapter deals with the results of Lagrangian particle tracing using the

ICF model. Results of different simulations are discussed in detail;

5. The fifth chapter is mainly dedicated to the verification of heat transport in

LES method using experimental results of velocity and temperature mea-

surements in a large scale laboratory CIF.

6. The last chapter is dedicated to two examples of the LES application to

heat and mass transport simulation in the IFCC and CIF furnaces.

Conclusions contain the main results, which are summarized. The references

have publications and monographs from many authors and for the large time

period and can be used to get more information on the subject.
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2 Physics, models and calculation

methods

The turbulent heat and mass exchange in ICF (figure 2.1), CIF, IFCC, etc.

is a complex scientific problem, which includes coupling of several physical fields.

The next sections will introduce governing equations and simplifications to the

mathematical models of the induction furnace including mathematical description

of the turbulence and particle transport. The resulting equations will be mainly

written for the incompressible fluid motion under the influence of EM driving

force. The physical description of the studied phenomena can be separated into

EM and HD parts due to small magnetic Reynolds number Rm = µ0σUL < 100

(we do not concern about influence of the conducting fluid flow on the external

magnetic field).

Figure 2.1: A sketch of the typical ICF, where inductor is placed around the

crucible, which is filled with the melt and operation of such furnace at “Gartland

Foundry”.
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2.1 Electromagnetic fields

All EM phenomena are described by Maxwell’s equations. Let µ0 be the

permeability of free space and σ denote electrical conductivity of the material

in this section. A full Maxwell’s system can be simplified for magnetohydrody-

namic (MHD) applications [14]. First of all, assume that liquid metal is non

magnetic with large electrical conductivity (displacement currents are negligible

by the comparison with the current density j) and accumulation of the electrical

charge does not occur in the medium. In this case simplified Maxwell’s equations

state that:

∇ · j = 0 (Charge conservation) (2.1)

∇×B = µ0j (Ampere’s law) (2.2)

∇ ·B = 0 (Solenoidal nature of B) (2.3)

∇× E = −∂B

∂t
(Faraday’s law) (2.4)

and in addition:

j = σ(E + v ×B) (Ohm’s law) (2.5)

Combining the Faraday’s law (2.4) and the Ohm’s law (2.5) together the

induction equation can be obtained:

∂B

∂t
= ∇× (v ×B) +

1

µ0σ
∇2B. (2.6)

The magnetic field induction B divergence is always equal to zero (2.3) and

therefore a magnetic vector potential A can be introduced:

B = ∇×A. (2.7)

Using the Faraday’s law (2.4) the electrical field intensity can now be expressed

as:

∇× E = −∇× ∂A

∂t
. (2.8)
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Integrating this expression leads to:

E = −∂A

∂t
−∇Φ, (2.9)

where the last term from the right side represents integration constant and a

new scalar is introduced — the electric potential Φ. The equation for the vector

potential A can be obtained substituting equations (2.7), (2.9) and (2.2) into

equation (2.5):

∂A

∂t
= λm∇2A−∇Φ + v ×∇×A. (2.10)

Here the magnetic vector potential was derived using the Coulomb gauge

∇ ·A ≡ 0, i.e. in divergence-free form and therefore using the nabla formalism

the next expression is correct: ∇×∇×A = ∇(∇·A)−∇2A = −∇2A. Parameter

λm = 1/µ0σ is called magnetic diffusivity and its sense will be clear from the next

expression.

Taking the curl from the Ohm’s law (2.5) and taking the current density from

the Ampere’s law (2.2) and combining it all together with the equation (2.4) the

induction equation can be obtained:

∂B

∂t
= λm∇2B +∇× (v ×B). (2.11)

If the last term in this equation vanishes (the conductor motion is suppressed)

then the induction equation takes the form of the diffusion equation and it can

be shown that a magnetic field diffuses inwards by a distance of under (2λmt)
1/2

in a time t [14].

The action of the EM field to conducting medium under the same assumptions

can be expressed as:

fEM = j×B (Lorentz force density) (2.12)

q =
j2

σ
(Joule heat density). (2.13)

The Lorentz force density (2.12) is very important for the conducting melt

convection in the crucible and therefore can be discussed more in detail. First of
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all (2.12) can be written using the Ampere’s law (2.2):

fEM =
1

µ0

(∇×B)×B, (2.14)

which can be decomposed into a pressure term and a driving part:

fEM = −∇
(
B2

2µ0

)
+

1

µ0

(B · ∇)B. (2.15)

The first term from the right side in the above expression represents the

electromagnetic pressure gradient, which in this form can be included into the

modified pressure in Navier-Stokes equation (2.23). This electromagnetic pressure

therefore can change only pressure equilibrium and modify a free surface of the

melt column in this way. The latter term is the melt driving part (rotational)

and can be written using index notation as ∂mij/∂xj, where mij = (1/µ0)BiBj

is the Maxwell tensor.

If the magnetic field is harmonic B = Bc cos(ωt) + Bs sin(ωt), then the elec-

tromagnetic force can be decomposed into a mean part and an oscillating part,

where oscillating frequency is twice the electromagnetic field frequency. It can be

illustrated on EM pressure term from the equation (2.15):

B2

2µ0

=
1

4µ0

(
B2
c +B2

s + (B2
c −B2

s ) cos(2ωt) + Bc ·Bs sin(2ωt)
)

(2.16)

The mean part is responsible for the meridional motion of the flow, while the

oscillating part introduces surface instabilities and waves to the melt flow. How-

ever, the oscillating part should be taken into account only if the field frequency

is very low (about several Hz), because of inertia impeding the melt to respond to

alternating forces at higher frequencies, which are typical for induction heaters.

Simulation experiment [23, 28] states, that the flow is no longer sensitive to the

oscillating part of the Lorentz forces when the applied magnetic field frequency

exceeds approximately 5÷ 10 Hz.

Vector and scalar potential of the harmonic EM field can be recorded in a

complex form:

A(t) = A0e
iωt, Φ(t) = Φ0e

iωt, (2.17)
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where A0 is the complex vector potential amplitude, Φ0 is the complex scalar

potential amplitude, ω = 2πf and i is the imaginary unit. As a result equation

(2.10) can be rewritten for stationary conductor as (∇2A = −∇×∇×A):

∇×
(

1

µ
∇×A0

)
= µ0σ(iωA0 +∇Φ0). (2.18)

Vector potential has only one component in 2D case [20], e.g. angular compo-

nent A0 for axial-symmetric problem and equation (2.18) transforms to:

∂

∂r

(
1

µr

∂(rA)

∂r

)
+

∂

∂z

(
1

µ

∂A

∂z

)
= µ0σ

(
iωA+

1

r

∂Φ

∂ϕ

)
, (2.19)

where A = A0/
√

2 and Φ = Φ0/
√

2 are effective values of the according potentials.

The Lorentz force density f = j×B = j× (∇×A) in axial-symmetric case can

be expressed as:

f = Re

[
j∗
(

er
1

r

∂(rA)

∂r
+ ez

∂A

∂z

)]
, (2.20)

where j and A are effective values of the current and angular component of the

vector potential, symbol ∗ represents conjugate and Re represents a real part

because the force density should be a real number. It can be seen, that EM force

is oriented towards reduction of the vector potential magnitude and therefore

any medium in solenoidal inductor is pressed towards symmetry axis because |A|
decreases with increasing distance to the inductor.

The material medium where EM field exists is usually characterized by pa-

rameters σ, ε and µ. The boundary conditions at the interface separating two

different media 1 and 2 with parameters (σ1, ε1, µ1) and (σ2, ε2, µ2) can be

derived from Maxwell’s equations [80]:

E1t = E2t (2.21)

B1n = B2n, (2.22)

where subscripts t and n denote tangent and normal components of the fields with

respect to interface.

In axial-symmetric case vector potential is usually taken to be zero on the

symmetry axis and it also decreases away from the inductor.

15



2.2 Melt flow governing equations

2.2 Melt flow governing equations

Melt flow in the crucible is governed by the Navier-Stokes equations, which

describe the principle of momentum conservation and for incompressible fluids

with a constant viscosity can be written in the form (proposed summation over

repeated index):

∂vi
∂t

+ vj
∂vi
∂xj

= − 1

ρf

∂p

∂xi
+ ν

∂2vi
∂xj∂xj

+ fi, i = 1, 2, 3 (2.23)

where vi is the velocity of the fluid, ρ is the fluid density, ν = µ/ρ is the kinematic

viscosity, p is the pressure and fi denotes the total density of external volumetric

forces acting on the fluid. In the following equations indices can take the values 1,2

and 3, which corresponds to x, y and z directions. The Navier-Stokes equations

can also be written using the rate of strain 2Sij = ∂vi/∂xj + ∂vj/∂xi:

∂vi
∂t

+ vj
∂vi
∂xj

= − 1

ρf

∂p

∂xi
+ 2ν

∂Sij
∂xj

+ fi. (2.24)

For melting processes typical volumetric forces acting on the fluid are grav-

itation and EM force. The mass conservation reduces to so-called continuity

equation for incompressible fluid:

∂vi
∂xi

= 0 (2.25)

If fluid density is not constant then equation of state is usually used to close

the system:

ρ = ρ(T, p). (2.26)

Condition
dρ

dt
= 0 is satisfied for melt flows in induction furnaces due to high

thermal inertia of the melt [52] (the characteristic velocities of the flow are much

smaller then the speed of sound). The constant density completely eliminates

the buoyancy (convection) from the model, which sometimes is not desirable

(specially in numerical models for CIF). However, if temperature gradients in the

liquid metals are not large (several K) than density fluctuations ρ′ can be thought
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2.2 Melt flow governing equations

little: ρ′ � ρ and therefore equation of state can get pressure independent form

[25, 29]:

ρ = ρ0(1− α∆T ), (2.27)

where ρ0 is the average density value, α = −ρ−1(∂ρ/∂T )p is the thermal expansion

coefficient and ∆T is the temperature difference. Introducing (2.27) to Navier-

Stokes equations (2.23) via Boussinesq approximation the buoyancy term appears:

fbuoyancy = −ρ0α∆Tg. (2.28)

From the other side the forced convection is introduced to the flow by the EM

field. The electromagnetic force (2.12) can be estimated as (the Ohm’s law (2.5

is used):

fem ∼ σvB2. (2.29)

The ratio (2.29)/(2.28):

fem
fbuoyancy

=
σvB2

ρ0α∆Tg
. (2.30)

should be fem/fbuoyancy � 1 to exclude buoyancy term from the equations, which

is done later for ICF. Taking characteristic values for the Wood’s melt flow in the

induction crucible furnace (figure 2.1): B = 0.1 T, v = 0.1 m/s and ∆T = 10 K

the one can see that fem/fbuoyancy ≈ 102 � 1 for this type of induction furnaces.

The onset of convection occurs when the Rayleigh number Ra ≡ Gr·Pr reaches

some critical value Rac � 1. To obtain Ra the Grashof number and the Prandtl

number should be estimated:

Gr =
gα∆TL3

ν2
, Pr =

µcp
λ

(2.31)

where L is the length scale, cp is the specific heat capacity at constant pressure and

λ is the thermal conductivity. Material properties for studied Wood’s melt in ICF

are given in table 2.1 and corresponding dimensionless numbers are represented

in table 2.2.
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2.2 Melt flow governing equations

Table 2.1: Physical properties of Wood’s melt comparing to TiAl and Al.

Symbol Units Al TiAl Wood’s

metal

Thermal conductivity (solid) λsol W/(m·K) 235 130 18.6

Thermal conductivity (liquid) λliq W/(m·K) 120 70 14.05

Specific heat capacity cp J/(kg·K) 1133 1000 168

Melting temperature Tmelt K 933 1773 343

Density ρ 103 kg/m3 2.30 3.75 9.40

Dynamic viscosity µ 10−3 kg/(m·s) 1.29 1.10 4.2

Kinematic viscosity ν 10−6 m2/s 0.56 0.29 0.45

Electrical conductivity σ 106 S/m 3.6 1.0 1.0

Surface tension γ N/m 0.9 1.0 0.46

Thermal expansion coeff. α 10−4 1/K 1.16 1.0

All dimensionless numbers operate with the material physical properties and

characteristic parameters of the furnace. The radius of the crucible can be se-

lected as the characteristic length scale L and the characteristic velocity U can

be estimated as the average velocity of the flow in the largest averaged eddies

for induction crucible furnaces. Then the characteristic time can be estimated

as the vortex circle period. The Navier-Stokes equation (2.23) can be rewritten

using characteristic values in dimensionless form [44] introducing Reynolds num-

ber Re, which indicates the ratio of inertia forces to viscous forces (tildes denote

dimensionless numbers):

∂ṽi

∂t̃
+ ṽj

∂ṽi
∂x̃j

= − ∂p̃

∂x̃i
+

1

Re

∂2ṽi
∂x̃j∂x̃j

+ f̃i, (2.32)

where Reynolds number is:

Re =
ULρ

µ
=
UL

ν
. (2.33)

The Navier-Stokes equations (2.23) are partial differential equations and bound-

ary and initial conditions should be included to the model. Only two types of fluid
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2.2 Melt flow governing equations

Table 2.2: Dimensionless numbers of different melts in the studied exper-

imental and computational models.

Expression Al TiAl Wood’s

metal

Crucible radius R, m 0.080 0.080 0.158

Characteristic velocity U , m/s 1.0 1.0 0.2

Characteristic induction B, T 0.1 0.1 0.1

Reynolds number Re =
UL

ν
1.4·105 2.8·105 0.7·105

Prandtl number Pr =
νρcp
λ

0.012 0.016 0.036

Grashof number Gr =
gα∆TL3

ν2
1.1·107 3.6·107 5.7·107

Rayleigh number Ra ≡ Gr · Pr 1.4·105 5.6·105 20.4·105

Magnetic Reynolds number Rm = µ0σUL 0.36 0.10 0.04

Alfvén velocity va =
B
√
ρµ0

0.56 0.29 0.45

boundaries are examined to simplify mathematical models: a smooth solid wall

and a free surface of the fluid. The wall means that no fluid may pass through it

and therefore velocity component normal to the boundary must be equal to the

velocity of the wall:

v · n = VS · n, (2.34)

where VS is the velocity of the wall and n is the surface normal vector. Due

to viscosity of the fluid tangential velocity component on the wall must be zero

(no-slip boundary condition). For the free surface of the fluid next boundary

condition, which allows existence of the tangential velocity component, can be

used:

v × n = VS × n. (2.35)

Several remarks must be done about the transport of a conserved (no source

or sink term) passive (does not effect material properties of the fluid) scalar
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2.3 Turbulence and its classical description

because the part of this work is intended to the heat and mass transfer processes

in the flow. Let φ(x, t) be the scalar. Then in a constant-property flow the next

conservation equation is valid:

∂φ

∂t
+ vi

∂φ

∂xi
=

∂

∂xi

(
Γ
∂φ

∂xi

)
, (2.36)

where Γ denotes the constant and uniform diffusivity. The scalar φ can represent

various physical properties: small excess in temperature, which does not change

physical properties; concentration of a species. For the former scalar Γ represents

the thermal diffusivity and the ratio ν/Γ is the Prandtl number Pr. Equation

(2.31) can be used to find the value of the thermal diffusivity: Γ = λ/(ρcp). For

the latter scalar Γ is the molecular diffusivity and ν/Γ is the Schmidt number,

Sc.

Several words should be said about the boundary conditions for equation

(2.36). The melt is usually surrounded by the walls where Robin boundary con-

ditions can be applied in a general case:

A · φ+B · ∂φ
∂n

= G(Σ), (2.37)

where A and B are given constants (which more generally are allowed to be given

functions), ∂φ/∂n is the normal deriviative and G(Σ) is the given function defined

on boundary Σ. For concentration c these boundary conditions on the insulating

wall are usually expressed as:

−Γc(Σ) + λn(Σ)
∂c(Σ)

∂n
= 0, (2.38)

where λn is the convective constant. Thermal boundary conditions also can be

recorded in the above form, but usually they are represented by fixed temperature

on the wall (first type or Dirichlet): T = T (Σ) or by specified normal heat flux

(second type or Neumann): λ
∂T

∂n
= q(Σ).

2.3 Turbulence and its classical description

The Navier-Stokes equation (2.23) completely describes the fluid flow. The

inertia term can be neglected in this equation if Re < 1, i.e. Stokes flow. The
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2.3 Turbulence and its classical description

flow remains laminar (its perturbations are damped) till Re ≤ 103. Increasing

Re again, the flow becomes unstable and certainly turns turbulent when Re is

of order 104. The turbulent flow is characterized by the chaotic vortex move-

ments, appearance and decomposition and can be described using statistical the-

ory, which does not produce instantaneous results, but only averaged solutions

and statistical moments.

Analytical turbulence equations can be obtained from the equations (2.23) us-

ing the Reynolds averaging. Suppose that flow consists of oscillating and laminar

parts. Then all physical variables can be introduced in the form:

p = p̄+ p′, vi = v̄i + v′i, (2.39)

where p̄ and v̄i represents ensemble averaged pressure and velocities and p′ and v′i

are corresponding fluctuations. In general, the ensemble averaging is implemented

as the time averaging for inhomogeneous turbulence. Transforming the Navier-

Stokes equation (2.23) the Reynolds equation for averages is obtained:

∂v̄i
∂t

+ v̄j
∂v̄i
∂xj

= − 1

ρf

∂p̄

∂xi
+ ν

∂2v̄i
∂xj∂xj

−
∂v′iv

′
j

∂xj
+ f̄i, (2.40)

∂v̄i
∂xi

= 0. (2.41)

There is a new term on the right side of equation (2.40), which contains corre-

lation v′iv
′
j – Reynolds stress. This new term is associated with a non linear nature

of the Navier-Stokes equations which describe flow and in general is additional

unknown, which introduces the closure problem of the turbulence – equations

for 2nd order correlations will have the 3rd order statistical moments and so on,

i.e. the number of equations is always smaller than the number of unknowns.

The Reynolds stresses v′iv
′
j are the components of a second-order tensor, which

is obviously symmetric v′iv
′
j = v′jv

′
i. Therefore, there are new 6 unknowns in

Navier-Stokes equations. The purpose of turbulence modeling is to relate the

Reynolds stresses to some quantity which is known. It is worth to mention, that

half the trace of the Reynolds stress tensor defines the turbulent kinetic energy:

k =
1

2
v′iv
′
i. It is the mean kinetic energy per unit mass in the fluctuating velocity

field.
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2.3 Turbulence and its classical description

The other approach for analytical description of turbulence is based on di-

mension analysis [44]. Large scale fluctuations, which scale is comparable to the

dimensions of the flow region L, have the basic role in the turbulent flow. Large

scale pulsation frequencies have the values of order U/L, where U is the charac-

teristic average velocity of the flow. Small scale oscillations have much smaller

intensity and spread on the basic large scale structure. Generally small scale

turbulence is homogeneous and isotropic in the absence of the walls and volu-

metric forces. To identify particular oscillations of scale λ the pulsation Reynolds

number can be defined:

Reλ =
vλλ

ν
, (2.42)

where vλ is the change of velocity over the distance λ. This number decreases

while decreasing λ but small Reynolds numbers correspond to large viscosity

and therefore fluid viscosity does not effect large scale motion until some critical

length scale η, which is called Kolmogorov microscale [100]. Viscosity determines

energy dissipation and we can conclude that energy is transferred from large

turbulence scales to small in an inertial range and it dissipates into heat when

Reη ∼ 1. Therefore turbulence decays without external energy source. There is

only one combination of characteristic flow parameters, which establishes energy

dissipation rate ε:

ε ∼ (∆U)3

L
∼ (vλ)

3

λ
, (2.43)

where ∆U is variation of U over L. Taking Reη ∼ 1 the next quality expressions

for the Kolmogorov scale η can be obtained:

η ∼ L

Re
3
4

∼
(
ν3

ε

) 1
4

. (2.44)

Statistical theory of the turbulence allows to introduce the covariance tensor

Rij, which is defined by

Rij(r,x, t) = vi(x, t)vj(x + r, t). (2.45)
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2.3 Turbulence and its classical description

Coefficients Rii are usually called two-point, one-time autocovariance coef-

ficients. For homogeneous turbulence the two-point correlation is independent

from x Taking an inverse Fourier transform from the coefficient Rij, the one di-

mensional energy spectrum Eij(k) can be produced, which is defined as twice Rij

Fourier transform [70, 100]:

Eij(k1) =
1

π

∞∫
−∞

e−ik1r1Rij(e1r1)dr1, (2.46)

where subscript 1 shows direction (k1 = e · k), e is unity vector, k = ω/v is the

wavenumber (Taylor’s hypothesis), ω = 2πf is the cyclic frequency and v is the

averaged velocity. For isotropic turbulence the one-dimensional spectra can be

determined by energy-spectrum function E(k):

E11(k1) =

∞∫∫
−∞

E(k)

2πk2

(
1− k2

1

k2

)
dk2dk3. (2.47)

Autocovariance functions are usually produced for each velocity component

because the measurements producing them are usually taking in one dimension.

It can be shown that one dimensional and full turbulence spectra share the same

power law behavior [71].

The spectral law of turbulence in an inertial subrange (Kolmogorov law) [41],

where motions are determined by inertial effects and viscous effects being negli-

gible, can be firmulated:

E(k) = Ckε
2/3k−5/3, (2.48)

where Ck = 1.4 . . . 1.5 is the Kolmogorov constant and according to [100]:

ε = 2ν

∫ ∞
0

k2E(k)dk. (2.49)

Equation (2.48) in the verbal form states that in every turbulent flow with

high Re the statistics of motions of scale λ in the range η � λ � L have a

universal form uniquely determined by ε. Another hypotheses postulated by

Kolmogorov states that at sufficiently high Reynolds numbers, the small scale
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2.4 Turbulence models and Large Eddy Simulation

turbulent motions are isotropic. It is convenient to define several scale regions of

the flow [70]. Let’s introduce lengthscales lD = 60η and lE = 1
6
L. The former

splits dissipation range (λ < lD) from the inertial subrange (lD < λ < lE). The

later is the demarcation line between the inertial range and the energy-containing

range, which represents the largest eddies containing the bulk of the energy .

2.4 Turbulence models and Large Eddy Simula-

tion

Many turbulence models were developed to close equations (2.40), i.e. to find

mathematical expression for the Reynolds stresses. Historically turbulence study

developed from the Reynolds pipe experiments and first closure models are similar

to the boundary layer theory. For example the Prandtl mixing length theory for

statistically stationary two-dimensional boundary-layer flows leads to algebraic

turbulence model, where artificial turbulence viscosity νT is introduced:

νT = l2mix

∣∣∣∂ū
∂y

∣∣∣. (2.50)

Here lmix is the mixing length, ū is the average velocity parallel to the bound-

ary and y is the normal distance to the wall.

Velocity fluctuations v′i in the turbulent flow leads to a higher energy dissipa-

tion, which can be described by the effective viscosity: νeff = ν + νT . According

to Boussinesq assumption Reynolds stress is equivalent to a Newtonian shear

stress, which is linear function of strain, and:

−ρu′v′ = ρνT
∂ū

∂y
= ρl2mix

∣∣∣∂ū
∂y

∣∣∣∂ū
∂y
, (2.51)

where v′ is velocity component collinear to the boundary. The mixing length

lmix(x, y) is a function of position and is a new variable.

To avoid modeling of the mixing length two-equation semi-empirical turbu-

lence models can be used, e.g. k − ε model, in which model transport equations

are solved for the turbulent kinetic energy k =
1

2
v′iv
′
i and for its dissipation rate
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2.4 Turbulence models and Large Eddy Simulation

ε = 2νsijsij (sij =
1

2

(
∂v′i
∂xj

+
∂v′j
∂xi

)
is fluctuating rate of strain). In place of ε

another parameters can be used, e.g. ω = ε/k. The k − ε model is used widely

and is incorporated in most commercial CFD codes. The model was developed by

Launder and Spalding for fylly turbulent flow in 1972 [45] and its basic equations

are [114]:

νT = Cµk
2/ε (2.52)

ρ
∂k

∂t
+ ρv̄j

∂k

∂xj
= τij

∂v̄i
∂xj
− ρε+ ρ

∂

∂xj

[
(ν + νT/σk)

∂k

∂xj

]
(2.53)

ρ
∂ε

∂t
+ ρv̄j

∂ε

∂xj
= Cε1

ε

k
τij
∂v̄i
∂xj
− Cε2ρ

ε2

k
+ ρ

∂

∂xj

[
(ν + νT/σε)

∂ε

∂xj

]
. (2.54)

The model contains five constants and in standard case:

Cε1 = 1.44, Cε2 = 1.92, Cµ = 0.09, σk = 1.0, σε = 1.3. (2.55)

The turbulent stresses are computed from:

u′v′ = −νT
(
∂vi
∂xj

+
∂vj
∂xi

)
+

2

3
kδij. (2.56)

This model and k − ω are used in the work only as additional illustrations

and for LES results comparison. So the author will not discuss its modifications

(low-Re, RNG, SST) and special treatment for boundary region in detail. All

necessary information regarding two-equation models can be found in [112, 114].

The next step is Large-eddy simulation (LES) [82], which is a good compro-

mise between DNS and Reynolds-stress models. It combines faster computations

at high Re and unsteady three-dimensional turbulence simulation in complex ge-

ometries. The idea of LES method is to directly represent large 3D unsteady

turbulent motions and to model small-scale turbulent motions. The method

is carried out by filtering Navier-Stokes equations (2.23) with a filter function

G(r,x) and decomposing the velocity v(x, t) into the sum of a filtered v̄(x, t)

and a subgrid-scale (SGS) component v′(x, t). This SGS component introduces

the residual-stress tensor Tij into the Navier-Stokes equations, which needs the

closer, most simply by an eddy-viscosity model.
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The LES method started to develop in the 1960’s and early 1970’s with the

pioneering work for incompressible flows of Smagorinsky [90] and Lilly [51]. It

became very popular for engineering applications since the work of Deardorff for

channel flow [15]. The recent advances and strict mathematical formulation of

LES can be found in [32, 49, 62] but the next paragraphs give only basic overview

of LES method.

The general LES filtering is defined by [70]

v̄(x, t) =

∫
G(r,x)v(x− r)dr (2.57)

The integration takes place in the whole flow region. Filter function G(r,x)

must satisfy normalization condition:
∫
G(r,x)dr = 1 and can be x independent.

Therefore SGS velocity is simply

v′(x, t) ≡ v(x, t)− v̄(x, t) (2.58)

and appears analogous to the Reynolds decomposition. The scale of the resolved

eddies is determined by the specified filter width ∆ (table 2.3), which is compa-

rable to the characteristic grid spacing h.

The filtering properties can be most simply illustrated in one dimension using

a random scalar (velocity) field v(x). With a homogeneous filter G(r) the filtered

velocity field according to (2.57) is given by the convolution

v̄(x) =

∫ ∞
−∞

G(r)v(x− r)dr. (2.59)

The most commonly used filters are the box filter, the Gaussian filter and

the sharp spectral filter (table 2.3). The transfer function Ĝ(k) is 2π times the

Fourier transform of the filter in the wavenumber space:

Ĝ(k) =

∫ ∞
−∞

G(r)e−ikrdr = 2πF{G(r)}. (2.60)

Approximately 80% of the energy is resolved in 3D case with the filter of

width ∆ = lE. It can be shown that the energy spectrum (2.46) is attenuated by
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2.4 Turbulence models and Large Eddy Simulation

Table 2.3: Most commonly used one dimensional filter functions and

corresponding transfer functions [70]. H(x) = 1 if x > 0 and H(x) = 0

otherwise, is the Heaviside function

Name Flter function Transfer function

General G(r) Ĝ(k) ≡
∞∫
−∞

e−ikrG(r)dr

Box
1
∆
H

(
1
2

∆− |r|
)

sin(1
2k∆)

1
2k∆

Gaussian
(

6
π∆2

)1/2

exp
(
−6r2

∆2

)
exp
(
−k

2∆2

24

)

Sharp spectral
sin(πr/∆)

πr
H(kC − |k|)

the transfer function as

Ē11(k) = |Ĝ(k)|2E11(k). (2.61)

Figure 2.2: One dimensional filters

G(r), ∆ = 0.35.

Figure 2.3: Filter transfer functions

Ĝ(k), ∆ = 0.35.

Let’s select the filter G(r), which is independent of the position x and com-
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2.4 Turbulence models and Large Eddy Simulation

mutes with spatial and temporal derivatives. Performing the filtering it can be

checked that continuity equation holds for the filtered field:

∂v̄i
∂xi

= 0. (2.62)

Applying the filtering to the Navier-Stokes equation (2.24) the next expression

can be obtained:

∂v̄i
∂t

+ v̄j
∂v̄i
∂xj

= − 1

ρf

∂p̄

∂xi
+

∂

∂xj

[
ν

(
∂v̄i
∂xj

+
∂v̄j
∂xi

)
+ Tij

]
+ fi, (2.63)

where the subgrid-scale tensor Tij is given by

Tij = v̄iv̄j − vivj. (2.64)

The eddy-viscosity assumption is used in most subgrid-scale models to model

the subgrid-scale tensor [49]:

Tij = 2νT S̄ij +
1

3
Tllδij, (2.65)

where S̄i j is the deformation tensor of the filtered field. The last term from the

right side can be included into a modified pressure P̄ = p̄ − (1/3)ρfTll, which

introduces the momentum equation in the form:

∂v̄i
∂t

+ v̄j
∂v̄i
∂xj

= − 1

ρf

∂P̄

∂xi
+ 2

∂

∂xj
[(ν + νT )S̄ij] + fi.. (2.66)

Analogically a relation for the transport of the passive scalar (2.36) can be

filtered, introducing a turbulent eddy diffusivity ΓT :

∂φ̄

∂t
+ v̄i

∂φ̄

∂xi
=

∂

∂xi

[
(Γ + ΓT )

∂φ̄

∂xi

]
. (2.67)

The SGS viscosity is most widely modeled using the Smagorinsky model [90].

The eddy viscosity νT is assumed to be proportional to the subgrid-scale char-

acteristic length scale ∆ and to a characteristic turbulent velocity based on the

second invariant of the filtered-field deformation tensor in this model:

νT = (CS∆)2|S̄|, (2.68)
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where the local strain rate is defined by |S̄| = (2S̄ijS̄ij)
1/2. Sometimes lS = CS∆

is called the Smagorinsky lengthscale (analogous to the mixing length). The

Smagorinsky constant CS can be adjusted so that the ensemble-averaged subgrid

kinetic energy dissipation is balanced by ε. If the filter cutoff wavenumber in

the Fourier space kC = π/∆ is in the inertial subrange, where Kolmogorov’s law

(2.48) holds, then according to [51] the Smagorinsky constant can be estimated

as

CS ≈
1

π

(
3Ck

2

)−3/4

≈ 0.17. (2.69)

However, this CS value was found to cause excessive damping of large-scale

fluctuations in the presence of mean shear and in transitional flows as near solid

boundary, and has to be reduced in such regions. Value of around 0.1 has been

found to yield the best results for a wide range of flows [49].

The number of other SGS models was developed. For example, the dynamic

subgrid-scale (DSGS) model [57], which allows the Smagorinsky constant CS

vary in space and time. Here CS is calculated locally at each time step from flow

variables using two filters: test filter and grid filter.

2.5 Particle tracing Lagrangian approach

Particle motion in the fluid is a two-phase flow, which is found in many engi-

neering systems including aerospace, biological, chemical, civil, mechanical, and

nuclear applications. In particular, the interest to particle motion in a fluid is

caused because many combustion and energy systems involve dilute two-phase

flow, ranging from droplet sprays in high-speed gas turbine combustor flow to

bubbly pipe flows of nuclear reactors. Deeper understanding of the two-phase

interactions can lead to increases in performance, reduction in cost and/or im-

proved safety for such systems. Turbulent particle transport can give additional

information about mass exchange in different induction furnaces, especially for

alloying and EM separation processes in ICF and for clogging and erosion in CIF.

The most simple way to model particle transport is to solve additional diffu-

sion equation (2.36) for particle concentration. The concentration maps can be
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created, however separate particle can not be distinguished. These methods are

expected to have difficulties with the accurate treatment of boundary conditions.

There are two main approaches for treatment of the disperse particles: Eu-

lerean and Lagrangian. The characteristics of the particles (e.g. velocity or tem-

perature) are described as continuum in the Eulerian dispersed-phase descrip-

tion. In this way the dispersed-phase is treated with the same discretization and

numerical techniques as used for the continuous-phase. This can reduce the com-

putational costs for two-way coupling (particles are not only effected by the fluid

flow, but the flow itself is effected by the particles), but this approach seems to

be have more difficult realization.

Lagrangian approach means that the particle is described as a single point

which moves at its own velocity. This allows direct reconstruction of the individ-

ual particle trajectories. Lagrangian technique also introduces more straightfor-

ward description of particle turbulent diffusion and particle reflection from solid

boundaries. Usually the fluid velocity field is computed first and then new parti-

cle positions are computed integrating equation of the particle motion.There are

also some works towards a mixed EulerianLagrangian description for the particles

[39] but such approaches may not yet be developed and tested enough for general

applications.

The disperse particle motion in the conducting fluid under the influence of

EM field is determined by several forces: Stokes drag force, buoyancy force, EM

force and Saffman lift force [81]. Besides particles are strongly affected by the

flow structures and it is found experimentally and numerically that in turbulent

flows without influence of EM fields preferred concentration of heavy particles

can occur which is expressed as centrifuging of particles away from vortex cores

and accumulation of particles in convergence zones [21].

Particle number in the flow can be expressed through the volume fraction of

the dispersed phase:

αp =

∑N
i=1 V

i
p

Vtot
, (2.70)

where N is the total number of the particles, Vtot is the limiting volume, which

includes both fluid and particles, V i
p is the single particle volume. Equivalently
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2.5 Particle tracing Lagrangian approach

the volume fraction of the continuous phase αf can be defined and a simple

relation is obtained:

αp + αf = 1. (2.71)

The Stokes number can be introduced to describe the intensity of the particle

interaction with the fluid. It is defined as the ratio of the particle fluid response

time constant to an appropriate turbulence time scale (dissipation time):

St =
τp
τη
. (2.72)

If the Stokes number is much less than unity then the particle and fluid

velocities will be nearly equal, i.e. the particles response to the fluid velocity

changes is very fast and the particles can be treated as the fluid tracers. If

St� 1, then the particle will have essentially no time to respond to the fluid

velocity changes. It can be shown [12], that the ratio of the particle to fluid

velocity is

vp
v
∼ 1

1 + St
. (2.73)

According to [21] different estimations of τp corresponds to different flow

Reynolds numbers. For small Re the particle response time (momentum re-

sponse time) can be estimated using Stokes equation as τp = ρpd
2
p/(18µ), where

ρp is the particle density, µ is the dynamical viscosity of the melt and dp is the

particle diameter. Taking into account dissipation time scale τη = L/U (L and U

are characteristic integral length and velocity scales) the Stokes number can be

estimated as:

St =
ρpd

2
pU

18µL
. (2.74)

Particles response to the vortex motion has a maximum, which lies between

St = 0.1 and St = 1. Therefore, particles with corresponding St should be

strongly affected by the turbulent vortices. For example, it is shown [54] that

particles are excluded from the vortex centers if the particle density is much

larger then the fluid density.
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2.5 Particle tracing Lagrangian approach

Detailed analysis of the motion laws for the spherical particles in the flow can

be found in [58]. The Lagrangian approach was used in this work for particle

tracing and the next force balance equation was solved [1, 117]:

dvp
dt

= FD(v − vp) + g
ρ− ρp
ρ

+ F, (2.75)

where F is the possible additional volumetric force and FD is the drag force per

unit particle mass. The second term from the right side represents the lifting

force. FD can be expressed as:

FD =
18µ

ρpd2
p

· CDRep
24

, Rep =
ρ dp|vp − v|

µ
. (2.76)

For the low Reynolds numbers, i.e. Stokes flow, the factor CDRep/24 ap-

proaches unity. The second factor 18µ/(ρpd
2
p) is a reciprocal of the momentum

response time τp. This allows to write a momentum equation (2.76) for the Stokes

flow using the second Newton’s law in the absence of the volumetric forces as:

dv

dt
=

1

τp
(v − vp). (2.77)

This equation can be solved for a constant fluid velocity v and an initial

particle velocity of zero [12]:

vp = v(1− e−t/τp). (2.78)

Thus the particle response time corresponds to the time, which is needed for

free released particle to reach 63% of the free stream velocity.

The drag coefficient CD is usually calculated using [65]:

CD = a1 +
a2

Rep
+

a3

Re2
p

, (2.79)

where a1, a2 and a3 are constants that apply to smooth spherical particles. The

particular form of this expression for finite Reynolds number was derived by Oseen

using a perturbation method [68]:

CD =
24

Rep

(
1 +

3

16
Rep

)
. (2.80)
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2.5 Particle tracing Lagrangian approach

It was numerically shown [59] that the Reynolds numbers Rep of the particles

that deposit does not remain small compared to unity. The effects of nonlinear

drag can be accounted using an empirical relation given by [72, 83]:

CD =
24

Rep
(1 + 0.15Re0.687

p ). (2.81)

Figure 2.4: Standard drag curve [12].

The above expression is recommended to be used in the range 1 < Rep < 800.

The linear Stokes drag CD = 24/Rep can be used in the range 0 < Rep < 0.1,

which transforms to the Oseen asymptotic expression, exponentially decreases

and goes to the equation (2.81) when Rep is growing [12]. These transformations

represent the standard drag curve (figure 2.4). The particle drag force (2.76)

multiplied by its mass is presented on figure 2.5.

The turbulence can increase the drag coefficient of the spherical particle [72],

but in general the standard drag curve is in force. However the drag coefficient

can be reduced if the turbulent boundary layer is formed on the surface of the

particle. We will not account on this effect because particles are represented by

points and we accept that Rep not to be very large.

The particles are influenced by the EM field if their electrical conductivity σp

differs from conductivity of the liquid media, which can introduce inhomogeneity

in locally (on the scale of particle dimensions) homogeneous EM field. The current

and the magnetic induction values in the particle and in the surrounding liquid
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2.5 Particle tracing Lagrangian approach

Figure 2.5: Particle drag force dependence on its diameter and relative velocity

for ρp = 8545 kg/m3, CD is taken from (2.81).

becomes different and additional volumetric force, which acts on the particle

appears. This force acting on the spherical particle can be derived solving La

Place equation for current density [47]:

FpEM = −3

2

σ − σp
2σ + σp

VpfEM , (2.82)

where Vp is volume of the particle and the specific magnetic Lorentz force is

given by (2.12). The maximal force and a simplified expression can be achieved

for non-conducting particles:

FpEM = −3

4
VpfEM . (2.83)

Particles also can be affected by lift forces. Experiments [27] have shown that

neutrally buoyant particles in laminar, with radius Rt pipe flow migrate across

streamlines and tend to adopt radial position of 0.6Rt. The same phenomena

in shear flow was studied [81] and it was shown that lift force is determined by
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2.5 Particle tracing Lagrangian approach

velocity gradients in the fluid:

FSaff = 1.61ρνdp|v − vp|
√

ReG, ReG =
d2
p

nu

∂v

∂x2

, (2.84)

where x2 represents coordinate orthogonal to the direction of particle motion,

ReG is called shear Reynolds number. This formula is valid only for Stokes flows

(Re < 1) under the condition Rep �
√

ReG � 1. It has been found, that Saffman

lift force is an order of magnitude smaller than the normal component of the

Stokes drag force even in the viscous sublayer [59]. Furthermore, the Saffman lift

force becomes less important for particles with large particlefluid density ratios

or large response times.
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3 Measurements of the velocity

pulsations in the cylindrical

container

3.1 Introduction to turbulence measurements in

liquid metals

The measurement of the local flow velocity and turbulence in the industrial

equipment is a topic of a great interest because knowledge about the internal flow

processes in the melt is the key for successful and efficient utilization of expensive

industrial equipment. From the other side such experimental measurements data

are very rare due to the large difficulties of applying laboratory measuring sys-

tems to the industrial facilities. High temperatures of the most casting processes

and very aggressive (hostile) nature of the liquid metals also restrict selection of

possible measurement technology. Moreover, the melts are usually opaque and

are enclosed in melting crucibles or other containers, which are surrounded by

the thermal insulation. Besides, many industrial processes are taken in a special

atmosphere, when direct access to the melt in the working facility is impossible.

Historically many methods were used for velocity measurements (e.g. [6]),

but almost all of them have limitations for turbulent velocity measurements in

high-temperature liquid metals. Only most interesting examples of velocity mea-

surements are shown below.

Pitot tubes were not suitable for turbulent measurements in liquid metals at

all because they give only mean velocity values and besides the tubes are troubled
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3.1 Introduction to turbulence measurements in liquid metals

by the solidification of the melt inside.

Mechanical reaction probes were based on measuring the force exerted on a

submerged body by the flowing fluid. The used probes had different shapes (discs

[37], plates, porous [64] or rigid spheres) and were used to measure one or two

velocity components simultaneously. The inertia of the probes usually prevented

the detailed measurements of the turbulence, however, turbulent intensities were

measured in some experiments and compared to numerical computation. This

method also was used to measure horizontal aluminium velocity using a graphite

sphere in a real furnace [50]. Reaction or balance probes were the first for study

of the melt flow in the induction furnace models with liquid aluminium [16, 33],

where axial flow velocity distributions were measured not only on the symmetry

axis of the crucible, but also near the crucible walls depending on the inductor

current. These measurements introduced several important conclusions: the flow

is always turbulent even for small inductor currents, the flow forms two-circuit

pattern for single-phase inductor, the viscosity plays unimportant role at Re >

20000.

Reaction probes had built-in strain gauges. Fibre-optic velocity sensors have

been further development of this technology replacing strain transformation of

the deformation to optical. They had a thin-walled glass pointer as a reacting

element, which was deflected by the flow introducing different scattering to light

coming from light guides to receptors. The light intensity can be measured by

photocells and their signal depends on the flow velocity. The sensor was used in

electrovortical mercury flow and it does not suffer from strong electromagnetic

interactions [108].

Hot wire and hot film probes in mercury experiments [96] had restricted ap-

plicability to 100◦C. These probes were also used in Wood’s metal allowing to

measure both average and pulsatile velocities. The thermal wake behind a hot

wire is tracked allowing to measure the flow direction. The hot wire is supplied by

sinusoidal current source allowing better determination of the wake and measure-

ment of the flow velocity. The sensitivity of this probe starts from several cm/s

[78] and a secondary recirculating flow in a n RMF-driven mercury was detected.

However, the latest experiments with this method are dated back to the 80-ties.

37



3.1 Introduction to turbulence measurements in liquid metals

The sphere melting technique was developed, which is able to measure not

only the velocity magnitude, but also a direction of the flow [61] in any melt.

The basic principle of this method is that the total melting time of a sphere is

a function of the diameter, bath superheat and velocity. The uncertainty of the

method for velocity magnitude is about 20% while it is below 30% for direction

measurements. The mathematical model proposes the next expression for velocity

estimation [60]:

v ∼ D3

t2M · (T − Tmelt)
, (3.1)

where D is the diameter of the sphere, tM [s] is the sphere melting time and

(T−Tmelt) is the superheat. The method was applied for velocity measurements in

liquid aluminium. By its definition, the method can decide only average velocity

measurements.

Recent advances in ultrasound Doppler velocimetry (UDV) [98] introduce pos-

sibility to use it for the velocity measurements in hot metallic melts up to about

600-800◦C using specially designed shielded sensor with high Curie temperature

piezoelectric crystal [79]. However, the sensitivity of this UDV probe at high

temperatures is roughly one order of magnitude less than the usual UDV method

gives at 100◦C. Therefore high temperature UDV also may have implementation

difficulties and must be carefully tested before wide application for the measure-

ments in high temperature liquid metals.

The idea of a contactless inductive flow tomography (CIFT) [101] is to measure

perturbations in the external applied magnetic field, which are caused by the

moving conducting fluid. Induced magnetic field is measured by external Hall

sensors and then inverse problem is solved for velocity estimation. The method

has many experimental problems but it can be used for transient resolution of

3D flow structure in steps of a few seconds.

The alternative, which is used for velocity and turbulence measurements in

the liquid metals at temperatures below 720◦C (for example in liquid aluminium),

is the permanent magnet probe (PMP or Vives’ probe) [77], which is widely used

in measurements within model metals (InGaSn, Wood’s metal). The working
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3.1 Introduction to turbulence measurements in liquid metals

principle of the PMP is based on the Faraday’s law (2.4), i.e. if an electric con-

ductor moves through a magnetic field the conductor has an electromotive force

induced in it. This force is normal to the magnetic field and a direction of motion.

The permanent magnet probe (figure 3.1), which was used in experiments,

consists of the permanent magnet, which generates high intensity constant mag-

netic field with B = 0.05÷ 0.1 T, surrounded by four steel wire electrodes. The

strength of the local magnetic field is reduced by factor 2 selecting the appro-

priate magnetic material for the high-temperature melts. The angular distance

between the electrodes is 90◦. Electrodes are steel shielded and there is a ceramic

insulation between the wire and the shield. The sensor is used to measure two

instantaneous velocity components simultaneously, which are orthogonal to the

line connecting the opposite electrodes and symmetry axis of the magnet. A

voltage drop between the corresponding electrodes can be measured by a precise

nano-voltmeter. In the absence of current between electrodes the Ohm’s law (2.5)

is also applicable. From the other side equation E = −∇·Φ can be approximated

as E ≈ −∆Φ

∆x
, where ∆Φ and ∆x are potential difference and distance between

the electrodes. Therefore, for properly arranged sensor the next approximate

equation should be valid:

∆Φ = ∆x ·VB. (3.2)

It can be shown that the probe works correctly in the absence of velocity

gradient in the magnetic field direction, which leads to ∇×j = 0, i.e. zero induced

currents [3]. Similar probes without the central magnet can be successfully used

in the presence of the external DC magnetic field.

It was shown, that the level of the probe signal is dependent on the size of the

magnet – the larger is the magnet diameter, the better is the signal. Linearity of

the probe for velocities starting from 1 cm/s is confirmed experimentally [77] and

is expressed only by one constant. However the potential difference dependence on

the flow velocity can be more complicated for very small flow velocities, i.e. v <

1 cm/s [110]. The sensor can be modified to perform also a temperature and

heat flux registration with a high rate [110] if usual electrodes are replaced by

small thermocouples. The physical properties of the permanent magnets provide
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3.1 Introduction to turbulence measurements in liquid metals

stability of the measuring sensor for many hours, but this period and a signal level

are reduced when melt temperature is increased. The permanent magnet probes

with ALNICO magnets were successfully used for velocity measurements in liquid

Al and other metals [89] and it was found, that calibration curve obtained from

a crucible with a constant angular velocity is the same for different metals.

The latest trends in PMP development are their miniaturization and increas-

ing sensitivity for small velocity measurements [4]. The geometrical size of the

probe head can be reduced to only 3 mm with 70 µm copper electrodes and a rare-

earth Co-Sm magnet of 2× 2 mm2 cross-section. The developed probe measures

only one velocity component and it was used by [4] to measure a secondary flow

in the flow drive by a rotating magnetic field. High precision of the small velocity

(from 0.01 cm/s) measurements was achieved using the latest generation analog

amplifies, which allowed to reconstruct non-linear part of the PMP calibration

curve. However, linearity of the probe is confirmed again for v > 0.1 cm/s, which

Figure 3.1: Drawing and dimensions

(mm) of the permanent magnet probe

used in experiments [8], with permis-

sion.

Figure 3.2: Design of the experimental

crucible induction furnace with sketch

of typical vortices of the mean flow.
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3.2 Experiment setup for velocity measurements in Wood’s melt

is a working PMP range in our experiments.

3.2 Experiment setup for velocity measurements

in Wood’s melt

All experiments were established in the Institute of Electrotechnology, Leibniz

University Hannover (Germany). The turbulent properties of the Wood’s metal

melt flow in the induction crucible furnace (figure 3.3) were studied. The selection

of Wood’s alloy as a model melt was determined by its availability.

Wood’s metal is a fusible alloy. It has melting temperature about 70◦C. It is a

eutectic alloy of bismuth, lead, tin, and cadmium with the following percentages

by weight: 50% Bi, 26.7% Pb, 13.3% Sn, 10% Cd. It is also can be called

as Cerrobend, Bendalloy, and Pewtalloy. It is often used as a low-temperature

casting metal in MHD experiments for prototyping. Note that the lead and

cadmium components of the alloy makes it toxic. The basic physical properties

of the Wood’s metal are given in the table 2.1. The density of the Wood’s metal is

9.4 times larger than the water density and approximately 3 times the aluminium

density, but thermal conductivity of the Wood’s alloy is much smaller than of the

Al. Therefore, turbulent heat transfer is more determinative for temperature

homogenization in the Wood’s alloy than in Al.

Another fusible alloy material, which is often used for prototyping, is galinstan

(68.5% Ga, 21.5% In, 10% Sn). It has very low melting temperature about

10.5◦C. It was successfully used as a model material for simulation of CZ silicon

crystal growth process [102] and for investigation of many other MHD processes

(e.g. [2, 3]).

For turbulence measurement the non-magnetic stainless steel crucible (R =

15.8 cm, H = 57 cm) was used (figure 3.2). This steel has very high mechan-

ical strength, which permitted to restrict the wall thickness of the melt con-

tainer to 1 mm and with combination of a relatively low electrical conductivity

σ = 0.83·106 S·m−1 made it transparent for EM field of the indictor. The crucible

had an electrical heating system, which could heat it till 80◦C with or without
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3.2 Experiment setup for velocity measurements in Wood’s melt

the melt inside. It allowed operations with the Wood’s melt in the crucible with-

out working AC magnetic field. However, the Wood’s metal expands during the

solidification and to avoid safety problems with the crucible installation the melt

between the experiments was taken away from the crucible to the special ves-

sel (figure 3.4(a)) with thicker steel walls and embedded temperature regulation

system. The crucible-vessel connecting tube was made from teflon with heat-

ing elements along to allow transportation of the liquid metal to and from the

crucible.

The crucible was surrounded by a high-frequency one-phase solenoidal induc-

tion coil. It had 12 or 11 turns and was placed mainly symmetrically with respect

to the melt middle height. Alternating EM field was used in experiments as the

driving force for melt steering. The characteristic frequency of the EM field was

about 400 Hz. The influence of the AC EM field to the conducting melt is con-

trolled by the skin effect: the ability of AC to distribute itself in a conducting

medium so that the current density near the surface of the conductor is greater

than that at its core [14]. For the harmonic magnetic field B = B0 cos(ωt)ez,

where B0 is a uniform field amplitude and ω = 2πf is the cyclic frequency the

next expression for the skin-layer thickness δ can be obtained:

δ =

√
2

µ0σω
. (3.3)

Skin-layer thickness δ characterizes thin boundary layer of the conductor (ta-

ble 3.1) where the opposite induced currents are closed. These induced currents

interacts with the field B producing the Lorentz force (2.12), which acts on the

melt. The Lorentz force can be separated to the mean and oscillatory parts. The

motion of the melt is mainly determined by the mean part, since the finite in-

ertia of the fluid means that a high-frequency oscillatory part induces very little

motion. It can be shown [14], that this mean repulsion force produces magnetic

pressure of the order B2
0/4µ0.

The presence of induced currents in the skin layer leads to the Joule heating of

the conductor. Joule dissipation j2/σ can be integrated across the skin depth and

42



3.2 Experiment setup for velocity measurements in Wood’s melt

Figure 3.3: Common view of the ICF installation.
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3.2 Experiment setup for velocity measurements in Wood’s melt

(a) Thermostat with the melt

(b) Sensor installation

Figure 3.4: Thermostat with the Wood’s metal and sensor installation.
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3.2 Experiment setup for velocity measurements in Wood’s melt

Table 3.1: Calculated skin depth in centimeters for different materials

and inductor frequencies.

f , Hz Al TiAl Wood’s

metal

50 2.65 5.03 5.03

400 0.94 1.78 1.78

1000 0.59 1.13 1.13

5000 0.27 0.50 0.50

10000 0.19 0.36 0.36

20000 0.13 0.25 0.25

the expression for the net heating rate per unit surface area can be obtained [14]:

q̇ =

∫ ∞
0

j2

σ
dx =

B2
0

4µ0

ωδ. (3.4)

The melt temperature growing can introduce changes to the material proper-

ties, e.g. viscosity and density. Therefore heating and freezing of the melt should

be carefully avoided to measure velocities of the same material with constant phys-

ical properties. The crucible had water cooling system, which can be regulated to

obtain constant melt temperature in different experiments using flow-meters. For

this reason the temperature was controlled in several points during the measure-

ments. The crucible temperature was measured by a digital thermometer and

was usually about 80◦C. The melt temperature was taken by the K-type ther-

mocouple, which was immersed into the liquid metal (10 cm from the top melt

surface and 4 cm from the crucible wall, figure 3.4(b)). This temperature was

approximately 114◦C in average. The flow-meters were adjusted several times

during the measurements to get stable temperature parameters of the crucible

and of the melt. Measured temperature fluctuations were in the ±1◦C range.

Velocity of the flow was measured using one or two PMP sensors. The sen-

sors were fixed on a coordinate system (figure 3.3), which allowed independent

sensor movements. Positioning precision was ±0.1 mm. The origin of the PMP
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3.2 Experiment setup for velocity measurements in Wood’s melt

coordinate system conforms with the lowest point on central symmetry axis. Af-

terwards all coordinates will be translated to the center of a symmetry, which

for standard filling level is shifted 0.285 m up in z direction. Careful calibration

ensured that both sensors movements were limited in the one meridian plane.

The banded sensor tubes allowed measurements of velocities near the crucible

wall. The minimal available distance between the sensors was 20 mm because of

mechanical interference.

The probes were connected to “Delphin TopMessage” 24 bit industrial mea-

surement unit (case A) with 800 Hz maximal scanning rate (multiplexed channels)

or to high frequency (till 2 kHz) digital data acquisition system with high pre-

cision analog amplifiers and independent (without multiplexors) signal channels

(case B) from “neuroConn GmbH ”. For case A a “Mess Haus” data acquisition

software was used and then data were postprocessed with our own code. For

B Matlab interface and postprocessing was used. Due to measurement system

limitations a signal only from three electrode pairs (two axial and one radial)

was recorded for case A. The maximal theoretical scanning rate of the A system

is 800 Hz, but due to the low signal level and constructive features, the signal

was filtered and the real scanning rate was below 4 Hz in the A experiments.

Therefore this system is not suitable for fast small-signal recording.

B measurement system had a common reference ground for all signal channels.

It was connected to one wire of the probe. Velocity component signal corresponds

to the opposite electrodes of the sensor. Hence, one velocity component was

measured directly while for all other velocity components measurement channel

subtraction was adapted (differential low-voltage measurements). This method

was checked introducing another velocity component to the ground and no signif-

icant changes in signal structure or spectra were noticed comparing to the direct

low-level voltage measurements. Velocity measurements were performed with 32

or 64 Hz sampling rate for each channel.

The measurements usually started from the melt and the crucible temperature

regulation for selected working regime of the AC convertor. The magnetic field of

the probe magnet was measured before the experiments. In most of experiments it

was about 0.06 T, which is comparable with the RMS value of inductor magnetic

field on symmetry axis in the empty crucible. Several test points were taken
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3.2 Experiment setup for velocity measurements in Wood’s melt

Table 3.2: Experimental conditions.

Nr. Inductor Inductor Total Melt Crucible Number of Meas.

frequency, current, power, height, radius, inductor system

Hz A kW mm mm turns

Exp1 384 2000 49 570 158 12 A

Exp2 364 2000 48 570 158 12 A

370 2100 54

376 2200 60

358 1900 43

352 1800 39

Exp3 376 2180 54 620 158 11 A, B

Exp4 386 2000 51 570 158 12 B

Exp5 386 2000 54 400 158 11 B

to check the probes. These points were also used for probe calibration because

a rotating channel, which is usually used for PMP probe calibration, was not

available during the measurements. The probes were calibrated using ab initio

data [8] for I = 2000 A, f = 394 Hz inductor current where velocity distribution

in the flow is well-known. This calibration method can introduce additional error

to the measurements, which can achieve 10% according to the experiential data.

Hence, absolute velocity values, provided later as experimental results are with

the low reliability and it is better to use normalized velocities.

The velocity measurements were performed moving the probes in vertical

direction with space resolution 20 or 30 mm. The first probe was initially placed

on the symmetry axis, while the second was fixed near the crucible wall. Each

measurement point was studied at least for two minutes and additional time was

granted between measurements to compensate sensor movement influence on the

flow. After the vertical pass had been completed, the radial position of the probes

was changed by 20 mm and the next vertical velocity profiles were taken. The

complete measurement cycle usually took two days.

Inductor current and frequency were also controlled during experiments and
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3.3 Analysis of experimental data

they were found to be stable within ±1 unit. Several main series of the exper-

iments were performed with different experimental conditions (table 3.2). First

three experimental series used A measuring unit, while the last two series have

used measurement system B. The Exp1 and Exp4 experiments used so-called

standard experimental conditions, for witch ab initio data [8] with a good time

resolution are available. Velocities were measured only on the central axis and

near the wall at the second experimental set Exp2, but several times in a row

for different inductor currents. These measurements were also repeated with the

measurement unit B.

In the third experimental series Exp3 the number of inductor turns was re-

duced by one from the bottom and additional material was added to the crucible

to restore symmetrical placement of the inductor with respect to the melt. Induc-

tor current was increased to 2180 A to compensate smaller size of the inductor.

Very asymmetrical experimental setup with reduced melt level and disconnected

bottom coil winding also was accomplished with the measurement unit B: Exp5.

The last experimental series were performed using the fast measuring unit B. All

velocity components including angular, which was not recorded in the previous

experiments, were measured independently, each after another. Several mea-

surements were also performed with two probes recording signal for all possible

velocity components simultaneously.

3.3 Analysis of experimental data

3.3.1 Averaged velocity field

The instantaneous velocity signals were recorded for two minutes at each

measurement point on the meridian plane. Recorded potential differences were

translated to velocity values using calibration curves of the probes. Consecutive

axial and radial velocity measurements and statistical averaging introduce an

average flow pattern (figure 3.6), which illustrates the spatial structure of the

mean flow. Several experiments (figures 3.6(a) and 3.6(c)) were performed under

the same conditions and their results can be directly compared.
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3.3 Analysis of experimental data

(a) Radial EM force density fr (b) Axial EM force density fz

Figure 3.5: Calculated Lorentz force distribution in the meridian plane y = 0 for

I = 2000 A, f = 395 Hz, H = 570 mm.

Flow structure in all experiments is very similar (figure 3.6). The flow usually

forms a double-torus with a common flow directed radially inwards at half the

height of the melt load (e.g. figure 3.6(a)). Then the flow is carried up and down

in the central region, goes radially outwards at the top and bottom lids, and

closing accordingly along the sidewalls. In other words the mean flow is formed

by two recirculated vortices. The inward direction of the flow in the middle

region near the side wall is determined by the Lorentz force distribution in the

melt (figure 3.5). The maximal radial Lorentz force density can be found in the

thin border layer at the half height of the inductor, e.g. the middle part of the

melt. This middle part is also characterized by the strong flow coming from the

top and the bottom to the crucible center along the wall, which can be imagined

as a collision of two fluid jets, which come from opposite directions. Due to the

49
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turbulence and different boundary conditions at the top free surface and at the

bottom wall the intensity of the wall jets varies in time, creating instability and

secondary turbulent vortices of a considerable scale, which can annihilate later

introducing low-frequency velocity oscillations in the whole melt.

The approximate positions of the centers of the mean vortices can be estab-

lished. The radial distance of the centers is about 120 mm or 0.8R (R = 158 mm

is the crucible radius, table 2.2), while precise identification of z coordinate for

mean vortex eye is difficult. The radial center position is not equal to the half

of the radius because of the cylindrical geometry and the mass conservation law
r∫

0

v̄zrdr = 0. The maximal velocity of the melt near the crucible wall is a lit-

tle higher than on the symmetry axis, but the volume of the near-wall region

is smaller than the central part. It is also very difficult to analyze measured

maximal flow velocities near the crucible wall because sensor size is finite and

possibly maximal axial velocities are distributed closer to the wall due to small

laminar shear layer thickness than it can be measured. It can be shown, that the

laminar boundary layer thickness is of order δ ∼ Re−0.5 [84] and for U = 0.2 m/s,

L = 0.16 m it is about δ ∼ 3 · 10−3 m, which is 5 mm closer to the wall than

possible sensor position.

Similar experiment Exp4 introduces the same flow structure (figure 3.6(c)),

however flow velocities in the crucible are about 10% higher than in Exp1, which

possibly can be explained by a little different electrical power values in these

experimenters. However, difference in the power values is about 4% and possibly

the measured averaged flow velocities in the crucible under the same experimental

conditions can vary a little and all experiments even under the same conditions

are unique.

In the experiment Exp3 the level of the melt was increased to 620 mm

(2R/Hmelt ≈ 0.51) and the bottom inductor turn was disconnected to obtain

symmetry of the flow pattern. The velocity vectors structure (figure 3.6(b)) is

very similar to the previously described, but the maximal measured velocities are

higher. It can be explained with three factors: inductor is more concentrated

closer to the half-height of the melt, inductor current is larger (I = 2180 A) and

the top–bottom distance for the flow acceleration near the wall is larger. The
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3.3 Analysis of experimental data

(a) Exp1 (b) Exp3

(c) Exp4 (d) Exp5

Figure 3.6: Averaged velocity patterns registered by different measurement sys-

tems.
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3.3 Analysis of experimental data

flow near the symmetry axis has also a tendency to change its direction towards

the wall more early in the bottom mean vortex.

In the last experiment (figure 3.6(d)) the melt height was reduced to 400 mm

(2R/Hmelt ≈ 0.70) and the bottom inductor turn was disconnected. As a result

asymmetry over the height, which influences the flow structure, was created. In

this case the averaged flow represents mainly one very large eddy, which is origi-

nated from the bottom vortex from the “standard” experiment Exp1. Inductor

current was the same I = 2000 A (linear current is even higher because inductor

height is smaller), but the characteristic flow velocities near the crucible wall and

on the symmetry axis are almost 40-50% higher till about 30 cm/s. The second

averaged vortex seems to be present on the top, but it is very compressed in the

corner near the crucible wall.

Figure 3.7: Melt free surface deformation for 400 mm (I = 2000 A).

Free surface of the melt was also deformed (figure 3.7) and its small oscilla-

tions were noticed. Shape deformations were measured using the contact method

controlling position of the probe visually. Observed relative surface deformation

was about 5% (i.e. 18÷20 mm). The approximate deformation of the free surface

can be estimated using simplified equilibrium relation: ρg∆h = B2/2µ0, where
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3.3 Analysis of experimental data

B = µ0IN/l. Here N is the number of inductor turns, l is the length (height) of

the inductor and I is effective current. Taking I = 2000 A, N = 11, l = 0.52 m

we get B ≈ 0.053 T. Therefore, ∆h ≈ 12 mm, which is of the same order like in

experiment. If B = B0/
√

2 is calculated using Nagaoka’s formula (3.6) then ∆h

becomes approximately 0.021 mm, which better fits experimentally determined

value.

Increasing the inductor current the magnetic field induction is increased and

therefore Lorentz force acting on the melt is growing. Comparing correspond-

ing terms in the Navier-Stokes equation 2.23 (non-linear term from the left side

v∇v ∼ v2) with the Lorentz force expression (2.12) (f ∼ jB ∼ j2) the next

estimation can be derived: v ∼ I, i.e. the fluid velocity is proportional to the

inductor current.

To see, is this estimation correct, the series of measurements with the different

inductor currents was performed – Exp2 (table 3.2). Current changes during the

experiment lead to small frequency variation due to the constructional features

of EM convertor. Figure 3.8 shows the maximum axial velocity vzmax depending

on the inductor current I for different EM field frequencies at the symmetry axis

point r = 0, z = 13 cm. The angle between the linear approximation line and

the current I axis depends on the inductor frequency f , but to a less degree:

vch ∼
1√
f

[8]. Therefore this angle changes slightly in the working frequency

region (table 3.2), so it can be suggested that characteristic velocities are almost

frequency-independent within the accuracy of the author’s experimental data.

The inductor current was changed from 1800 to 2200 A with 100 A step

and velocity values were taken at two radiuses: r = 0 and r = 15 cm. The

maximal velocities on corresponding radiuses can be linearly fitted as it should

be (figure 3.9). Other authors also provide similar results [66, 99].

Flow velocities also can be normalized with respect to the Alfven velocity

(table 3.3):

Va =
B0√
µ0ρ

, (3.5)
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3.3 Analysis of experimental data

Figure 3.8: Maximum axial velocity vzmax dependence on the inductor current

for different frequencies at the symmetry axis point r = 0, z = 13 cm

Figure 3.9: Dependence of the maximal axial velocity on the inductor current.
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3.3 Analysis of experimental data

where induction amplitude B0 is deduced from Nagaoka’s formula [67, 96]:

B0 =
√

2
µ0NI

H

(
1 + 0.88

Rcoil

Hcoil

)
, (3.6)

where Hcoil = 0.570 m, Rcoil = 0.197 m, N and I respectively denote the height,

the radius, the number of turns and the current of the coil. Taking the data for

Exp1 conditions (table 3.2) the one can get: B0 ≈ 0.098 T and corresponding

Va ≈ 0.90 m/s (table 3.3).

Table 3.3: Alfven velocity values for experimental data normalization.

I, A 1600 1800 2000 2150 2200

Rcoil, m 0.20 0.20 0.20 0.20 0.20

Hcoil, m 0.57 0.57 0.57 0.57 0.62

N 12 12 12 12 11

B0, T 0.078 0.088 0.098 0.105 0.111

Va, m/s 0.72 0.81 0.90 0.97 1.02

Next figures (figures 3.10 and 3.11) introduce normalized average axial veloc-

ity on the crucible axis depending on the inductor current and radial velocity

component near the melt surface respectively for 570 mm melt height. Alfven ve-

locity increases together with the inductor current and this eliminates normalized

velocity dependence on current from these charts.

3.3.2 Low-frequency velocity oscillations

The measured velocity signal introduces many harmonics from all resolved

scales into velocity spectra. If the signal goes through high–frequency filter, then

large amplitude low–frequency quasiperiodic oscillations (figure 3.12) are noticed

in the near wall region between the mean vortices at z = 0, where the measured

average value of the axial velocity (collinear to z direction) is close to zero in

Exp1, Exp3 and Exp4. These oscillations introduce additional imbalance to the

flow. In the central part r = 0 intensity of the axial pulsations is much smaller

than near the wall at r = 14 cm. The period of pulsations can be determined
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3.3 Analysis of experimental data

Figure 3.10: Normalized average axial velocity vz/Va on the symmetry axis r = 0

for different inductor currents (melt height is 570 mm).

Figure 3.11: Normalized average radial velocity vr/Va near the top melt surface

z = 560 mm for different inductor currents (melt height is 570 mm).
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3.3 Analysis of experimental data

using autocorrelations (figure 3.13). These periods are estimated as T ≈ 7÷ 15 s

depending on the measurement series and selected measurement point. It can

be seen, that low-frequency pulsation period in the central part of the crucible

is shorter than near the crucible wall because number of “opposite jets” in the

central part is larger. Higher frequency turbulent oscillations can be noticed on

not filtered signal, especially in experiments where measuring system B was used.

The whole flow can conditionally be divided into three parts v = v̄ + vl + vt

depending on its behavior [10]:

1. the average flow, v̄, which forms the main toroidal vortices with velocities

averaged in time;

2. the low frequency velocity oscillations, vl, which are defined by the inter-

action of vortices and the development of coherent structures;

3. the turbulent flow, vt, which mainly depends on the local characteristics of

the flow with energy dissipation by small-scale velocity oscillations.

These low-frequency oscillations are known for a long time. The first ex-

perimental observations in the in induction-furnace-like setup were made in the

middle of 80’s in [96], where long-time periods lasting several minutes were re-

ported in calculated turbulence spectra. However, the authors stated that these

periods did not seem to correspond to turbulent eddies rather than to an insta-

bility of the whole flow pattern. The authors also found almost no deviations of

their spectra compared to the case of homogeneous and isotropic turbulence for

the higher frequencies. Experimental and numerical investigation of the problem

was later reported in [18], where the flow in a cylindrical liquid metal column

driven by an alternating magnetic field was studied. LES was successfully used

by the authors for the numerical recognition of low frequencies. Further numerical

investigation was performed in [86] using URANS method for comparable geom-

etry. The interaction between the toroidal vortices was studied for 180 second

with a time step 0.1 s and 0.15÷0.2 Hz pulsations of the same kind were reported.

One of the authors has continued URANS modeling [85] for the oscillating mould

flow in a thin box with two nozzles and several outlet ports, where averaged flow
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3.3 Analysis of experimental data

Figure 3.12: Filtered axial velocity low-frequency pulsations at z = 0 (experi-

mental data, melt height is 570 mm, Exp4).

Figure 3.13: Autocorrelations of the above axial velocities at z = 0.
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represents two toroidal vortices again. The system seems to be unstable too and

oscillations with frequencies from 0.02 to 0.03 Hz are numerically found. The

author has shown that the relevant low-frequency is URANS time-step depen-

dent and states that LES can not be used for the flows with such low frequencies,

because it needs more computational time.

The importance of the low-frequency velocity oscillations for the heat and

mass exchange in the melt can be illustrated using turbulent specific energy

(k = v′iv
′
i/2) charts (figure 3.14). The maximal contribution to the turbulent

kinetic energy comes from the axial velocity pulsations (figure 3.14(a)) while the

turbulent energy, which is contained in the remaining velocity components is

about two times smaller (figures 3.14(b) and 3.14(c)). The zone of the maximal

kinetic energy can be identified here like a region near the crucible wall between

the averaged vortices at z ≈ 280 mm. This maxima indicates high intensity of

the characteristic vortex interaction. Decay of the axial turbulent kinetic energy

is very rapid moving away from the near-wall region and the low-frequency pul-

sations are almost suppressed on the top and bottom surface where the energy

level is defined mainly by usual small-scale turbulence. Radial and angular en-

ergy components have approximately the same level in average, however several

characteristic effects are noticed:

1. the radial and tangential energy maximums are placed on line z ≈ 280 mm,

i.e. between the averaged vortices, but not so close to the crucible wall;

2. level of tangential pulsations is higher near the crucible wall and is very

small in the top and bottom region of the crucible;

3. tangential pulsation intensity at r = 0 does not have sense because in fact

it is the same radial intensity from the orthogonal direction.

For smaller filling level specific turbulent energy charts (figure 3.15) are a

little different. Here again axial velocity has the highest intensity of pulsations

(figure 3.15(a)), which maximal value is placed near the crucible wall at z ≈
350 mm (inductor middle is 285 mm), i.e. is shifted towards the crucible top. It

also can be noticed, that the local maximums of two other energy components
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(a) Axial component (b) Radial compo-

nent

(c) Tangential com-

ponent

(d) Total

Figure 3.14: Turbulent kinetic energy in J/kg3 for 570 mm melt height (Exp4).

(a) Axial component (b) Radial compo-

nent

(c) Tangential com-

ponent

(d) Total

Figure 3.15: Turbulent kinetic energy in J/kg3 for 400 mm melt height (Exp5).
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Figure 3.16: Distribution of the normalized averaged axial pulsation kinetic en-

ergy k/V 2
a in the melt for Exp4 (smoothed, H = Hc = 570 mm, I = 2000 A,

B0 ≈ 0.098 T, Va ≈ 90 cm/s).

Figure 3.17: Distribution of the normalized averaged axial pulsation kinetic en-

ergy k/V 2
a in the melt for Exp3 (smoothed, H = 620 mm, Hc = 520 mm,

I = 2180 A, B0 ≈ 0.111 T, Va ≈ 102 cm/s).
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are placed approximately in the same region, but even closer to the free surface,

producing very strong peak for the total energy (figure 3.15(d)) in the top melt

corner near the crucible wall. The turbulent energy part in the remaining melt

volume is much smaller (at least 4 times) and distributed more homogeneously.

Comparing normalized axial turbulent kinetic energy k/V 2
a charts for Exp4

(figure 3.16) and Exp3 (figure 3.17) it can be noticed that the axial turbulent

energy level in Exp3 is higher because melt height is increased comparing to

inductor here and axial velocity oscillations are less suppressed by the geometry.

3.3.3 Measured turbulent velocity spectra

Performed measurement allowed to introduce Fourier decomposition of ve-

locity components and obtain energy power spectra (section 2.3). The basic

problem is that velocity series are measured mainly as functions of time for con-

stant radius-vectors r: vi = vi(t)|r=const. All these signals are taken at different

time moments, but with the constant time step ∆t. Therefore, the covariance

tensor Rij(r) can not be calculated directly. The proposed approach to find power

spectra in wavenumber k space is based on autocorrelations, FFT and Taylor’s

hypothesis.

The autocorrelation of the discrete measured velocity signal is defined as:

rτii =

N∑
t=1

(v̄i − vti)(v̄i − vt+τi )

N∑
t=1

(v̄i − vti)2

, (3.7)

where bottom indices correspond to space and upper to time discretisation.

In this case a power energy spectra E(f) can be calculated taking the discrete

Fourier transform of the correlation coefficient rkii:

E(f) = ∆t
∞∑

n=−∞

rτiie
−i2πfn∆t, (3.8)

which can be transferred to the wavenumber space by means of the Taylor’s

hypothesis k = 2πf/vcharacteristic for isotropic turbulence, where vcharacteristic ≈
0.095 m/s is the characteristic velocity of the flow (however, the turbulence can be
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3.3 Analysis of experimental data

considered as isotropic only in a part of the complete flow). This value for charac-

teristic velocity represents flow average velocity in the “main” vortex. Spectrums

for all velocity components can be added together to get full power spectra of

energy.

Experimental measurement frequency was fm = 32 or fm = 64 Hz in Exp4

(note, that at least two measurements are needed for identification of the os-

cillation period), which correspond to rather high wavenumber space resolution:

kmax ≈ 103 or kmax ≈ 2.1 · 103 m−1. From the other side, the size of the probe is

about 6 mm, which also limits space discretisation in the measured data. This

probe cut-off wavenumber, which is analogous to the characteristic grid size, can

be estimated like in numerical simulation:
1

2δx
[23]. In our case cut-off wave num-

ber kd is about 83 m−1. Therefore our experimental data should be used very

carefully for predictions of turbulent structures with smaller scales then 1/83 m

(≈ 0.012 m).

All energy component spectrums have several frequencies with relatively high

energy (figures 3.18 and 3.19) at wavenumbers k < 10 m−1, which corresponds to

frequencies below 0.15 Hz. Hence, it is very difficult to select only one dominating

frequency in this vortical motion. Wavenumbers with k ≈ 3 m−1 correspond to os-

cillations, which are connected with the crucible geometry. Increasing wavenum-

ber all spectrums decay with different slopes, which can be compared with the

theoretical Kolmogorov’s spectrum in the inertial subrange (2.48) [100] integrat-

ing equation (2.49) for the turbulent dissipation rate from the energy spectrum

E(k), where ν = 4.5 · 10−7 m2/s and the Kolmogorov’s constant is Ck = 1.5.

Dashed lines on figures 3.18 and 3.19 represent theoretical Kolmogorov’s curves

calculated by these approach. It is very difficult to identify correct k zones with

the slope −5/3, which should correspond to the inertial range, even applying the

smoothing. Possibly it can be explained by the presence of turbulence anisotropy

in the flow, which is caused by the wall presence and flow structure in the selected

points. It can be noticed from the spectra charts (figure 3.18(b)) that the energy

decay near the crucible wall is more rapid. Smaller scales, which correspond to

higher wavenumbers and frequencies in the dissipation range, are below the cut-

off wave number kd. Higher sampling rate gives better spectral resolution of the
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signal and together with a smaller probe size can increase kd and make spectra

more clear.

Fourier analysis are not localized in time, i.e. FFT can not say which fre-

quencies are presented in the analyzed signal at a certain time moment. Wavelet

analysis [13] introduce a decomposition of the studied signal in time and fre-

quency scale (figure 3.21). Special functions with certain properties Φ(a, b) are

used for wavelet decomposition:

Φ(a, b, t) = Φ

(
t− b
a

)
, (3.9)

where coefficients a and b correspond to frequency scale and time position (count).

Continuous wavelet transform coefficients are expressed as:

C(a, b) =

+∞∫
−∞

f(t)Φ(a, b, t)dt. (3.10)

There are different wavelet functions for continuous wavelet transform [91],

Morlet wavelet (figure 3.20):

Φ(t) = C · cos(5t) e−
t2

2 (3.11)

was selected for the wavelet decomposition of the experimental data. Axial veloc-

ity signal from near-wall region (r = 150, z = 290 mm) with length about 150 s

(9599 counts) was selected for the transform (figure 3.22). The top chart rep-

resents the selected signal while the bottom – coefficients C(a, b) of the wavelet

decomposition. High frequencies are placed in the bottom of the wavelet chart,

and low frequencies are situated in the top part. The central frequency of the

Morlet wavelet (global maximum of its Fourier reproduction) is f0 = 0.8125 Hz.

The signal sampling frequency is fs = 64 Hz. The maximal frequency of wavelet

decomposition is fmax = f0 · fs = 52 Hz. This frequency corresponds to scale

a = 1. This decomposition was performed for 1024 scales with step 4 and the

minimal frequency is fmin = fmax/1024 ≈ 0.05 Hz.

The wavelet chart (figure 3.22 (bottom)) consists of characteristic color spots

and stripes, which correspond to local minimums and maximums of harmonics

in the measured signal. This representation is drawn in linear scale and high
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3.3 Analysis of experimental data

(a) axial r = 0, z = 290 mm (b) axial r = 150, z = 290 mm

(c) radial r = 0, z = 290 mm (d) radial r = 150, z = 290 mm

(e) angular r = 0, z = 290 mm (f) angular r = 150, z = 290 mm

Figure 3.18: Experimental power spectrums of the turbulent energy calculated

from different velocity components. Signals are measured independently with

32 Hz sampling frequency.
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(a) axial r = 0, z = 290 mm (b) axial r = 150, z = 290 mm

(c) radial r = 0, z = 290 mm (d) radial r = 150, z = 290 mm

Figure 3.19: Experimental power spectrums of the turbulent energy calculated

from different velocity components. Signals are measured together with 64 Hz

sampling frequency.

frequencies are very compressed. For example, there is a group of wavelet spots

for signal between t1 ≈ 0 and t2 ≈ 50 s, which corresponds to characteristic

frequencies from 0.068 Hz (T ≈ 14.7 s) to 0.081 Hz (T ≈ 12.3 s). Then there is

10 s long transition and from t3 ≈ 60 s the basic low frequency has been changed

to approximately 0.118 Hz (T ≈ 8.6 s). This frequency also varies with time

decreasing and increasing till t4 ≈ 140 s. These low-frequencies are typical for

this working regime of the induction furnace. They also can be identified on

Fourier spectra chart as three peaks before k = 10 m−1 (figure 3.19(b)). There
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Figure 3.20: Morlet

wavelet function.

Figure 3.21: Wavelet decomposition of the

sinus signal (central part).

also can be noticed several local spots at a little higher frequency at a/4 ≈ 50,

i.e. f ≈ 0.26 Hz (T ≈ 3.84 s), which possibly can be considered as a second

harmonic.
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Figure 3.22: Wavelet transform of the axial velocity component at r = 150,

z = 290 mm, Exp4. X-axis of the wavelet chart corresponds to signal counts,

Y-axis to frequency scales a divided by 4 (f = 13/Y [Hz]).
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4 LES flow simulation

4.1 Used methods and algorithms

Commercial CFD codes, used in this work, implement finite volume method

(FVM) for representing and evaluating partial differential equations (PDE) as

algebraic equations. “Finite volume” refers to a small control volume surrounding

each node point on a mesh, where PDE are integrated. Then volume integrals

are converted to surface integrals, using the divergence theorem. These terms are

then evaluated as fluxes at the surfaces of each finite volume (for incompressible

fluid):

∫
S

vjdnj = 0 (4.1)

ρ
d

dt

∫
V

vidV + ρ

∫
S

vivjdnj = −
∫
S

Pdnj + µ

∫
S

(
∂vi
∂xj

+
∂vj
∂xi

)
dnj (4.2)

Because the flux entering a given volume is identical to that leaving the ad-

jacent volume, these methods are conservative. Another advantage of the finite

volume method is that it is easily formulated to allow for unstructured meshes.

The method is used in many computational fluid dynamics packages, like FLU-

ENT or ANSYS CFX. More detailed FVM description can be found in [107]

while only basic concepts will be introduced here.

Discretisation of the melt flow governing equations usually involves decompo-

sition of the gradients using Taylor series. For a function φ(x):

φ(x+ ∆x) = φ(x) +

(
∂φ

∂x

)
x

∆x+

(
∂2φ

∂x2

)
x

∆x2

2
+ ... (4.3)
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Precision of the method depends on the latest truncated term, which usually

is O(∆x) if we keep only the first derivative. The second order schemes will keep

also the second derivatives. The function φ(x −∆x) also can be decomposed in

a similar way. By subtracting both Taylor series we can get a central difference

formula, which is second-order accurate:(
∂φ

∂x

)
x

=
φ(x+ ∆x)− φ(x−∆x)

2∆x
+O(∆x2). (4.4)

Such discretisation converts integral equations into a system of algebraic equa-

tions, which is usually solved iteratively producing solution for φ(x) at node

points. Values of φ(x) in other parts of the finite volume are evaluated using shape

functions and different interpolation schemes, e.g. UPWIND, which takes into ac-

count the flow direction (the convected variable at the volume face is the same as

the value at upstream node) or more advanced QUICK (Quadratic Upwind Inter-

polation for Convective Kinematics), which uses a three point upstream-weighted

quadratic interpolation for cell face values [48].

SIMPLE [69, 74] or its variation PISO [36, 76] pressure-velocity coupling al-

gorithms are used in this work to enforce mass conservation and to obtain the

pressure field from the discrete continuity equation. SIMPLE method was ini-

tially developed for steady calculations while PISO was intended for time-variable

flows. However, SIMPLE algorithm is often used for transient calculations with

small time steps because it also has time discretisation. The pressure field is a

dependent variable which invariably forms a Poisson-type problem throughout

the solution domain in all pressure-velocity coupling methods [9]. A pressure

correction equation is derived by enforcing mass continuity over each computa-

tional cell. Velocities are initially predicted from the momentum equation with

guessed pressure in SIMPLE method. Face flux balance corrections are substi-

tuted to the discrete continuity equation obtaining a Poisson pressure equation

with source terms based on the initially predicted velocity terms. Solution of this

equation introduces pressure correction, which is used to derive “more correct”

velocities from the momentum equation. The PISO scheme is more complicated

and has an additional corrector level for velocity that satisfies continuity.
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4.2 A simple model (box model)

4.2.1 Model setup

Comparison of the experimental data with the results of 2D isotropic turbu-

lence models (e.g. k − ε) shows that two-parameter models can produce wrong

results on the heat-and-mass transfer between the toroidal eddies, because the

two-equation model calculated turbulent energy maxima are in the vortex centers,

whereas the experiments show that the maximum turbulent pulsation energy is

in the zone between eddies, where the convective transfer of the averaged flow is

close to zero. The reason of this may be usage of turbulence isotropy hypothesis in

two-equation models, which leads to overproduction of turbulent energy by small-

scale vortices, but which does not account for influence of “average” scale vortices

with longer life time on momentum transport. Experimentally determined tur-

bulent kinetic energy maximum is placed between the mean recirculating vortices

in the zone of the low–frequency oscillations (figure 3.16). Therefore macroscopic

pulsations significantly influence transfer processes.

The empirical approach in engineering models when the value of turbulent

Prandtl number Prt =
νT
λT

(νT is kinematical turbulent viscosity and λt is turbu-

lent thermal diffusivity) is artificially decreased to 0.01, leads to increased heat

transfer in the whole melt [17] and more homogeneous temperature distribution.

But there are other differences in the values, which can not be tuned in the above

way. For example, the turbulent viscosity achieves its maximum value near the

center of averaged vortex in a traditionally used k − ε model, but it is relatively

low in the vortex interaction zone, where it should be greater. Sometimes 2D

k− ε models give only sophisticated results for temperature distribution [42] and

LES model is proposed for 3D flow simulation.

Computational resources were limited several years ago and LES model of the

Wood’s melt was initially solved in a simplified geometry to obtain smaller num-

ber of elements and to perform the transient simulation on a single PC using the

commercial CFD package FLUENT. The model, which was used in FLUENT,

had a rectangular tank form (figure 4.1). Its sizes were similar to the experimen-

tal ones (height 57 cm, width 31.6 cm). The depth of the tank (z-direction) was

71



4.2 A simple model (box model)

10 cm. The number of cells in the model was about 380000 (≈500 thousands

nodes). The grid resolution was about 0.3 ÷ 0.5 cm depending on the direction

with the special refinement near the side boundaries. The front, back and up-

per planes had free surface boundary conditions. For the rest of walls no–slip

boundary conditions were observed.

Figure 4.1: Design of the simpli-

fied geometry model.

Figure 4.2: Grid projection on the sym-

metry plane z = 0 and a boundary layer

adapted in FLUENT.

The Lorentz force for 1400 A inductor current was computed using a simple

2D axially-symmetric model in the commercial finite element package ANSYS,

which is a common practice. The force is almost symmetric relative to the y = 0

plane (figure 4.3); some asymmetry in the crucible corners takes place because

of the geometry. Only radial component of the averaged force was taken because

this component is determinative for the flow motion in the crucible. The ANSYS

calculated Lorentz force density was approximated by multiplication of a fourth

power polynomial with a skin-layer exponent. This force was applied symmetri-

cally to the left and the right planes of the tank using FLUENT ‘s UDF functions.

The force amplitude varied for different calculation sets.
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Figure 4.3: ANSYS calculated Lorentz force distribution.

Different numerical schemes were used for FLUENT (table 4.1). The k −
ε model was sometimes employed to obtain the initial distribution of velocity field,

reducing the total time of calculations. Then a transient LES flow simulation was

run. Some calculations were performed on a model, where the force was applied

to the melt with zero velocity field. The time step and their number differed

for each simulation and depended on the characteristic velocity of the flow or, in

other words, on the period of vortex circulation. Time step values were selected

between 0.01 s and 0.05 s, with their total number being about 13500 in some

simulations.

The middle meridian plane was defined and the values of velocity compo-

nents were saved in the profile files after each time step. A special software was

developed for the correlation and Fourier analysis of the profile files.
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4.2 A simple model (box model)

Table 4.1: Calculated flow parameters

f/fnom Eddy Pulsation 〈v〉, Approximation 〈v〉,

period, s period, s cm/s (calc) scheme cm/s (exp)

0.16 115.0 40 0.6 First order

0.80 20.9 20 3.3 Centr. dif. 5.92

1.00 13.8 17 5.0 First order 8.36

1.00 14.7 10 4.7 Centr. dif. 8.36

4.2.2 Results of computations

A model with a small Lorentz force (16% of the rated, the rated force corre-

sponds to the 1400 A inductor current) was implemented to see how the flow is

developed in time. Nine minutes of the real flow were calculated with the time

step of 0.04 s. The characteristic velocities of such flow were below 1 cm/s (with

Re about 3400) and the period of vortex circulation was about 40 s, which means

that the selected time step was fully appropriate. The maximal number of iter-

ations per time step was set equal to 30 and the total count of time steps was

13500. The melt was in the rest at zero time and the motion of the melt began

when force was applied. The velocity values were growing, achieving their maxi-

mum after about 70 flow seconds (figure 4.4). Then the melt flow stabilized and

approximately after 240 s low-frequency oscillations began. These calculations

were done using first-order upwind approximation for momentum equations.

The Fourier analysis was performed for each stage of flow development. The

first stage I of the flow (figure 4.4), when the velocities are growing, does not con-

tain characteristic frequencies. The spectrum covering the time of flowing from

82 to 245 s (II) contains some low frequencies, which can be explained as insta-

bilities of vortex development (figure 4.5). This flow is not explicitly turbulent,

since Fourier’s spectra do not contain high harmonics and the oscillation energy

is small. The flow fully develops to turbulent after about 240 s of the run (III)

and the spectra of the last stage are typical to turbulent flow containing lots of

high frequencies. The intensity of this turbulent spectrum is at least one order

greater than that in the stage (II). This spectrum also has low frequency part,
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4.2 A simple model (box model)

Figure 4.4: Time dependence of the flow velocity between eddies near the wall

for small Lorentz force (16% of rated).

Figure 4.5: Fourier velocity spectra at the beginning of the flow (80-240 s, left)

and in the fully developed flow (right), force is 16% of rated
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4.2 A simple model (box model)

in which the largest part of energy is found.

The flow development is laminar until the Reynolds number reaches values

above 2000 (the corresponding velocity is about 0.8 cm/s). Then some instability

develops so that z–velocity component, which is not influenced by the Lorentz

force and which should be zero in laminar flow, also starts to oscillate. This

velocity component corresponds to angular in the full cylindrical geometry. LES

numerical approach gives a qualitative pattern of the flow development for sim-

plified geometry model.

The following calculations were performed with the force, which is 80% of the

rated value. The maximum flow velocity near the wall is about 7.5 cm/s in this

case (Re∼25000). The mesh was the same and the stationary k − ε solution was

selected as the initial state for the LES model. No calculations of the rest state

were performed since they need a smaller time-step to obtain solution convergence

at high force values. In the present calculations the central difference scheme for

momentum equations was applied, which is recommended for LES calculations.

The time step was the same and two minutes of the flow were computed (fig-

ure 4.6). The flow pattern at every time step is not symmetric because of the

high turbulence, but averaged flow is almost fully symmetrical. The computed

averaged flow shows a zone near the middle of the tank wall, between vortices

where flow intensity is low. The height of this zone is about 10 cm. The ve-

locity vectors change their values and direction depending on the “strength” of

interacting eddies at every time moment.

A typical Fourier’s spectrum and the correlation spectrum are shown on fig-

ure 4.7. There are several frequencies in Fourier’s spectrum, at which the energy

values are large. Autocorrelation analysis also give the basic frequencies of pulsa-

tions (for example, the basic frequency of pulsations on figure 4.7(right) is about

7 s).

Two series of calculations were made with the rated force corresponding to the

1400 A current. The time step in both calculations was 0.05 s. The only difference

was the scheme used for the momentum equation approximation: first-order up-

wind or central-difference scheme. The FFT analysis for both calculations show

that the difference in the spectra at using the first-order upwind and central differ-

ences approximation schemes is about 5-10 times at the region of low frequencies
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4.2 A simple model (box model)

Figure 4.6: Flow pattern in the middle plane (instantaneous and averaged, force

is rated and corresponds to current 1400 A).

Figure 4.7: FFT velocity and vz autocorrelation at the point near the wall between

vortices. Force is 80% of rated (central differences approximation).

(figure 4.8). Here again we have several frequencies of equal energies in the spec-

trum in the model based on the central-difference scheme (figure 4.8 right). The

one can conclude from these figures that the first-order upwind approximation of

momentum equations reduce the intensity (energy) of pulsations.

The smallest frequency we have found was about 0.025 Hz, which gives a
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4.3 Full 3D model for 570 mm filling level

Figure 4.8: FFT velocity corresponds to calculations performed with the first-

order (left) and with the central-difference scheme (right) for the momentum

equations

period of 40 s. That is why such a long calculation time is needed. This frequency

is characteristic of all the models, so it can be defined by the model geometry.

The calculated flow parameters are shown in table 4.1. The pulsation period

is of the same order as the eddy circulation period. More precise comparison is

difficult to make since different methods for calculation of averaged velocity can

be applied. The calculated averaged velocities are smaller than the equivalent

velocities from the experiments because of different model geometry. The maxi-

mum flow velocities are in the by-wall region. They are of the same order as the

measured averaged velocities at the symmetry axis.

This model gives only qualitative description of the flow. Produced velocity

patterns and turbulent spectra in general are in accordance with the experimental

in respect of structure. However, absolute values of the velocities or energies are

much smaller than in experiments and usage of this approach is very limited and

not needed since high performance computer clusters are available.

4.3 Full 3D model for 570 mm filling level

3D transient LES simulation was used to investigate turbulent flow phenomena

in ICF quantitatively. All calculations were mainly performed in commercial CFD
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4.3 Full 3D model for 570 mm filling level

packages FLUENT and ANSYS CFX. The model setup was mainly like in the

simple model (section 4.2), but several things were different. This model had full

3D cylindrical form and all solid walls had no-slip boundary conditions. No shear

stress (free-slip) boundary condition was used for the top surface of the melt.

The motion of the melt was controlled by 2D axis-symmetric electromagnetic

ANSYS model calculated Lorentz force for “standard” case of the melt-crucible-

inductor system (Exp1, figure 3.5). Because the inductor frequency is much

larger then 5 Hz, there is no need to consider oscillating nature of Lorentz forces

and tangential force component [23]. EM forces were directly transferred to every

finite volume in FLUENT by UDF during the model initialization (transfer error

is less then 1%). ANSYS CFX had forces interpolated from a text file.

FLUENT and CFX numerical grids were built in Gambit and had about

2 million elements. Typical mesh resolution in the middle zone was about 3 mm.

Solid boundary layers had refinement with the first layer 0.5 mm. High precision

second-order numerical schemes with central-difference momentum discretisation

were used for transient simulation. Time step was selected to be 0.005 s for the

full LES model. Performed LES test with larger time step ∆t = 0.01 s have shown

that the averaged results do not depend on concirn about such time step change.

Smaller time step is more convenient for spectral analysis of calculated velocities,

larger time step can be used to get fast averaged results. About 60 s of the flow

development were calculated starting from the zero velocity field. Calculations

were performed on a Linux cluster iteratively until each variable change is less

than 10−3 for a time step.

ANSYS CFX and FLUENT CFD software packages were used for LES sim-

ulation and results of the computations will be presented in parallel. Calculated

velocity patterns introduce well-developed turbulent flow consisting of different

size vortices (figures 4.9 and 4.10). The flow develops from the zero velocity field

very fast. The typical two-vortex structure presents in the flow already after

5 s of the flow development as a small turned flow in the middle of the crucible

(figures 4.9(a) and 4.10(a)). The flow velocities are already relatively high, even

above 10 cm/s, but there are still regions, where the melt is almost calm: central

parts near the crucible bottom and near the top surface.
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4.3 Full 3D model for 570 mm filling level

(a) t = 5 s (b) t = 10 s

(c) t = 50 s (d) Averaged

Figure 4.9: LES calculated flow patterns at different time moments and the

averaged flow from ANSYS CFX (simulation starts from the zero velocity).
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4.3 Full 3D model for 570 mm filling level

The typical “main” vortices also can be clearly identified at t = 10 s (fig-

ures 4.9(b) and 4.10(b)), but their shape is already disturbed by starting velocity

oscillations and already full melt volume is under the motion. All velocity compo-

nents increase and angular velocity component starts to oscillate. The calculated

flow pattern in ANSYS CFX is different from corresponding FLUENT velocity

pattern. CFX has instantaneous solution where the bottom “main” vortex is

locked near the bottom crucible corner and it is smaller comparing to the upper

vortex. The same vortices in FLUENT seems to be equivalent. Instantaneous

velocities are a little higher in CFX. Different FVM realization in CFD code and

transient nature of the flow development process can be possible reasons of these

differences, because in general all boundary and numerical conditions were the

same for both used packages.

The fully developed turbulent flow (figures 4.9(c) and 4.10(c)) has more local

vortices and its structure is completely three dimensional with intensive angular

velocity oscillations. The flow is presented by many vortices, several vortices

have considerable size, which is comparable to the size of the “main” eddies.

The maximal flow velocities are achieved near the crucible wall where permanent

upward and downward flow jets are located.

Flow averaging was performed from t = 10 s to the end of simulation. The av-

eraged patterns (figures 4.9(d) and 4.10(d)) introduce experimentally determined

two-loop flow structure. The averaged “main” flow vortices are very similar to

each other, however a little asymmetry can be noticed on the figures, which can

arise due to insufficient time of the 3D transient simulation. Maximal averaged

velocities are less than maximal instantaneous and also calculated averaged ve-

locities are 12-25% far from the experimentally determined values (figures 3.6(a)

and 3.6(c)). Here again a question about the correct PMP probe calibration in

experiments appears. In general the computational error seems to be relatively

large comparing to experimental data, LES simulations under-predict absolute

velocity values in the averaged flow, however its main advantage comparing to

half-empirical turbulence models is its ability to get more realistic heat and mass

exchange between the turbulent eddies.

Two parameter models (k − ε and k − ω) also accurately predict structure of

averaged flow, which corresponds to seen in experiments - two dominating vortices
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4.3 Full 3D model for 570 mm filling level

(a) t = 5 s (b) t = 10 s

(c) t = 50 s (d) Averaged

Figure 4.10: LES calculated flow patterns at different time moments and the

averaged flow from FLUENT (simulation starts from the zero velocity).
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4.3 Full 3D model for 570 mm filling level

with approximately equal size and intensity (lower vortex intensity is a little

larger). Smaller intensity of the upper vortex can be explained with corner effects:

inductor height is equal to the crucible filling level, but HD boundary conditions

on the top and near the bottom are different. Motion of the melt is initiated by the

azimuthal component of Lorentz force rotor: (rotfEM)z = ∂fEMz/∂r−∂fEMr/∂z.

Absolute value of axial Lorentz force component fEMz near the bottom crucible

corner is larger then near the top corner because the geometry (figure 3.5(b)) and

∂fEMz/∂r is also larger near the bottom corner of the crucible.

Axial velocity profiles at selected time moments are introduced on figure 4.11

on the vertical line r = 0.15 m and on figure 4.12 on the diameter at z = 0.285 m.

These figures show how axial velocity changes upon the time: instantaneous

flow vortices keep the basic structure of the flow, however smaller vortices are

also important for turbulent mass transport. There are local (concurrent to

the “main” eddies) vortices with characteristic scales between 0.01 ÷ 0.05 m.

The instantaneous flow is very unstable in the middle zone of the crucible (z =

0.285 m), where ∂fEMr/∂z ≈ 0. Two opposite flow jets come parallel to the

crucible wall into collision and are drown away from the wall. The axial velocity

intensity oscillates along the wall under the influence of local vortices (figure 4.11)

in the studied flow. Interchanging streams of different instantaneous axial velocity

intensities are observed. Vortices of different sizes are drawn away from the wall

to the regions of opposite averaged vortices. In this way effective impulse and

scalar (temperature, concentration) value transfer is ensured between the upper

and the lower eddy. However, the axial velocity of the averaged flow near the

wall and in the symmetry central point (r = 0, z = 0.285 m) must be close to

zero in an ideal case (vz → 0). Radial velocity of the flow has its maximal value

between the near-wall region and the symmetry point at radii z = 0.285 m.

Experimental and modeling results are compared for radius at z = 0.13 m

(lower vortex, figure 4.13). The best fit is achieved using 2D k − ω model [114],

but all models introduce results in relatively good accordance with experimental

data on the selected radii. Some difference from experimental results is observed

mainly near the symmetry axis. Calculation results for r > 0.4 m and also

near the wall fit experimental data very well, however, it was expected that
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4.3 Full 3D model for 570 mm filling level

Figure 4.11: FLUENT full 3D model calculated axial velocity vz(z) at r = 0.15 m

for different time moments.

Figure 4.12: FLUENT full 3D model calculated axial velocity vz(r) at at z =

0.285 m for different time moments.
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4.3 Full 3D model for 570 mm filling level

experimental results can suffer from the outer EM field. Full 3D LES model

results are comparable with 2D model results in FLUENT.

Figure 4.14 shows axial velocity distribution on symmetry axis for 2D models

and averaged LES models. Simple (box) LES model (section 4.2) maximal axial

velocity value is smaller then in other models because this model has rectangular

form and due to the mass conservation low flow velocity in the middle zone should

be smaller than in the near-wall region (vortex centers are closer to the crucible

walls), but the flow regime for this model is still turbulent (Re > 104). Models,

which account for axial symmetry (2D and full 3D models), have axial velocity

maximums near the crucible wall and on symmetry axis approximately in the

middle of top or bottom vortex height while the simplified geometry box model

has velocity maximum, which is closer to the diameter z = 0.285 m (figure 4.14).

Transient flow development from the zero velocity field (figure 4.15) is very

similar to calculated with the simple (box) model. The radial velocity component

grows very fast near the crucible wall at a half-height of the melt. Flow accelerates

and transition to turbulence occurs. Velocity oscillations present in the flow

already at t = 5 s, when tangential velocity fluctuations start. The low-frequency

velocity oscillations can be seen after 10 s, but their frequency seems to be lower

than in experiment.

Correlation analysis (figure 4.16(a)) does not show existence of regular velocity

fluctuations because local maximums and minimums of the velocity autocorrela-

tion are not very large, i.e. there is no linear dependence of the signal on itself

for 60 s. The same correlations were used to get power spectrum of the velocity

components (figures 4.16(b) and 4.17). All power spectrums have characteristic

wavenumber ranges (approximately 40÷ 200 m−1), which correspond to the Kol-

mogorov’s inertial subrange. Smaller wavenumbers have characteristic peaks at

interval 2 < k < 4, which fits to geometry size of the crucible and height of the

characteristic vortices.

Wavelet transformations of the calculated velocities need more input data

(longer simulation time) because in this case very large oscillation periods seems

to present in the flow. Longer simulated time allows to have better low-frequency

resolution on a wavelet charts (figures 4.18 and 4.19). Both calculated axial

velocity wavelet patterns near the crucible wall seems to have 8 s expressed period
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4.3 Full 3D model for 570 mm filling level

Figure 4.13: Axial velocity profile at z = 0.13 m.

Figure 4.14: Axial velocity profile at r = 0 (coordinate system origin is in the

symmetry point of the melt).
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4.3 Full 3D model for 570 mm filling level

Figure 4.15: Flow velocities near the crucible wall r = 150, z = 290 mm (FLU-

ENT ).

(a) axial autocorrelations, z = 290 mm (b) axial spectra r = 0, z = 290 mm

Figure 4.16: Axial velocity autocorrelations and power spectra at r = 0 (FLU-

ENT ).
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4.3 Full 3D model for 570 mm filling level

(a) FLUENT (b) CFX

Figure 4.17: Axial velocity power spectrums at r = 150 mm.

(see page 64 for description of the used wavelets). Spectra charts from CFX

(figure 4.17(b)) also seems very close to FLUENT result.

Anisotropy analysis of the flow can be performed using the results from the

numerical computation in FLUENT. CoefficientsGij,kl were selected as anisotropy

measure of the flow [70]:

Gij,kl =
〈(∂uj/∂xi)2〉
〈(∂ul/∂xk)2〉

, i, j, k, l = x, y, z (4.5)

Anisotropy coefficient calculations should be performed only with signal fluc-

tuations (averages should be removed) [92] for correct analysis. A point at the

center of the crucible (on symmetry axis between upper and lower averaged vor-

tices) has zero averaged velocity and isotropy analysis can be made directly on

velocity gradients. Example Gij,kl values are presented in table 4.2, where they

can be compared with theoretical values for isotropic turbulence [70]. Computed

coefficients shows that the turbulence in the flow is anisotropic even in the middle

of the crucible where wall effects are neglected. This anisotropy is caused by the

different preferential directions of the flow near the central point of the symmetry.

Coefficient values in other parts of the flow are even larger, so we can conclude

that isotropic laws generally can not be applied for such types of the flows.
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4.3 Full 3D model for 570 mm filling level

Figure 4.18: Wavelet transform of the near-wall axial velocity from FLUENT.

Figure 4.19: Wavelet transform of the near-wall axial velocity from CFX.
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4.4 Full 3D model for 620 mm filling level

Point Gxx,yx Gxx,zx Gxy,yy Gxz,zz Gxy,zy Gxz,yz

isotropic [70] 0.5 0.5 2 2 1 1

r = 0, z = 290 mm 6.4 24.9 1.2 1.5 4.7 1.2

Table 4.2: Relative strength of velocity gradients in different directions.

4.4 Full 3D model for 620 mm filling level

A complete 3D numerical unsteady model was also used for simulation of

the crucible with 620 mm filling of the melt under Exp 3 conditions. This

simulation was performed only in ANSYS CFX with characteristic grid size 3 mm

like in all previous simulations (the total number of elements is approximately

2 millions). 2D axis-symmetric electromagnetic ANSYS model was adapted to

include increased melt height, shortened inductor and higher inductor current

(I = 2180 A). Axial and radial EM forces were interpolated to hydrodynamic

grid from a text file (figure 4.20).

Figure 4.20: Lorentz force transferred to HD model (H = 620 mm).

High precision second-order numerical schemes with central-difference mo-

mentum discretisation were used for transient simulation. Initial velocity field
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4.4 Full 3D model for 620 mm filling level

(a) t = 5 s (b) t = 10 s

(c) t = 50 s (d) Averaged

Figure 4.21: LES calculated flow patterns at different time moments and the

averaged flow from ANSYS CFX (Exp3 conditions, simulation starts from the

zero velocity).
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4.4 Full 3D model for 620 mm filling level

was set to zeroes. Time step was selected to be 0.005 s for the full LES model

and 52 s of the flow development were calculated starting from the zero veloc-

ity field. Calculations were performed on a Linux cluster iteratively until each

variable change is less than 10−3 for a time step.

The inductor is shorter than the melt height and it is placed symmetrically in

respect to the melt. Such geometry setup reduces corner effects of the EM field.

As a result EM force is more localized in the central part of the melt and the

the flow has only geometrical limits when closing loops in the top and bottom

crucible corners. The flow also have more place to accelerate near the crucible

wall. Above mentioned effects and increased inductor current (linear inductor

current is also increased) lead to faster melt velocities and faster development of

the turbulence than it was for 570 mm (figure 4.21). The first velocity oscillations

are seen already at t = 5 s. The flow still have the typical two-vortex structure

at t = 10 s, but these vortices are already deformed by the turbulent velocity

oscillations (figure 4.21(b)). The axial large scale motion is more expressed in

the developed turbulence than radial or angular (figure 4.21(c)). The maximal

flow velocities are localized mainly near the crucible wall and can achieve 30 cm/s

in instantaneous flow and 22 cm/s or even more in averaged (figure 4.21(d)) due

to higher induced current densities and therefore Lorentz forces.

The turbulent flow develops very fast (figure 4.22) and tangential velocity

oscillations are presented in the flow almost at once after power on switching.

Radial velocity also oscillate in the vicinity of the crucible wall, but there are time

range (21 < t < 49 s) where it keeps its sign. Axial velocity starts to oscillate

at t ≈ 2 s and these oscillations have full amplitude already at t = 5 s. Axial

velocity achieves relatively large values till ±15 cm/s. Radial velocity oscillations

have the largest amplitude, which is comparable to the maximal flow velocities

in the melt ±25÷ 30 cm/s.

Fourier power spectrums in wavenumber space (figure 4.23) were created using

the same characteristic flow velocity vc = 0.095 m/s. The spectra from the near-

wall region has a little larger energy in the low-frequency region. Both spectrums

have parts, which can be approximated with the Kolmogorov’s slope E(k) k−5/3.

Wavelet transform of the axial velocity near the crucible wall (figure 4.24)

does not present low-frequency oscillations with a quasi constant period. Several
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4.4 Full 3D model for 620 mm filling level

Figure 4.22: Flow velocities near the crucible wall r = 140, z = 310 mm (CFX ).

(a) r = 0, z = 310 mm (b) r = 150, z = 310 mm

Figure 4.23: Axial velocity power spectra (CFX ).

unstable periods can be found for signal at 5 < t < 25 s: T1 ≈ 3.8 s, T2 ≈ 9.6 s

and T2 ≈ 19.2 s.
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4.5 VOF calculation of free surface deformation for 400 mm

Figure 4.24: Axial velocity wavelet transform near the crucible wall r = 150,

z = 290 mm (CFX ).

4.5 VOF calculation of free surface deformation

for 400 mm

Experiments have shown, that the flow in the ICF is more intensive if the

melt height is reduced. However, the free surface of the melt is deformed and

oscillates in this case. Metal free surfaces deformation by the strong EM field

is known for a long time and is especially actual in the TiAl or Al cold crucible

melters and levitation [115]. Therefore, numerical methods for estimating a shape

of the deformed free surface (meniscus) of the melt have been developed. The

developed methods were mainly 2D finite or boundary element with ignorance

of the melt stirring [46, 88, 93, 94]. Later 2D and 3D simulations with fluid

motion also were introduced using VOF [26, 38]. All developed methods had

good results comparing to experimentally determined meniscus shapes (usually
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4.5 VOF calculation of free surface deformation for 400 mm

by contact probes or mirrors). Selected here VOF method allows to determine

melt–air interface with influence of all incorporated phenomena, such as gravity,

EM pressure, surface tension and melt stirring.

Strong deformation of the free surface, which is noticed in experiment Exp5

(I = 2000 A, Hmelt/Hcoil ≈ 0.75), is mainly caused by the EM pressure pM =

B2/(2µ0) from the inductor. Free surface oscillations are mainly caused by the

turbulent melt motion, especially by a small turbulent vortex in the top corner of

the melt. It was decided to try 2D VOF analysis of the above problem in ANSYS

CFX. VOF method means that two-fluid model is used. The volume of the melt

can vary in each computational element from 1, which means, that this cell is

completely filled with the melt, to 0, which means that this cell is filled with air.

Interface between the air and the melt is presented by the isoline where volume

of the melt is equal to one half. The top wall of the model is left as opening with

the air fraction equal to one. This method requests larger geometry region to

model. 570 mm high cylindrical sector was selected for VOF calculations.

The problem can be solved iteratively decoupling EM and HD parts to inde-

pendent tasks because we can exclude influence of the moving conducting fluid on

the external magnetic field like before (magnetic Reynolds number is low). In this

case we can select initial approximation for the free surface shape (horizontal, not

deformed) and then calculate EM force distribution in the melt with this initial

surface (figure 4.25). After that Lorentz forces can be transferred to HD calcula-

tions and new surface shape can be estimated after 100 iterations. This iteration

limit is selected for speed up of calculations. EM calculations are performed again

for this new shape and the process loop will continue until convergence criteria is

fulfilled. Convergence criteria can be selected in two ways: 1 – HD error is below

some limit; 2 – surface change between loop steps is minimal.

This process was fully automated. ANSYS Classic and ANSYS CFX were

launched in batch mode using command files from special program, which was

also designed to process CFX results automatically. ANSYS scripts were written

for EM analysis and HD grid generation. 2D axis-symmetric steady case file with

k−ε turbulence model was created for CFX input for 100 iterations. CFX pospro-

cessing was obtained using cfx5post journal file, which produced new calculated

shape, which was later smoothed for better migration to ANSYS Classic. Grids
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4.5 VOF calculation of free surface deformation for 400 mm

Figure 4.25: Computational algorithm for free surface calculations.

for EM and HD calculations are shown accordingly on figures 4.26(a) and 4.26(b).

Typical element size for melt in EM analysis is only 2 mm. HD grid has refined

zones in the fluid-air interface region and near the crucible wall.

Two major issues are found when setup two fluid VOF in CFX. The model is

also very sensitive to mesh quality near the interface. Mesh there should be very

fine to get stable numerical solution and also it should not contain rapid element

size changes. There is an example of mesh adaptation in CFX free surface tutorial,

but it crashed CFX during our problem tests.

Simulation showed that after approximately 10 calculation loops there were no

significant changes in the interface shape. All residuals also were small enough to

except this solution. Resulting Lorentz force distribution in the melt (figure 4.27)

is very smooth without any anomalies. Force density has maximum in the corner

between the top surface and the crucible wall, which is shifted up comparing to

the inductor middle.

Simulated flow in the melt has two typical main recirculated vortices (fig-

ure 4.28). The bottom vortex is much bigger than the top vortex and character-

istic flow velocities in the bottom part are higher. Vortex interaction zone is also a

little shifted up in respect to the middle. Calculated flow velocities (figure 4.28(a))
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(a) ANSYS Classic (b) ANSYS CFX

Figure 4.26: Automatically generated grids for EM and HD analysis.

are with in 10% difference comparing to experimental data (figure 4.28(b)). The

upper vortex also seems to be a little larger than in experiment.

Calculated surface shapes (figure 4.29) are wavy even after smoothing espe-

cially near the crucible wall. They are almost equivalent for the last calculation

loops. However, experimentally measured surface has at least twice larger ∆h

comparing to calculated surfaces. Only one explanation, which can be found, is

seen on calculated velocity chart (figure 4.28(a)). There is a zone of zero flow

in the corner between the upper vortex and the crucible wall, which was never

noticed in experiments and which removing should help the surface shape better

correspond to experimental. Usually the assumption about small influence of the

flow to the meniscus shape is made for the free surface calculations under EM

field action and the same result was expected here. Such “bad” result possibly

can be explained only with mistake in the model formulation in according CFD

software.
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4.5 VOF calculation of free surface deformation for 400 mm

(a) Contours (b) Vectors

Figure 4.27: Lorentz force distribution in the melt for final shape.
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4.5 VOF calculation of free surface deformation for 400 mm

(a) Calculated (b) Measured

Figure 4.28: Calculated and measured velocity distributions in 400 mm high

Wood’s melt.

Figure 4.29: Surface shapes after calculation loops comparing to experimentally

measured.
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5 Study of particle distribution in

the ICF

5.1 Model simplifications

Particle tracking is very useful modeling technique for additional analysis of

the flow properties and mass transport estimation. Particle motion in the flow is

directly utilized in separation and coagulation processes. In this thesis particle

tracking is used to additionally investigate vortex structures and to find zones

of particle preferential concentration depending on acting forces and different

boundary conditions.

Generally this simulation is intended to particle EM separation process, which

can be used to remove impurities from the melt or to accumulate certain particles

near the working boundary of a final product. This method is very promising,

but is often limited by other acting forces (fluid drag, lift force). Theoretical

background for EM separation was established in [47]. Later the movement of a

spherical particle in a gradient force field was discussed in [105] and a stronger

interaction was found [104]. However, most work are based on equation (2.82)

from [47]. Works Takahashi and Taniguchi [97] and Y. Kanno and Yoshikawa

[116] can be mentioned as examples of successful EM separation experiments

of non-metallic particles in conducting melt, in which a particle accumulation

layer is comparable to the EM skin layer thickness δ =

√
2

µ0σω
, where µ0 =

4π · 10−7 H/m is the magnetic constant and ω = 2πf is the frequency. However,

the size of inclusion particles in this works is about 20 µm and negative role of the

flow, which disturbs separation can be increased due to small particle relaxation

time. Therefore, Kanno Y. Kanno and Yoshikawa [116] propose an intermittent
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5.1 Model simplifications

imposition of the separation magnetic field to enhance the effect. The particle

movements in the fluid are also influenced by the presence of a solid boundary.

Detailed analysis of particle behavior near the wall can be found in a recent

work [87], which accounts for the particle translation and also rotation.

The calculations of particle trajectories and concentrations were performed

using Lagrangian approach integrating equation (2.75) after fluid flow is known

at each time step with several assumptions made:

• particle-particle interaction is negligible,

• all particles are rigid spheres,

• particles do not affect the structure and velocities of the flow.

The latest statement can be wrong for turbulence study because it is shown

that particles introduce non-uniform distortion of turbulent energy spectra E(k),

which increases in small scales [55].

In other words one-way fluid-particle coupling was applied with a point-

volume particle representation. The first of the above considerations is true if

the next relation is valid ([53]):

Nd2
p

LH
√

(γ2 + 1)
� 1, (5.1)

where N is the total number of the particles in the fluid volume V = πR2H,

γ = vterm/v
′
f,rms is the ratio of the particle terminal velocity to the R.M.S. velocity

of turbulent pulsations. The particle terminal velocity under the influence of

buoyancy and drag force can be expressed as:

vterm =

√
4gdp
3Cd

ρp − ρ
ρ

, (5.2)

where Cd is the drag coefficient. For the Stokes flow the above equation simplifies

to vterm =
gd2p
18ν

ρp−ρ
ρ

. Taking the extremal parameter values for N ≈ 3 · 104,

dp = 10−3 m, L = R = 0.158 m and H = 0.57 m the left side ratio of expression

(5.1) is below one.
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5.2 Numerical setup

The particle volume fraction εp = NVp/V = Nd3
p/(6R

2H) ≈ 3.5 · 10−4, which

is much less than 1, is another criteria for estimation of particle-particle interac-

tion. The numerical and experimental results show, that particle spacing exceed-

ing 5dp have only secondary effects with respect to fluid dynamics forces and for

negligible particle-particle interactions. Therefore, the next restrictive relation is

applied εp < 0.001, which also is satisfied in this work.

The last made assumption also has a validity criteria ([53]), which is mean

flow momentum-coupling parameter:

ΠL = εp

gL

∣∣∣∣ρpρ
∣∣∣∣

U2
(5.3)

For our simulation and homogeneous particle distribution ΠL ≈ 0.05 � 1,

hence, particle coupling on the mean flow is also be neglected.

The mentioned criteria possibly can not be accomplished in the zones of larger

particle concentration. In this case the total number of particles and/or their

diameter can be reduced.

The simulation of particle deposition in the induction crucible furnace is also

simplified in respect to Saffman shear lift force (2.84), which intend to pull par-

ticles away from the boundary wall due to logarithmic velocity profile near the

solid boundary, however, it is planned to introduce this force to the model in

further calculations.

5.2 Numerical setup

Particle tracing was performed in the commercial CFD package FLUENT us-

ing ICF model (section 4.3). There are used two ways to introduce particles into

the flow: single particle injection and surface injection. For the first case indi-

vidual injection must be created for each particle. Therefore, particles can have

different initial coordinates and velocities, injection time and physical properties

(density and diameters). The injected particles can be marked with a little dif-

ferent density and can be distinguished at each time step, so particle trajectories

can be easily reconstructed. The later method can be used to put large amount of
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5.3 Modeling results for particles without EM interaction

particles to the flow. All particles will have the same physical properties. Their

initial positions are determined by the position of initial injection plane and nu-

merical mesh because particles are placed into each grid element in the plane

at zero time moment. This does not distinguish separate tracks, but produces

results for transient particle distribution statistics.

Single injections were placed at a central axis point, which is close to the

top free surface of the melt. Surface injections of 1 mm particles (dp = 1 mm)

were placed on two orthogonal meridian planes (x = 0 and y = 0 in Cartesian

coordinates). All particles (table 5.1) were injected at t = 0 (i.e. at the start of

transient simulation) and about 60 s of the flow were computed.

Table 5.1: Physical properties of the particles.

Parameter Symbol Units Value

Diameter dp mm from 0.02 to 1.0

Density ρp kg/m3 8545, 9400, 10340

Electrical conductivity σp 1/(Ω·m) 0.0 or σ

Number of injected particles N 1, ≈ 3 · 104

Stokes number St from 3 · 10−5 to 0.09

Particle Reynolds number Rep < 200

In most simulations the difference between the particle and fluid densities was

1.1 times. The Stokes number for all 1 mm large particles is close to 0.08 with

small variations depending on density.

5.3 Modeling results for particles without EM

interaction

5.3.1 Particle density is equal to the fluid’s density

The absence of the EM interaction means that σp = σ. Buoyancy is also

excluded if particle and fluid densities are equal. In this case particle motion is
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5.3 Modeling results for particles without EM interaction

determined mainly by the fluid drag and top and bottom directions are equivalent

for the particles.

Initially injected particles form cross-like figure on the top view (figure 5.1(a)).

Particles are distributed uniformly on the surfaces y = 0 and x = 0 in the central

part of the melt. The initial particle distribution density is higher in the boundary

region near the side crucible wall because mesh is finer there. A homogenization

of particle concentration occurs (figures 5.1(b) and 5.1(c)) during the transition

from k − ε solution to fully developed transient LES flow and approximately

after 10 seconds the initial angular distribution of the injected particles is fully

eliminated, i.e. the angular particle concentration inside the melt is homogenized.

The initial flow structure computed by k−ε model is very close to the averaged

LES solution (figure 4.10(d)). There is no angular velocity component in a fully

converged k − ε solution. 3D transient simulation introduces angular turbulent

oscillations of the flow velocity and the particle concentration equalizes over the

angle. The percent numbers in the chart captions and on the right side of each

chart represent a relative number of particles in the layer and a relative number

of particles over the height respectively.

Changes in particle concentration can also be observed selecting thin boundary

layer near the crucible wall and expanding this cylindrical layer over the angle

(figure 5.2). Angular and height distributions of the particles are easily catched

with this projection.

The initial particle distribution forms four vertical stripes in the chosen angle-

height plane. This is illustrated on figure 5.2(a), which corresponds to t = 2 s

and where these stripes are already disturbed a little by the angular flow per-

turbations. Flow perturbations start especially in the middle, but also in the

top and in the bottom parts of the crucible, where the melt flow is forced to

change its direction by the geometry. The middle zone of the near-wall boundary

is also characterized by the presence of relatively large scale vortices (5÷ 10 cm),

which are created by interaction of two near-wall jets coming from the opposite

directions. The flow breaks here and changes its direction towards the center of

the crucible and therefore this near wall region has much smaller average velocity

magnitudes. Thus, these large scale vortices are collinear to the wall and can

accumulate particles inside, forming particle clusters. As a result, a zone of a
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5.3 Modeling results for particles without EM interaction

(a) t = 0.05 s (b) t = 2.0 s

(c) t = 5.0 s (d) t = 10.0 s

Figure 5.1: Particle positions in the flow at different time moments, ρp = ρ =

9400 kg/m3. View from the top through the full crucible. Time is calculated from

the particle injection. Particle tracking is performed starting from k− ε solution.

slightly larger concentration can be located between the main vortices at a later

time (figure 5.2(b)), while the particle distribution over the height and over the

angle in other parts of the layer is more or less uniform. The presence of large

scale vortices is also determined by free-slip boundary conditions which reduce

shear stresses in the near-wall region.
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5.3 Modeling results for particles without EM interaction

(a) t = 2.0 s

(b) t = 10.0 s

Figure 5.2: Angular particle distribution in 4 mm thick layer near the side crucible

wall, ρp = ρ = 9400 kg/m3. View from the outside of the crucible. Particle

tracking is performed starting from k − ε solution.

A particle volume fraction εp =
NVp
V

maps can be studied to get more quan-

titative data for analysis. These maps (figures 5.3 and 5.4) represent evolution

of the local particle volume fraction in time over the radial distance and angle

accordingly (data from the full crucible are taken into account in this case).
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5.3 Modeling results for particles without EM interaction

The volume fraction peaks at t = 0 represent initial particle distribution.

These peaks disappear due to angular velocity oscillations, when the flow de-

velops in time. For radial distance – time chart (figure 5.3) the largest peak is

connected with the uncertainty 1/r at r = 0. Initially there is a smaller local

fraction maximum near the crucible wall, where the mesh is refined. The particle

distribution becomes almost uniform (except the layer near the side boundary)

and quasi-stationary after approximately 10 s of the real time.

Angular particle distribution (figure 5.4) does not have a preferred direction

for σp = σ and ρp = ρ. The volume fraction peaks are visible again only during

the transition. Homogenization of the particle distribution over the angle takes

roughly the same 10 s.

This homogenization time of the flow is an important parameter for many

industrial processes and its reduction sometimes is needed. The test with injection

of the same configuration particles (injected particle count, initial positions and

particle physical properties) was performed for fully developed turbulent flow.

Simulation showed, that the particle concentration homogenization time is shorter

by a factor of two (≈ 5 s) in the fully developed turbulent flow (figure 5.5) than

in the transitional flow from k − ε solution. Here the angular disturbance of the

particles can be noticed almost at once after their injection. The homogenization

time can be compared to the turnover period of the main flow eddy, which is

about 6 ÷ 7 s for 0.1 m/s average flow velocity. The minimal homogenization

time is smaller, but several turnover periods are needed for perfect mixing of the

particles.

5.3.2 Particle density is 1.1 times the fluid’s density

Numerical setup of the model was the same as in the previous subsection, only

the density of the particles was changed to ρp = 1.1 · ρ = 10340 kg/m3. Hence,

in normal situation in steady fluid the particles should be drawn with the Stokes

velocity US ≈ 13 cm/s, which gives the drawing time to be about 4.4 s.

Higher particle density has changed distribution of the particles in the 4 mm

near wall region, where the particles are concentrated now mainly in the middle

and the bottom parts of the layer (figure 5.6). Particle accumulation in these
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5.3 Modeling results for particles without EM interaction

Figure 5.3: Surface map of particle volume fraction εp = εp(r, t), ρp = ρ =

9400 kg/m3. The maximal volume fraction value is limited for better readability.

Figure 5.4: Surface map of particle volume fraction εp = εp(angle, t), ρp = ρ =

9400 kg/m3. The maximal volume fraction value is limited for better readability.
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5.3 Modeling results for particles without EM interaction

(a) t = 1.0 s (b) t = 5.0 s

Figure 5.5: Particle positions in the flow, when injection is performed into the

developed turbulent flow, ρp = ρ = 9400 kg/m3. View from the top.

parts of the crucible is also noticed in industrial ceramic crucibles, where oxide

slag sediments are observed. Such particles distribution in the melt is developed

during the first 10 s and almost does not vary over the time later. Particles in

the bottom part near the wall move together with the melt upward and their

trajectories are close to vertical lines. Particles in the middle are affected by the

smaller vortices, which form round particle clusters, and can influence particle

distribution over the angle. Such particle clustering can lead to more complicated

mathematical models, which should include particle – particle interaction.

Disappearing of the particles from the top part of the near-wall region can

be explained by the forces, which are acting on particles. If the particle density

is higher then a particle has a tendency to drown, which corresponds to the

downward flow on the symmetry axis in the bottom half of the crucible. The

melt flow tries to drag the particle upward near the symmetry axis in the top

part of the crucible. Therefore, if the particle is placed near the crucible middle

than its probability to flow up is smaller than to drown down. If the particle

is near the crucible top, it is directed to the side boundary by the flow and
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5.3 Modeling results for particles without EM interaction

(a) t = 2.0 s, r = 156± 2 mm

(b) t = 30.0 s, r = 156± 2 mm

(c) t = 30.0 s, r = 100± 2 mm

Figure 5.6: Angular particle distribution in 4 mm thick layer near the side crucible

wall and inside the melt, ρp = 1.1ρ = 10340 kg/m3. View from the outside of the

crucible. Particle tracking is performed starting from k − ε solution.
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5.4 Summary on σ = σp calculations

goes down at a first chance due to gravity and flow direction. In the bottom

part particle goes up only when they are constrained by the geometry and large

drag. This hypothesis possibly is confirmed by the particle distribution inside the

melt (figure 5.6(c)), where the particles are placed much more uniformly over the

height comparing to the near-wall region.

Homogenization of the angular particle concentration takes roughly the same

time as it was for ρp = ρ.

Volume fraction charts are given later in a section 5.4.

5.3.3 Particle density is 1.1 times less then the fluid’s den-

sity

Modeling results in this case are contrary to the results, which were discussed

in the previous subsection. Particles are lighter and try to flow upward at the

first possibility (figure 5.7). Their concentration in the side boundary layer is a

little smaller comparing to the previous case at t = 30 s, but it is still growing.

Particle distribution is more homogenous in the interior of the melt.

The top (melt surface) and the middle near-wall zones are prospective for the

sediment accumulation, which is similar to the previous case, where ρp > ρ.

5.4 Summary on σ = σp calculations

Presented results demonstrate several tendencies, which are characteristic to

the studied particle laden flow. First of all the preferred particle concentration

changes dramatically in the side boundary region depending on the particle den-

sity for equal sizes and conductivity σ = σp. Near-wall concentration of the

particles is more expressed if ρp 6= ρ. Corresponding particle accumulation region

for σ = σp is smaller then the EM skin depth thickness δ = 18 mm.

Particle behavior in the whole melt is also determined by its velocity (fig-

ure 5.8). If the particle density and fluid density are not equal, then the local

Rep can achieve values up to 200. Therefore, the drag term in the equation (2.75)

becomes determinative for the particle motion.
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5.4 Summary on σ = σp calculations

(a) t = 2.0 s, r = 156± 2 mm

(b) t = 30.0 s, r = 156± 2 mm

(c) t = 30.0 s, r = 100± 2 mm

Figure 5.7: Angular particle distribution in 4 mm thick layer near the side crucible

wall and inside the melt, ρp = 0.9ρ = 8545 kg/m3. View from the outside of the

crucible. Particle tracking is performed starting from k − ε solution, free-shear

boundary conditions.
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5.4 Summary on σ = σp calculations

(a) ρp = 8545 kg/m3 (b) ρp = 10340 kg/m3

Figure 5.8: Particle velocity pattern (m/s) in 6 mm thin meridional layer for

ρp = 8545 kg/m3 and ρp = 10340 kg/m3.

If ρp < ρ, then the velocities of the particles in downward flow can be several

times smaller than in the upward flow (figure 5.8(a)) and large count of particles

is placed on the top free surface, but the crucible bottom is free from the particles.

The velocity magnitude of the heavier particles in the central region is a little

higher (figure 5.8(b)), because the downward flow direction and gravity direction

are the same near the symmetry axis in the bottom part of the crucible.

Evolution of the particle volume fraction in time (figure 5.9) presents its fast

homogenization (t < 10 s) in the interior of the melt, while the initial particle

concentration near the crucible wall increases only if ρp 6= ρ. Initial peaks in

the particle volume fraction are connected to the transfer of the large number

of boundary particles to the middle part of the boundary region after the model

release at t = 0. Later these peaks becomes less explicit and the volume fraction

tends to its saturation. However, during the flow transition the particle concen-

tration can have strong oscillations in the near-wall region (e.g. figure 5.9(e)),
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5.4 Summary on σ = σp calculations

(a) ρp = 0.9ρ = 8545 kg/m3, r is fixed (b) ρp = 0.9ρ = 8545 kg/m3, t is fixed

(c) ρp = ρ = 9400 kg/m3, r is fixed (d) ρp = ρ = 9400 kg/m3, t is fixed

(e) ρp = 1.1ρ = 10340 kg/m3, r is fixed (f) ρp = 1.1ρ = 10340 kg/m3, t is fixed

Figure 5.9: Particle volume fraction εp evolution in time at different radiuses

(left) and at different time moments (right), σp = σ.
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5.4 Summary on σ = σp calculations

which period is comparable to the averaged eddy turn-over period.

5.4.1 Influence of the free-slip boundary condition

All above mentioned results are produced from the flow model with free-slip

boundary condition on the side walls, which has small practical interest for the

real world. Therefore, the question about the influence of the free-slip boundary

conditions arises and the particles with ρp = 0.9 · ρ = 8545 kg/m3 were selected

for the test study. The closest to the side wall element of the boundary region

was additionally refined for more accurate resolution of the viscous sublayer.

The boundary conditions on the side wall of the crucible were only changed

to no-slip in this simulation, while all other model parameters were left intact.

Particle behavior at once after the injection (figure 5.10(a)) is very similar to

free-slip cases. The stripes of the initial particle distribution are still seen as

usual at t = 2 s and some angular deposition already is seen. The higher relative

accumulation of the particles in the boundary layer at initial is caused by the

larger number of elements in the boundary layer.

The particle distribution in the developed flow (figures 5.10(b) and 5.10(c))

introduces much higher accumulation of the particles in the near-wall region than

it was for the free-slip boundary conditions. Almost half of the all particles is

accumulated near the crucible boundary just after 30 s of the flow development.

Particle clustering also occurs, but it is shifted to approximately 3/4 height of

the melt and these clusters are not round, but more elongated in z direction,

which is explained with the absence of angular velocity component near the wall.

These elongated clusters are not longer than 1/4 of the melt height, and particles

mostly are accumulated here. Middle part of the near-wall region is almost free

from particles also like the bottom. From the other side there are still some

particles inside the melt with relatively homogeneous distribution.

Formation of stripe particle clusters in the top part of the crucible can be ex-

plained by the fact, that with no-slip boundary condition the downward flow has

smaller velocity near the wall and lighter particles tend to rise without angular

velocity oscillations. The second possible reason is the model start from k− ε so-

lution where angular velocity is near zero and particles initially get acceleration

115



5.4 Summary on σ = σp calculations

(a) t = 2.0 s, r = 156± 2 mm

(b) t = 30.0 s, r = 156± 2 mm

(c) t = 30.0 s, r = 100± 2 mm

Figure 5.10: Angular particle distribution in 4 mm thick layer near the side

crucible wall and inside the melt, ρp = 0.9ρ = 8545 kg/m3. View from the outside

of the crucible. Particle tracking is performed starting from k − ε solution.
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5.4 Summary on σ = σp calculations

Figure 5.11: Surface map of particle volume fraction εp = εp(r, t), ρp = ρ =

8545 kg/m3 with no-slip boundary conditions. The maximal volume fraction

value is limited for better readability.

Figure 5.12: Surface map of particle volume fraction εp = εp(angle, t), ρp =

ρ = 8545 kg/m3 with no-slip boundary conditions. The maximal volume fraction

value is limited for better readability.
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5.4 Summary on σ = σp calculations

only from axial and radial flow velocity components. The particle concentration

near the wall grows also because small velocity of the flow can not take particles

away to the inner crucible region effectively.

The particle volume fraction charts clearly show these effects: a lot of particles

are accumulated in the near wall region (figure 5.11) and their concentration there

seems to be still growing. Vertically oriented particle clusters introduce angular

inhomogeneity to the particle concentration distribution (figure 5.12) showing

stripes with large number of particles which distribution only slightly changes in

time.

5.4.2 Separate tracks

Nine particles with different densities (ρp = 8545, 9400, 10340 kg/m3) and

sizes (dp = 0.02, 0.2, 1 mm) were injected to the Wood’s metal at t = 0 at one

point near the top surface. Corresponding Stokes numbers varies form 3 · 10−5 to

approximately 0.08 (table 5.2). The particle trajectories are strongly affected by

g and the fluid drag.

For small particle size (dp = 0.02 mm (figure 5.13) and respectively small

Stokes numbers density role is neglected. Both “light” and “heavy” particles are

freely moving between the top and bottom crucible parts and are staying near

the boundary wall for a very short time.

If dp becomes larger, then density role increases (figure 5.14) and several

interesting effects can be noticed. If ρp 6= ρ then the particle can be entrapped

in the top half of the crucible (figure 5.14(a)) or in the near-wall region for

a considerable time (figure 5.14(c)). This is noticed mainly for particles with

large sizes dp = 1 mm and is repeated in several computational runs. Near-wall

entrapping can be explained by the particle catching by sufficiently large vortices

(l ∼ 10 cm), which are formed at the middle height of the melt when the opposite

flows collapse. These vortices can stay alive up to 5÷ 10 seconds and the author

think them to be between reasons of the experimentally noticed low-frequency

velocity oscillations.

The distance, which is passed during 60 s by the separate particles is 5.0 ±
0.5 m, which corresponds to 8.3 cm/s average particle velocity. This distance
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5.4 Summary on σ = σp calculations

(a) ρp = 0.9ρ =

8545 kg/m3, dp = 0.02 mm

(b) ρp = ρ = 9400 kg/m3,

dp = 0.02 mm

(c) ρp = 1.1ρ =

10340 kg/m3,

dp = 0.02 mm

Figure 5.13: dp = 0.02 mm particle tracks, which are injected from the top at

t=0 after k − ε solution. Track length corresponds to 60 s.

(a) ρp = 0.9ρ =

8545 kg/m3, dp = 1 mm

(b) ρp = ρ = 9400 kg/m3,

dp = 1 mm

(c) ρp = 1.1ρ =

10340 kg/m3, dp = 1 mm

Figure 5.14: dp = 1 mm particle tracks, which are injected from the top at t=0

after k − ε solution. Track length corresponds to 60 s.
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5.4 Summary on σ = σp calculations

Table 5.2: Separate particle track parameters after 60 s of the flow.

Nr. Density, Diameter, St Track Average Points

kg/m3 mm length, m velocity, cm/s in bottom

1 8545 0.02 2.9 · 10−5 4.58 7.6 72.1%

2 9400 3.1 · 10−5 4.94 8.2 76.5%

3 10340 3.5 · 10−5 5.20 8.7 57.6%

4 8545 0.20 2.9 · 10−3 5.22 8.7 49.5%

5 9400 3.1 · 10−3 4.82 8.0 66.1%

6 10340 3.5 · 10−3 5.31 8.9 93.2%

7 8545 1.00 7.2 · 10−2 4.89 8.2 25.8%

8 9400 7.9 · 10−2 5.00 8.3 83.0%

9 10340 8.7 · 10−2 4.91 8.2 73.4%

depends on the particle path in the fluid, which is theoretically defined by the

Stokes number. However the presented results do not show such clear dependence

(table 5.2) without the influence of EM forces on the particles. Comparing aver-

aged particle velocities (table 5.2) one can say, that the entrapped large particles

have the lowest average velocity, which can be 30% less than average velocity of

the flow.

The time of particle separation after the injection depends on the particle

size. “Heavy” 1 mm particle tries to go down after the injection and notices

the opposite flow drag after some distance from the injection point, i.e. closer to

the crucible bottom. The distance, when particles of equal sizes are separated

depends again on the Stokes number. For small St particles can go together for

a relatively long time (for 0.02 mm particles this time is larger than 5 s). For

larger St all the particles are separated immediately.

These results should be taken into account very carefully, because they rep-

resent the behavior of separate particles and does not have statistical certainty.
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5.5 Modeling results for particles with EM interaction

5.5 Modeling results for particles with EM in-

teraction

5.5.1 Particle density is less than the fluid’s density (free-

slip boundary conditions on the side crucible walls)

EM field influence on the preferential particle concentration should be ex-

pressed as additional particle accumulation in the boundary region, which thick-

ness is comparable to appropriate skin-depth (3.3). A special function was imple-

mented in FLUENT to take into account EM influence (2.82) for particles. These

models were implemented only for particle clouds where ρp = 8545 kg/m3 < ρ.

The first studied case for particles, which electrical conductivity is zero (σp = 0),

also had free-slip boundary conditions on the side crucible wall. All model param-

eters and model initial conditions were exactly like in simulations without EM

influence on the particles. Only the closest to the wall layer of the computational

grid was adapted by FLUENT for better resolution of logarithmic velocity profile

near the wall.

Free-slip boundary conditions mean that vortices of considerable scale can be

created in the middle of near wall region and as it was shown previously the

large particles can be entrapped there forming particle clusters (in this way the

influence of buoyancy is decreased). The presence of EM field increases particle

concentration near the wall dramatically for large particles (figure 5.15). The

particle concentration in the thin near-wall region is growing all the time and it is

already about 70% after 5 s of the flow development. Particles just do not go inside

the melt together with the flow in the middle. They are staying approximately in

the half height of the melt forming almost straight large concentration line, but

this straight line breaks and goes a little up after several more seconds. Particle

concentration becomes greater than 90% after 30 s of the flow and it is difficult

to say that it will not increase in the future. There are more particles going to

the middle from the top part of the crucible than from the bottom. Entrapped

particles are moving but with very low velocities.
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5.5 Modeling results for particles with EM interaction

(a) t = 5.0 s, r = 156± 2 mm

(b) t = 10.0 s, r = 156± 2 mm

(c) t = 30.0 s, r = 156± 2 mm

Figure 5.15: Angular particle distribution with EM interaction in 4 mm thick

layer near the side crucible wall with free-shear boundary conditions, ρp = 0.9ρ =

8545 kg/m3. View from the outside of the crucible. Particle tracking is performed

starting from k − ε solution.
122



5.5 Modeling results for particles with EM interaction

Figure 5.16: Surface map of particle volume fraction εp = εp(r, t), ρp = ρ =

8545 kg/m3.

Figure 5.17: Surface map of particle volume fraction εp = εp(angle, t), ρp = ρ =

8545 kg/m3.
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5.5 Modeling results for particles with EM interaction

Surface charts of particle concentration introduce very homogeneous particle

distribution inside the melt, which is very small (figure 5.16). From the other

side, particle distribution near the crucible wall starts to grow immediately after

particle release and reaches some constant value after 25 s. Three regions can be

detected on this figure:

1. Fast particle volume fraction growing region,
∂εp
∂t
≈ 5000 s−1. The particles

initially have zero velocities and if they feel EM field, then they are attracted

to the wall. Initially there are more particle placed closer to the wall due

to problem setup. Fluid motion also brings particle to the near-wall region

from the top and bottom parts of the crucible, clustering starts;

2. Moderate particle volume fraction growing region,
∂εp
∂t
≈ 1300 s−1. The

particles, which were deeper inside the melt are catched by the EM force in

the near-wall region;

3. Constant particle volume fraction,
∂εp
∂t
≈ 0. Only separate particle are

moving inside the melt, while all other particles are concentrated in the

near-wall region. The melt has relatively high velocities near the wall be-

cause is not influenced by the boundary shear and sometimes can take away

single particles.

The distribution of the particle volume fraction over the angle is not homoge-

neous (figure 5.17). Particle angular distribution is disturbed, but initial particle

volume fraction structures and zones with higher particle concentration can be

noticed. Almost all particles are in the side wall boundary region and therefore

the peaks in angular distribution of the volume fraction are caused mainly by the

wall collinear vortices with entrapped particles.

5.5.2 Particle density is less than the fluid’s density (no-

slip boundary conditions on the side crucible walls)

Here only boundary conditions were changed to no-slip comparing with the

former problem setup. Particle conductivity was set to zero again.
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5.5 Modeling results for particles with EM interaction

Initially particles distribution over the height is homogeneous, but the particle

count near the top surface becomes larger after several seconds from simulation

start (figure 5.18(a)). Angular homogenization of the particle concentration also

starts, but with less intensity comparing to the previous results for free-slip side

boundary conditions. Angular concentration changes depending on the particle

position, i.e. there are height regions where particles distribution is presented by

clear vertical stripes, but also there are regions where particle angular distribution

is more spread. The formation of the characteristic wall-collinear vortices in the

middle zone is decreased and particle clustering here is minimal. There are no

particles near the wall at the bottom of the melt.

Angular concentration becomes more equalized at the free surface and bottom

half of the crucible, while here are vertical clusters of particles at the top half

after 10 s of the flow (figure 5.18(b)). The zone of the highest particle concentra-

tion is shifted approximately to 75% height of the melt filling level and particle

accumulation here runs very intensively because almost 90% of all particles are

already in the layer. Particle accumulation continue to grow up and is very close

to 100% after 30 s (figure 5.18(c)). Here almost all particles are concentrated

in thin about 100 mm high near-wall region forming mainly vertically oriented

clusters and keeping angular anisotropy of the particle volume fraction.

The dependence of the particle volume fraction on the radial coordinate and

time εp = εp(r, t) (figure 5.19) is very similar to the case with free-slip boundary

conditions and the same zones with approximately the same particle accumula-

tion rates can be found. Here only the borders between zones are more rounded.

Angular dependence (figure 5.20) introduces large anisotropy to the particle vol-

ume fraction distribution and several preferential angles of particle concentration

can be noticed. Initial angular concentration peaks are decreased anywhere as

usual after simulation starts, but particle volume fraction grows faster for one

angular direction approximately after t = 20 s of the flow development. It is

seen, that particles can change their angular position, but the reason why they

go to the other selected angle keeping the zones of significantly higher angular

concentration is not clear. Possibly separate particles can be affected and arrested

by the vertically shaped particle clusters. Particles can be accumulated in the

near-wall region by the EM forces, but their concentration is not homogeneous
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5.5 Modeling results for particles with EM interaction

(a) t = 5.0 s, r = 156± 2 mm

(b) t = 10.0 s, r = 156± 2 mm

(c) t = 30.0 s, r = 156± 2 mm

Figure 5.18: Angular particle distribution with EM interaction in 4 mm thick

layer near the side crucible wall with no-slip boundary conditions, ρp = 0.9ρ =

8545 kg/m3. View from the outside of the crucible. Particle tracking is performed

starting from k − ε solution.
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Figure 5.19: Surface map of particle volume fraction εp = εp(r, t), ρp = 0.9ρ =

8545 kg/m3.

Figure 5.20: Surface map of particle volume fraction εp = εp(angle, t), ρp =

0.9ρ = 8545 kg/m3.
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5.5 Modeling results for particles with EM interaction

over the height and over the angle in this case. Such situation in a real life should

be very seldom because the particles have a finite dimensions and therefore they

will have more spread distribution in the near wall region both in angle and radial

distance.

5.5.3 Separate tracks with EM field interaction

Lagrangian particle tracing of several sets of the inertial particles of different

masses was performed under the influence of EM field for different boundary

conditions and σp/σ ratios (table 5.3) like in the previous calculations. Three

sizes and three characteristic densities were selected for separate particles as usual,

which gave nine possible trajectory variations for each simulation. Forty seconds

of the flow were computed starting from k − ε solution.

Table 5.3: Parameters of the particle trajectories (total
flow time is 40 s).

Model Density, dp, Vp, St Nbot, Track Average
setup kg/m3 m m3 % len., m vel., m/s

8545 1·10−3 5.24·10−10 7.15·10−2 35.6 3.18 0.079
8545 2·10−4 4.19·10−12 2.86·10−3 0.0 2.62 0.066
8545 2·10−5 4.19·10−15 2.86·10−5 68.4 3.35 0.084

free-slip 9400 1·10−3 5.24·10−10 7.87·10−2 50.4 3.88 0.097
σp = 0 9400 2·10−4 4.19·10−12 3.15·10−3 6.5 2.98 0.075

9400 2·10−5 4.19·10−15 3.15·10−5 78.9 2.67 0.067
10340 1·10−3 5.24·10−10 8.66·10−2 26.3 2.91 0.073
10340 2·10−4 4.19·10−12 3.46·10−3 59.3 3.36 0.084
10340 2·10−5 4.19·10−15 3.46·10−5 70.4 3.02 0.075
8545 1·10−3 5.24·10−10 7.15·10−2 0 0.91 0.023
8545 2·10−4 4.19·10−12 2.86·10−3 0 0.63 0.016
8545 2·10−5 4.19·10−15 2.86·10−5 44,3 3.00 0.075

no-slip 9400 1·10−3 5.24·10−10 7.87·10−2 15.9 0.95 0.024
σp = 0 9400 2·10−4 4.19·10−12 3.15·10−3 4.7 0.64 0.016

9400 2·10−5 4.19·10−15 3.15·10−5 76.7 2.93 0.073
10340 1·10−3 5.24·10−10 8.66·10−2 63.2 1.15 0.029
10340 2·10−4 4.19·10−12 3.46·10−3 64.4 2.45 0.061

Continued on next page...
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5.5 Modeling results for particles with EM interaction

Model Density, dp, Vp, St Nbot, Track Average
setup kg/m3 m m3 % len., m vel., m/s

10340 2·10−5 4.19·10−15 3.46·10−5 51 3.01 0.075
8545 1·10−3 5.24·10−10 7.15·10−2 18.0 3.45 0.086
8545 2·10−4 4.19·10−12 2.86·10−3 38.1 3.05 0.076
8545 2·10−5 4.19·10−15 2.86·10−5 29.2 3.10 0.078

no-slip 9400 1·10−3 5.24·10−10 7.87·10−2 51.8 3.01 0.075
σp = σ 9400 2·10−4 4.19·10−12 3.15·10−3 52.2 0.91 0.023

9400 2·10−5 4.19·10−15 3.15·10−5 82.9 2.27 0.057
10340 1·10−3 5.24·10−10 8.66·10−2 50.3 1.20 0.030
10340 2·10−4 4.19·10−12 3.46·10−3 59.4 2.65 0.066
10340 2·10−5 4.19·10−15 3.46·10−5 18.8 2.00 0.050
8545 1·10−3 5.24·10−10 7.15·10−2 0 0.92 0.023
8545 2·10−4 4.19·10−12 2.86·10−3 60.0 1.88 0.047
8545 2·10−5 4.19·10−15 2.86·10−5 77.3 4.15 0.104

no-slip 9400 1·10−3 5.24·10−10 7.87·10−2 20.4 0.97 0.024
σp = 0.5σ 9400 2·10−4 4.19·10−12 3.15·10−3 5.9 0.67 0.017

9400 2·10−5 4.19·10−15 3.15·10−5 48.1 3.22 0.081
10340 1·10−3 5.24·10−10 8.66·10−2 55.6 1.39 0.035
10340 2·10−4 4.19·10−12 3.46·10−3 32.3 0.71 0.018
10340 2·10−5 4.19·10−15 3.46·10−5 33.3 3.04 0.076

No-slip boundary conditions have small influence on the particle accumulation

near the wall (figure 5.21) and particle behavior is similar to the case with the

free-slip boundary even for the largest particles. However, particle trajectories

are less angular dispersion with the no-slip boundary conditions. The particles

also can be catched near the boundary.

EM force influences particles if σp 6= σ and traps them near the crucible

boundary almost immediately after their release (figure 5.22). It also can be seen

from table 5.3, where almost all particles with the sizes 0.2 and 2 mm have very

low velocities in the presence of EM interaction. No-slip boundary conditions is

the second factor, which reduces average particle velocity in the melt. With zero

shear on the boundary angular flow intensity is larger and particles can move

in tangential direction near the wall together with the flow eddies forming long

tracks with larger trajectory loops (figure 5.23(a)). No-slip boundary conditions
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5.5 Modeling results for particles with EM interaction

(a) ρp = 0.9ρ =

8545 kg/m3, dp = 1 mm

(b) ρp = ρ = 9400 kg/m3,

dp = 1 mm

(c) ρp = 1.1ρ =

10340 kg/m3, dp = 1 mm

Figure 5.21: dp = 1 mm particle tracks, which are injected from the top at

t=0 after k − ε solution. Track length corresponds to 40 s. No-slip boundary

conditions with σp = σ.

(a) ρp = 0.9ρ =

8545 kg/m3, dp = 1 mm

(b) ρp = ρ = 9400 kg/m3,

dp = 1 mm

(c) ρp = 1.1ρ =

10340 kg/m3, dp = 1 mm

Figure 5.22: dp = 1 mm particle tracks, which are injected from the top at

t=0 after k − ε solution. Track length corresponds to 40 s. No-slip boundary

conditions with σp = 0.
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5.5 Modeling results for particles with EM interaction

(a) free-slip (b) no-slip

Figure 5.23: Close view on 1 mm particle tracks under the influence of EM field

with different boundary conditions.

reduce size of these angular flow loops and the particle angular dispersion becomes

smaller and particle velocity reduces. It means, that particles inhabit near-wall

region of the melt larger time, than the inner melt parts when no-slip boundary

conditions are applied to the model. Particle separation according to their density

also can be seen on figure 5.22.
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6 Verifiction of LES method for

heat and mass exchange in

channel induction furnaces

6.1 Introduction to channel induction furnaces

Channel induction furnaces (CIF) are widely used for melting and holding of

iron and nonferrous metals (mainly zinc, copper and its alloys) because they have

high thermal efficiency usually above 80% [35] and have simple construction.

CIF is build like transformer with the iron core where the melt channel acts

as a secondary coil. The iron core has large magnetic permeability and therefore

reduces magnetic flux leakage increasing electrical efficiency. Primary coil or

inductor is usually orthogonal to the symmetry plane of the channel. The channel

is surrounded by the thermal insulating ceramics with outer metallic shield, which

can be easily replaced when necessary. This part of the furnace represents heating

element or induction unit and is called channel induction unit, because main

ohmic power losses occur here. Melt bath is connected to the channel through

the neck and can have any shape. Usually the bath is cylindrical with rounded

bottom surface, which reduces surface (round shapes have minimal surface area

for a constant volume) to minimize thermal losses. Magnetic field almost not

penetrate to the bath and the bath also has thermal insulation around to reduce

heat losses through ceramic walls.

Power range of the industrial channel furnaces starts at about 300 kW and

extends to 1200 kW and above for each induction heating unit. Maximal channel
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6.1 Introduction to channel induction furnaces

furnace power is limited by maximal melt overheat, which leads to technological

problems (higher thermal losses, infiltration into ceramics and possible leakage).

This overheat TM can reach 200◦C, however nobody knows exact values for in-

dustrial furnaces because precise temperature measurements in the channel are

not yet implemented. The overheat can be reduced by transit flow of the melt

through the channel, which intensifies heat exchange in the bath-channel system

and improves heating efficiency. Transit melt flow through the channel can be

influenced by the channel design, which rearrange distribution of Lorentz forces

in the melt. There are possible many designs of the channel in respect to the

shape of its cross-section (round, oval, rectangular) and channel connection to

the bath (symmetry, shape of channel exits, exit angles) and the basic aim of

this LES research is to determine proper overheat of the melt and create some

preconditions for channel shape optimization for stronger transit flow.

The primary melt flow in the channel is introduced by the local vortices, which

are formed under the influence of Lorentz forces. Lorentz forces are distributed

radially from the inductor having the largest intensity near the inner channel wall.

The melt flow in the channel cross-section can easily achieve 10 times higher ve-

locities comparing to the transit flow. Therefore, fast channel erosion can be

observed. As a result channel geometry changes, which influences transit flow

stability and existence and introduces ceramics inclusions to the flow. Channel

erosion reduces the working time of the induction unit and sometimes the unit

should be replaced already after one month of operation. Refractory inclusions in

the flow not only influence the chemical purity of the final product but also can

participate in chemical reaction with oxygen and melt components creating com-

pounds with higher melting temperatures. These compounds can form sediments

on furnace walls especially in colder wall regions near the channel exits (channel

clogging). This also decreases efficiency of heat and mass exchange between the

channel and the bath. Flow velocities in the bath are much smaller than in the

channel because the flow there is determined mainly by thermal convection. The

flow circulation in the bath region is also entailed by the transit channel flow.

CIF constructions are different and can contain several heating induction units

to increase total power, however the furnaces with one or two induction units are

more common. Very detailed theoretical and experimental investigation of the
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6.1 Introduction to channel induction furnaces

physical processes in CIF was performed in [7, 35], where theoretical estimations

of transit flow velocities in the adiabatic channel with the one and two metal

loops were performed. Adiabatic boundary conditions for the channel means

that ∂2T/∂l2 = 0 (or T = TM · l/L), where l is a coordinate along the channel

for one induction unit. The temperature maximum TM is shifted to the channel

side due to some initial fluctuation by the transit flow and temperature changes

along the channel assumed to be are linear. With these considerations the next

expression is provided for the channel transit velocity estimation:

V0 =
1√
2

3

√
dgβLj2

2ρcpλσ
, (6.1)

where g is the gravity acceleration, cp is the heat capacity, L is the channel length,

d is the channel diameter, λ is the turbulent resistance, β is the thermal expansion

coefficient. For the overheat estimation the next expression is proposed:

TM =
√

2 · 3

√
2λL2j4

dgβc2
pρ

2σ2
, (6.2)

or if the channel transit velocity V0 is known:

TM =
1

21/3

Lj2

V0ρcpσ
. (6.3)

Several dimensionless numbers define flow regime and heat and mass transfer

processes in the channel furnace [35] (table 6.1): Prandtl number (2.31); electri-

cally induced flow number S = µ0I
2/(ρν2), which describes EM force influence

on the fluid motion; shield parameter Rω = µ0σR
2ω, which describes EM force

inhomogeneity due to skin effect; specific Joule power losses Q̄ = I2/ρcpσνR
2∆T ,

which describes relative power of the Joule heat sources; Grashof number (2.31),

which describes thermal convection.

Experimental study of horizontal channel furnace models [7], where buoyancy

influence on the transit flow is excluded, showed presence of many transversal

vortices in the channel, which should also present in vertical channel, because

they are created by EM force. The authors stated that temperature distribution

is determined mainly by the turbulent mixing in the horizontal channel while
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Table 6.1: Dimensionless numbers and characteristic parameters for stud-

ied CIF with Wood’s melt.

Parameter Expression Value

Channel radius R, m 0.065

Channel length L, m 2

Inductor frequency f , Hz 50

Characteristic current I, A 103

Characteristic velocity in the channel U , m/s 0.5

Characteristic temperature difference ∆T , K 30

Characteristic induction B, T 0.1

Reynolds number Re =
UR

ν
0.7·105

Prandtl number Pr =
νρcp
λ

0.05

Electrically induced flow number S =
µ0I

2

ρν2
6.6 · 108

Grashof number Gr =
gα∆TL3

ν2
4.1 · 107

Shield parameter Rω = µ0σR
2ω 1.7

Specific Joule power losses Q̄ =
I2

ρcpσνR2∆T
11.1

Rayleigh number Ra ≡ Gr · Pr 2.1·106

Magnetic Reynolds number Rm = µ0σUR 0.4

thermal conductivity effects and therefore Prandtl number can be excluded. The

transit flow existence was not found in the horizontal model for several symmet-

rical channel furnaces (one loop) with Wood’s melt, however it was proposed that

concentric (to inductor) channel with straight exits is the most efficient channel

design for optimal heat transport to the bath. The transit flow should develop

in vertical furnace because of thermal convection due to some initial fluctuation,

which can make symmetric flow pattern unstable.

The further development of the one-dimensional channel model described bath

as a part of the channel to close hydrodynamic equation integrals and exclude

pressure [43]. The model had a usual temperature equation with the effective
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thermal diffusivity and momentum equation in integral form:

L
dV̇

dt
=

1

ρ0

(∫
Ω

ρ0βgT sinϕdΩ−
∫

Ω

(fr − fe)dΩ

)
, (6.4)

where V̇ is the volumetric expenditure, the latest integral represents the friction

force and is replaced by the
∫

Ω
(fr−fe)dΩ = ρ0L

k

2AdRen
V̇ |V̇ |, where Re =

V̇ dρ0

Aη
,

d is the channel hydraulic diameter, A is the channel cross-section area and

k, n = const. The model also includes equation with unknown constant α for

estimation of the power losses q(x, t) in the bath:

q(l, t) = αb(T (l, t)− Tw), (6.5)

where αb is the effective heat transfer coefficient from the channel to the bath, l

is the channel coordinate and Tw is the temperature of the cooling water.

The model constants were power dependent and they were determined from

experimental results accounting for the channel maximal temperature location

and its value. Model equations were also solved with the finite-difference method

and temperature difference and transit flow velocity have been approximated with

expressions

∆T ∼ P ε1 v ∼ P ε2 , (6.6)

where experimentally and theoretically determined coefficients ε1 and ε2 are in

the range 0.57 ÷ 0.78 and 0.27 ÷ 0.34 correspondingly, which are in accordance

with equations (6.1) and (6.2). The authors also have made several important

conclusions: the transit flow in the channel is a result of action of the EM force

together with the buoyancy; the turbulent oscillations are very important for

heat and mass transport between the channel and the bath, where αb ∼
√
P ; the

stability of the transit flow becomes better when the power increases.

An interesting theoretical model of CIF is presented in [63], where EM field

equations are exactly solved for circular cross-section torus channel and circular

cross-section iron core. The model operates with important simplifications: only

channel is taken into account and it is formed by the closed metal loop; the iron
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core was closed to infinity. A primary flow-field in the channel’s circular cross-

section was studied using the finite-difference method for Navier-Stokes equations

with constant viscosity and without thermal dependence. The transit flow was

later estimated introducing some perturbations into the primary field.

Industrial channel furnaces were studied experimentally using similarity the-

ory in [109], where a fourth-tenth scale physical model of 1300 kW inductor unit

was described. The authors made experimental setup with a mercury and water-

cooled design (mercury temperature was homogeneous within 1◦C) of two-loop

induction unit with a small bath. They have made very detailed measurements

of induced electrical currents, external magnetic field and flow velocities in the

bath but without thermal convection. They have found that flow pattern in the

bath and in the channel is not stable and it is difficult to find an averaged flow

pattern. Transit flow through the channel legs was found to change its direction

and magnitude several times during a test of 1 minute duration and possibly

here is an analogy for low-frequency vortices oscillations in the induction crucible

furnaces. Electrical power of this furnace was only 2.55 kW and heat and mass

exchanged between the channel and the bath was not efficiently promoted. Fi-

nally the shielding parameter Rω of the laboratory furnace was only 0.63, which

is at least one orders of magnitude smaller than in industrial CIF.

Very intensive experimental and numerical study of the vertical channel fur-

naces with one induction unit [22, 73] and two induction units [22, 113] were

performed in the beginning of 90th. These experimental data have large scientific

value and will be used for LES model calibration, thus more details on experiment

setup on the one-induction unit setup will be given here and in further sections.

Experiments were performed on the large scale CIF with Wood’s melt [22]

(figure 6.1). The channel was made from refractory ceramics but the bath walls

were made from stainless steel with built-in water cooling for better control of

thermal regime. Different cross-section shapes (round, square, rectangular) were

studied. Flow velocities were measured using permanent magnet probes [77] with

18 Hz sampling rate and with maximal spatial resolution 0.01 m. The measured

maximal velocities in the channel were in the range 20–35 cm/s depending on the

channel cross-section shape and on the furnace power, which had range 27–74 kW.
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Computer simulations of described experiments were performed using finite-

difference method and modified k − ε model to include low-frequency velocity

oscillation influence on turbulent kinetic energy [73]. Proposed numerical method

showed the presence of double vortex structure in the channel cross-section with

high values of turbulent viscosity and heat and mass exchange coefficients.

All mentioned authors con-

Figure 6.1: Dimensions in mm of the melt re-

gion in experimental CIF with local coordinate

system for EM and LES simulation.

clude that 3D EM field and

correct heat and mass trans-

fer simulations in CIF are ex-

tremely difficult due to com-

plicated geometry and 3D na-

ture of inner physical processes.

Besides it is practically impos-

sible to carry out a compre-

hensive temperature and ve-

locity measurements on an ac-

tual channel furnace. The most

recent development in 3D sim-

ulation of channel induction fur-

nace was made utilizing cou-

pled EM and thermal analy-

sis [31] for zinc, which were

combined with steady HD cal-

culations [30] for aluminium.

The first of these works is ded-

icated to thermal analysis of

twin-channel design of the in-

duction unit where current in

the central channel is equal to the sum of currents in side channels. The transit

flow velocity was initially estimated from thermodynamics laws and its depen-

dence on furnace power Q and overheat temperature was found:

V0 = k1
Q

TM
, (6.7)
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where k1 is a constant for a given system and is dependent on the geometry of

the inductor side channel and properties of the melt. Computer simulation has

shown 50◦C temperature difference between side and central channels for 300 kW

input power and proposed 27 cm/s flow velocity.

The later work [30] includes also 3D steady flow calculations of twin-loop

channel furnace for aluminium melting with several turbulence models. The

simulation couples EM, thermal and HD calculations in a loop using ANSYS

Multiphysics. Furnace geometry was presented by one quarter part because of

symmetry. It included inductor with cooling shield, magnetic steel core, channel

with throat and melt bath, refractory and thermal insulation. Simulation showed

that all selected turbulence models provide similar results for flow velocity and

temperature fields without presence of transit flow in the channels. Flow intensi-

ties in the bath are much smaller than in the channels and temperature gradients

in the melt are about 12 K.

All above mentioned examples include almost full review of available exper-

imental data and models of channel furnaces and proposed 3D LES simulation

of such device can be a breakthrough to complete understanding of internal flow

processes and heat exchange in the melt.

6.2 EM model of the experimental induction

furnace

Experimental channel furnace geometry (model 1 [22], table 6.1) with the

Wood’s melt was selected for hydrodynamic and thermal verification of LES com-

puter simulation. Electromagnetic simulation of CIF was performed in ANSYS

Classic FEM package using APDL script. The script was fully parametric and

allowed easy modifications of model geometry and mesh. Taking into account

symmetry of geometry, only a half of the full furnace is EM modeled (figure 6.2)

utilizing symmetry of the channel furnace geometry. The model has several re-

gions defined, where electrical properties (table 6.2) are important:

1. channel itself and a bath with the Wood’s metal (figure 6.1);
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6.2 EM model of the experimental induction furnace

Figure 6.2: Geometry and mesh of channel furnace EM model.

2. cylindrical cooling jacket from copper between the inductor and the channel;

3. copper inductor with ;

4. iron core for EM field amplification;

5. surrounding air with infinite boundary.

It can be noticed that channel has very complex neck geometry without rapid

face connections on its side, which is close to the inductor. Channel shape changes

from round to rectangular smoothly in the throat. Introducing laminated iron

core to the model, the one can take its electrical conductivity to be zero, because

core construction should eliminate eddy currents and prevent Joule dissipation

here. Refractory resistivity is very large as for ceramics and thus it is transparent

for EM field at such low frequencies (skin depth is very large).

140



6.2 EM model of the experimental induction furnace

(a) Coarse model (b) Fine model

Figure 6.3: Two different meshes used in EM simulation.

Each model region is constructed from several primitive volumes for easier

model creation and brick mapped meshing of important regions. As a result free

tetrahedral mesh can be found only in two transition volumes of very complex

geometry in the channel neck and in the air. Special infinite elements are created

in the outer shell of the air for correct description of EM field damping far from

the inductor. Flux parallel EM boundary conditions can be applied on a far

model boundary as alternative. Total number of elements in the model is above 1

million and for direct solution of this problems multi-core SMP Linux workstation

is used. Degrees of freedom (magnetic vector potential and scalar potential)

were associated with the element nodes, i.e. low-frequency node-based harmonic

analysis were applied. All other magnetic field properties are derived from these

potentials.

For this model inductor frequency 50 Hz and the total EM power were initially

known. For correct model formulation inductor current should be chosen. The

model inductor has one turn less than the real inductor because the total number

of inductor turns is 33 but only 16 were included to the half-model. Electrical

current is applied only to one node for each inductor turn and therefore eddy

current distribution is calculated like in massive conductors.

A coarse grid (table 6.3) was initially created to estimate inductor current

– power curve (figure 6.4), which illustrates quadratic dependence of the power
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6.2 EM model of the experimental induction furnace

Table 6.2: Electrical properties of the model regions and materials.

Type Region Electrical Magnetic

resistivity, Ω·m permeability

900 Wood’s melt 1·10−6 1

400, 200 Cooper inductor and cooling jacket 0.16949·10−7 1

300 Iron core 1000

100 Air 1

Table 6.3: Grid size comparison between the coarse and the fine models.

Total number Number of elements

of elements in the melt

Coarse model 450000 45000

Fine model 765000 124000

losses in the system on inductor current (P ∼ I2). The coarse mesh model

precision was verified with a finer grid (figure 6.3(b)) for one selected current

value Iampl = 1200 A. Calculated total electrical power and Joule dissipation in

the melt were almost equal for two different grids. The amplitude current 1200 A,

which corresponds to 62 kW total power, was also selected to be a model current

for EM force and Joule heat calculation on the large grid.

Induced current distribution in the melt is not uniform (figure 6.5). The

current forms a closed anticlockwise loop along the channel, which direction is

opposite to inductor current. Skin depth is large (table 6.4) and the electromag-

netic skin effect can be neglected. Current density has the largest values near the

inner channel surface below the inductor. Current densities in the bath are much

smaller and the influence of EM force on the melt flow there should be negligible.

Magnetic field distribution in the melt (figures 6.7 and 6.8) is determined by

superposition of the magnetic field which is produced by the induced currents in

the melt and by leakage magnetic field from the primary inductor coils [109].

Simulation results show very symmetrical heat source (figure 6.6) and Lorentz

force (figure 6.9) distribution in the channel in respect to YZ and XZ planes (fig-
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6.2 EM model of the experimental induction furnace

Figure 6.4: Current power curve for model 1 (current values are amplitude).

Figure 6.5: Current density distribution

in the symmetry plane for IA = 1200 A.

Figure 6.6: Joule heat sources in the

symmetry plane for IA = 1200 A.
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6.3 HD model of the experimental induction furnace

Figure 6.7: Magnetic field intensity in the

symmetry plane for IA = 1200 A.

Figure 6.8: Magnetic field intensity

in the bottom cross-section of the

channel for IA = 1200 A.

ure 6.1). The maximal values of Lorentz forces and heat sources are noticed on

the inner bottom surface of the channel, which is closest to the inductor and

where maximal values of current density can be found. Lorentz force direction is

collinear to the radii direction in the symmetry plane and force intensity in the

bath is mach lower than in the channel. EM force distribution in the channel

cross-sections (figure 6.9(b)) should lead to two-vortex structure inside the chan-

nel because there is dominant radial direction. It also should ensure upward flow

directly above the channel in the XZ symmetry plane.

6.3 HD model of the experimental induction fur-

nace

Hydrodynamic simulations were fully decoupled from EM calculations due

to small Rm = µ0µσUL << 1. Free surface oscillations also were not taken

into account because here they are mainly determined by the Wood’s melt flow

(EM inductor is far below the free surface) and are suppressed by the high melt
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6.3 HD model of the experimental induction furnace

(a) Symmetry plane (b) Channel cross-section

Figure 6.9: Distribution of Lorentz force density in the melt.

density and relatively small melt velocities near the free surface. ANSYS CFX 10

or 11 commercial CFD package was available for HD simulations. This software

package is highly valued in CFD community allowing solution of complex physical

problems. All meshes for ANSYS CFX were created in ANSYS ICEM CFD

software using IGES format export from ANSYS Classic.

Several turbulence and geometry models have been tried in HD simulations.

SST and k−ε turbulence models were compared on one half symmetrical 3D and

on full 3D models, while transient LES included only full geometry.

6.3.1 Steady simulations

Steady simulations were performed initially to verify model setup and to get

initial numerical solution for LES. Two equation SST (modified k − ω) and k −
ε models were used. Shear Stress Transport or SST is also a kind of two-equation

turbulence models and “CFX-Berlin Gmbh” recommends it for use in steady

calculations. k− ε and k−ω turbulence models do not account for the transport

of turbulent shear stresses. This results in an overprediction of the eddy-viscosity
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6.3 HD model of the experimental induction furnace

Table 6.4: Physical properties used for CIF simulation of the Wood’s

melt comparing to the cast iron.

Symbol Units Cast Wood’s

iron metal

Thermal conductivity λ W/(m·K) 18.5 14.05

Specific heat capacity cp J/(kg·K) 775 168

Melting temperature Tmelt K 1880 343

Density at melt. temp. ρ0 103 kg/m3 6.8 9.40

Dynamic viscosity µ 10−3 kg/(m·s) 5.6 4.2

Electrical conductivity σ 106 1/(Ω·m) 1.8 1.0

Thermal expansion coeff. α 10−6 1/K 180 100

EM skin depth at 50 Hz δ50 Hz m 3.8 5.0

in the boundary layer near the solid wall. The proper transport behavior can be

obtained by a limiter to the formulation of the eddy-viscosity.

A half CIF geometry model had about 1.3 million tetrahedral elements

(unstructured mesh) created in ICEM CFD. An outer boundary region was refined

everywhere except symmetry plane and a free surface. The model had applied

loads from the fine mesh EM model. No-slip boundary conditions were used for

hydrodynamics on channel and bath walls, top surface had no shear condition.

The channel had adiabatic walls while wall temperature of the metal bath was

fixed to 80◦C and thermal convection was applied (the heat transfer coefficient

k = 20 W/(m2·K)) for the free top surface. The model also included buoyancy

with temperature dependent melt density, which should be very important for

creation of the channel transit flow: ρ = ρ0 (1− α(T − T0)). Gravity vector

was directed to negative z. High resolution numerical schemes were selected for

precise calculations.

Results of the half geometry 3D steady models are presented below. k −
ε model calculated velocity distribution in the symmetry plane (figure 6.10(a))

satisfies EM force distribution in the melt. Flow is directed radially outwards

in the channel in this cross-section and there is an upward flow just above the
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6.3 HD model of the experimental induction furnace

(a) k − ε

(b) SST

Figure 6.10: Velocity vectors on symmetry plane from the half geometry 3D

model.
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6.3 HD model of the experimental induction furnace

channel forming two vortex loops in the bath with smaller flow velocity comparing

to the channel. These loops have complex 3D structure and are closed at the side

walls of the bath. There is also less intensive upward flow near the left and right

sides of the bath. Different intensity of this side flow can be explained by the

buoyancy.

SST model (figure 6.10(b)) produces similar results for flow structure in the

bath, but there is completely different flow pattern in the channel, where flow

is represented by complex 3D vortices, which looks like Bénard cells. There are

about 8 such structures with characteristic sizes 1.2 ∼ 1.5 channel diameters

along the channel length. The flow intensity calculated by SST model is about

30% higher especially in the bath where the upward flow in the central part above

the channel is more expressed.

Velocity distribution in the channel is represented by the two-vortex structure

(figure 6.11) due to strong symmetry condition. Characteristic velocity magni-

tudes in the channel are approximately the same for both models (∼ 0.5 m/s in

maximum). The distance between the vortex centers is about one channel radius.

Table 6.5: Thermal balance of the experimental CIF from different tur-

bulence models.

Turbulence Geometry Induced Crucible Free Disbalance

models power, W walls, W surface, W

k − ε 3D half 58396 62066 237.506 -6.7%

SST 3D half 58396 55844.6 236.85 4.0%

SST 3D full 58396 55585.8 243.103 4.4%

LES (at 77.15 s) 3D full 58396 48996.8 257.6 15.7%

Temperature distribution in the melt is completely coupled with the flow,

because the melt density is temperature dependent. Very strong turbulent heat

exchange is expectable in the furnace while thermal conductivity effects should

be smaller. Temperature plots (figure 6.12) show that melt temperature in the

bath is smaller than melt temperature in the channel (remember, that channel is

adiabatic). Both calculated temperature distributions are in accordance with the
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6.3 HD model of the experimental induction furnace

(a) k − ε (b) SST

(c) k − ε (d) SST

Figure 6.11: Velocity distribution in the bath and in the channel, x = 0.

thermal balance (table 6.5), which is given with in 10% accuracy for all steady

models. It can be seen that corresponding to thermal balances k−ε temperatures

are a little higher, than should be while SST model produces smaller temperature

magnitudes.
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6.3 HD model of the experimental induction furnace

(a) k − ε

(b) SST

Figure 6.12: Temperature distribution on symmetry plane y = 0 for the half

geometry 3D models.
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6.3 HD model of the experimental induction furnace

Melt temperature in the bath is only several Kelvins higher than the wall

temperature, which can be explained by the reduced heat exchange between the

turbulent vortices in a standard k − ε model. Temperature distribution in the

channel is not symmetric having local maximum at one channel side with temper-

ature difference about 45 K comparing to the bath. SST calculated temperature

distribution (figure 6.12(b)) is a little different from the k − ε model result. The

maximal temperature is almost 15 K (3.75%) less than in k− ε simulation and is

placed in the other half of the channel. It means that transit flow in the channel

has changed its direction. Temperature gradients channel–bath are also less ex-

pressed and therefore temperature distribution in the bath is less homogeneous

again comparing to k − ε.
Full 3D steady calculations were performed only with SST turbulence model.

Simulated region is represented by the symmetrical channel with the metal bath

above, which represents channel neck. The mesh was recreated from a forth

part of the geometry by mirroring and had about 3.2 million elements in total.

The same mesh was later used in LES. All boundary conditions and material

properties were the same.

Simulation results are oscillating because the strong symmetry condition is

removed and CFX solver can not find stable flow pattern in the furnace. Tran-

sient simulation with further averaging of results can be used in such situation

to get stable flow pattern, but due to planned LES calculations, transient SST

simulation was not performed.

Resulting flow structure (figure 6.13(a)) introduces the same tendencies like

in the half geometry models: flow in the channel forms vortex structures, flow in

the bath is less intensive comparing to the channel. The maximal flow velocities

became smaller than in the half geometry SST model, but they are still higher

than in k− ε model. The flow in the bath also became less intensive with higher

count of smaller vortices and this projection on y = 0 surface does not introduce

upward flow in the bath center.

Side projection x = 0 (figure 6.14(a)), however, shows such upward flow near

the bath bottom, which has large velocities and forms two interacting recirculated

vortices with different sizes. Flow in the channel crossection (figure 6.14(b)) is

also represented by two vortices with different sizes and varies along the channel.
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6.3 HD model of the experimental induction furnace

(a) velocities

(b) temperatures

Figure 6.13: Velocity and temperature distributions on symmetry plane y = 0

for the full 3D SST model.
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(a) bath (b) channel

Figure 6.14: Velocity distribution in the bath and in the channel, x = 0.

Temperature distribution (figure 6.13(a)) shows the shifted to the right side

temperature maximum with overheat about 47 K. The shift position of the tem-

perature maximum has changed its side comparing to the half geometry results.

It seems that for symmetrical geometry channel furnaces the maximal tempera-

ture position can not be determined exactly, so it has equal probability to select

one or another channel side. It means that the direction of the transit flow veloc-

ity is determined by random fluctuations or disturbances in the flow itself neither

on mesh and geometry factors. Temperature contour borders are disturbed by

the intensive turbulence and larger vortices.

6.3.2 Transient LES simulation

Transient LES simulation under the same conditions like described was started

from zero velocity field and uniform T = 80◦C temperature distribution with

∆t = 0.01 s time step. The flow development was modeled for approximately

77 s, but variable averaging was started from t = 10 s.

Instantaneous flow pattern in the CIF is very chaotic (figure 6.15(a)) with

characteristic velocities in the channel from 30 to 50 cm/s and in the bath from
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6.3 HD model of the experimental induction furnace

10 to 30 cm/s. Identification of the large scale vortices is very difficult due to

high turbulence intensity, but some part of the vortex can be located near the

channel exits forming upward flow along the left and right walls of the bath.

Averaged velocity pattern (figure 6.15(b)) introduces similarity to all steady

models introduced above. The melt flow is directed radially outwards on the

symmetry plane in the channel mostly like in k − ε model, but also there are

several vortices, which were introduced in SST simulations. Flow in the bath

is mainly formed by two large vortices, which take melt away from the channel

exits.

Upward flow in the bath middle above the channel (figure 6.16) is shifted to

the back wall of the bath and again typical vortices are of different sizes. This

flow is formed by the presence of Lorentz forces and its intensity reduced over the

height. It is already can not be distinguished at approximately half height of the

bath (20 cm). Flow in the top half of the bath is relatively slow, only 5÷10 cm/s,

but characteristic Re 105, hence, the flow is still turbulent.

Flow in the orthogonal channel cross-sections is introduced by two typical

vortices, which have velocity components along the channel (figure 6.17). Instan-

taneous flow velocities can easily reach 70 cm/s, while in average maximal flow

velocities here are about 50 cm/s.

Temperature contours (figure 6.18) introduce overall heat and mass circulation

in counterclockwise direction. The temperature maximum is shifted to the left

side and heated melt comes up to the bath, then it goes to the other bath side,

is cooled by the cold walls and pumped back to the channel.

6.3.3 Comparison to the experimental results and discus-

sion

All above mentioned turbulent models have shown ability to simulate velocity

field in the channel furnace. Some models have produced smaller or higher ve-

locities comparing to experimental data (figure 6.19), but the difference between

the characteristic velocities from simulation or experiment is not more thane 20%
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(a) t = 77 s

(b) average

Figure 6.15: LES instantaneous t = 77 s and averaged velocity distribution on

symmetry plane y = 0.
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(a) t = 77 s (b) average

Figure 6.16: LES instantaneous t = 77 s and averaged velocity distribution on

symmetry plane x = 0 (bath).

(a) t = 77 s (b) average

Figure 6.17: LES instantaneous t = 77 s and averaged velocity distribution on

symmetry plane x = 0 (channel).
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(a) t = 77 s

(b) average

Figure 6.18: LES instantaneous t = 77 s and averaged temperature distribution

on symmetry plane y = 0.
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and all simulation results are considerable. Half geometry 3D steady models (es-

pecially k − ε) seems to be more accurate determining average velocity pattern

because it was found to be very symmetrical also in the experiments.

However, the main goal of channel furnace simulation is to determine the

channel overheat temperature TM , which for the 64 kW total power is 33.5 K. The

closest result is achieved with the LES model (table 6.6), while the k− ε solution

introduces error above 50%.

The transit flow velocity can be denoted from the mass flow rate or integrating

transit velocity component, which lies along the channel through the channel

crossection S. The channel crossection at x = 0 is the most convenient for

such calculations due to symmetry and the structure of the numerical grid. For

instance, if Q|x=0 =
∫∫

S
Vx dS than Vtrans = Q/S is the transit flow velocity

(table 6.6). However, this method is not very precise because Q can have another

value in other crossection due to vortical flow structure in the channel. Therefore,

some theoretical estimations can be made.

The method proposed in [35] is based on a stationary scalar transport equation

(2.36) with added source therm for Joule heat:

vi
∂T

∂xi
=

∂

∂xi

(
λ

ρcp

∂T

∂xi

)
+

1

ρcp

j2

σ
. (6.8)

The above expression can be simplified taking into account only components,

which are collinear to the channel. We also can assume that T = TM
l

L
due to

adiabatic boundary conditions and express current density through the induced

Joule heat power
j2

σ
=

PJoule
V

. Linear variation of the temperature along the

channel is confirmed by numerical calculations (figure 6.20(c)). Finally the next

expression is derived for approximate estimation of the transit flow velocity:

Vtrans =
2

ρcp

LP

TMV
≈ 1

ρcp

P

TMS
. (6.9)

It can be noticed that Vtrans ∼ T−1
M or Vtrans ∼ ∆T . Calculated Vtrans values

are shown in the table 6.6. These theoretical values of the transit flow velocity

are below V theor
trans < 1.5 cm/s.
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(a) front side view

(b) left side view

(c) horizontal plane above the throat (d) horizontal plane in the

channel

Figure 6.19: Experimentally captured averaged velocity distribution in the chan-

nel furnace [22].
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(a) path definition
(b) experimental data

(c) computational results

Figure 6.20: Measured [22] and calculated distribution of the temperature in the

channel.
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Table 6.6: Transit flow velocities estimated on surface x = 0 and temper-

ature differences along the path.

Model S,
∫∫
S Vx dS, Vtrans, V theor

trans , ∆T , TM , T maximum

m2 m3·s−1 cm·s−1 cm·s−1 K K location

k − ω SST half 6.75E-03 -3.6E-04 -5.4 1.42 37.7 393.4 left

k − ε half 6.75E-03 3.5E-04 5.2 1.36 53.0 408.8 right

k − ω SST full 1.35E-02 3.4E-05 0.3 1.40 38.5 398.6 right

LES t = 77 s 1.35E-02 -2.4E-04 -1.8 1.40 36.6 397.2 left

LES av. 1.35E-02 -3.0E-04 -2.2 1.42 35.5 393.2 left

experiment [22] 33.5
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7 Examples of industrial

applications

Simulation of the physical processes in the industrial induction equipment de-

mands very fast and precise calculations of the involved physical phenomena (e.g.,

coupled EM, HD and thermal field). However, recent developments in computer

technics and numerical algorithms allow using the most advanced computational

technics also for heat and mass transport simulation in liquid metal flows for

industrial applications. There are two examples of the LES method application

for solving industrial problems in induction furnace with the cold crucible and in

large industrial induction channel furnace.

7.1 Induction furnace with the cold crucible

Cold crucible melting [111] is usually performed in a water cooled copper

crucible, which allows producing of clean melts of aggressive materials, because

the melt is surrounded by skull made of the same material due to the contact

with the cold crucible walls. In special cases with the help of a special inductor

design and location a levitating melting can be achieved [56, 106].

The working frequencies of IFCC are very different depending on the melted

material. For metals frequencies are in kHz range while for oxides their are

within MHz. A water cooled AC coil surrounds the crucible with slitted walls

causing EM field to penetrate the walls and create induction currents, melt the

alloy and partially suspend it against gravity away from water-cooled surfaces

(figure 7.1). Strong stirring occurs in the melt due to the induced EM Lorentz

forces and very high temperatures can be achieved under the right conditions

162



7.1 Induction furnace with the cold crucible

(a) IFCC design [40] (b) 3D view

Figure 7.1: Construction and 3D sketch of IFCC.

(i.e., provided contact with water cooled walls is minimised) allowing melting of

TiAl and Ti6Al4V alloys for Aerospace [40].

The same simulation approach was used for TiAl melt flow simulation in

IFCC. EM and HD calculations were decoupled as usually. EM simulation was

performed iteratively using 3D ANSYS model of a half wall slit with melt in-

side (figure 7.2). These computations were performed in cooperation with M. Sc.

A. Umbrashko, which was created a program for estimation of TiAl free surface

and EM calculations using 3D ANSYS and also performed a part of HD calcu-

lations in collaboration with Institute of Electrotechnology, Leibniz University of

Hannover. The EM model allows direct computations of the induced currents

(figure 7.3) and therefore of 3D EM field distribution. 3D simulation of the cold

crucible system was necessary because non-homogeneous due to the slitted cru-

cible Lorentz force distribution could influence 3D transient flow of the melt and

2D axis-symmetrical model with effective magnetic permeability of the crucible

walls [11] can provide only approximate EM field distribution in the liquid metal.

Heat and mass transport simulation for 7 kg TiAl flow with amplitude inductor

current 3100 A and current frequency 20 kHz in 8 cm IFFC is presented below.

This is only one simulation result from the performed parameter study on TiAl
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7.1 Induction furnace with the cold crucible

overheat temperature depending on the crucible radii, melt mass and inductor

current parameters.

Iterating approach is used to find a correct meniscus shape of the molten

TiAl. The next balance equation should be satisfied in 43 control points on the

free surface of the melt [24]:

γ

(
1

R1

+
1

R2

)
+
B2

2µ0

= ρgz, (7.1)

Figure 7.2: The final TiAl shape

meshed for EM calculations in AN-

SYS (20 kHz, 3100 A).

where γ is the surface tension coefficient,

R1 and R2 are the main curvature ra-

diuses. This approach does not account for

the melt flow influence on the melt menis-

cus shape because it will make calculations

more complicated and possibly introduce

additional instability into the model. Such

simplification can be applied, if the shield

parameter Rω = µσωR2 is larger than

10 [95], where µ is the magnetic perme-

ability of the medium and R is the radii

of the crucible. For the studied IFCC:

µ = 1, σ ≈ 106 S/m, R ≈ 0.1 m, ω =

2πf = 2 · 3.14 · 2 · 104 ≈ 1.26 · 105 1/s and

Rω ≈ 1.3 · 109 � 10.

7.1.1 EM analysis

Distribution of power losses in 3D AN-

SYS EM model (table 7.1) shows that ma-

jor amount of EM energy (at least 55%)

is accepted by the slit walls of the crucible.

Amount of energy accepted by the melt (ef-

ficiency factor) is between 20 and 25% for

all frequencies and currents. Relative power losses distribution in the melt is

almost constant for the selected currents and frequencies and is small influenced
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Figure 7.3: Current density distribution at the bottom of the melt (1/28 part of

the full 3D).

Figure 7.4: 3D Joule heat source distribution on the surface of the melt (20 kHz,

3100 A).
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by the shape of the TiAl load. Quantitative value of EM power losses in the melt

depends on the total generator power and on the coupling between the melt,

the crucible and the inductor. For example, total power of the system is about

186 kW for 20 kHz 4 kA current (table 7.1). The height of 7 kg melt in this case

is about 12 cm therefore melt is closer to the crucible walls comparing to higher

currents and power losses in the melt increases, therefore increasing efficiency of

melting.

Table 7.1: EM power losses in different regions of the 3D IFCC model

depending on inductor current.

f , I, Melt Inductor Crucible Crucible Melt, Total

kHz A height, cm losses, kW walls, kW base, kW kW losses, kW

5 6500 15.34 27.5 97.1 9.8 36.3 170.7

10 5000 13.12 23.9 104.5 11.6 38.5 179.0

20 4000 11.89 21.5 109.8 11.0 44.6 186.5

20 3100 11.25 13.2 66.2 5.1 35.4 119.9

IFCC TiAl (table 2.1) flow calculations included 3D distribution of radial

(figure 7.5(a)) and axial (figure 7.5(b)) Lorentz force components and Joule heat

sources (figure 7.4) for correct description of the EM field penetration through

the crucible slits. 3D simulation introduce maximal Joule heat and Lorentz force

density on the melt surface between the wall slits. Maximal radial Lorentz force

density can be found at the point where melt is pressed away from the crucible

walls. Axial component maximal modulus is placed somewhere near the side of

free surface and is twice less than the radial force maximal modulus.

7.1.2 HD simulation

FLUENT HD mesh had about 3 million elements with refined boundary re-

gions. Characteristic size of the element in the middle was about 1.3 mm, near

the border – 0.2 ÷ 0.4 mm. The model had no slip boundary conditions for all

melt surfaces, fixed temperature Tmelting = 1773 K on all contact surfaces with

166



7.1 Induction furnace with the cold crucible

(a) radial Lorentz force Fr (b) axial Lorentz force Fz

Figure 7.5: Lorentz force distribution in the melt (20 kHz, 3100 A).

the cooled crucible and radiation from the upper free surface (Tref = 300 K,

kr = 0.3). Converged steady k − ε model results (figures 7.6(b), 7.6(b), 7.7(a))

were used as initial conditions for transient LES calculations with 0.01 s time

step.

K − ε model calculated velocity pattern (figure 7.6(b)) introduce the typical

two vortex flow structure on the meridian plane. Although flow intensity in

the bottom vortex is larger, upper vortex is still present. Maximal velocities

near 0.8 m/s are observed in the side boundary region of the melt. Bottom

vortex velocity values at the symmetry axis are at least twice smaller. Such

vortical flow structure provide very rigorous TiAl stirring as it can be seen from

figure 7.6(d) where instantaneous velocity distribution is shown. Averaged LES

velocity distribution (figure 7.6(f)) introduce larger maximal velocities in the flow.

Smaller vortex can be identified with difficulties, but all upper half of the melt

has small average velocities comparing to k − ε results. However, instantaneous

flow pattern (figure 7.6(d)) shows many small turbulent vortices there.

Upper views of velocity distribution between the vortices (figures 7.6(a), 7.6(c),

7.6(e)) introduce periodical zones of higher and lower radial velocities, which are

created due to the periodical distribution of the Lorentz forces.

LES calculated average temperature distribution (figure 7.7(b)) is more ho-

mogeneous comparing to k − ε model result (figure 7.7(a)), which has well pro-
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7.1 Induction furnace with the cold crucible

(a) k − ε, z = 0.06 m (b) k − ε, x = 0

(c) LES, t = 30 s, z = 0.06 m (d) LES, t = 30 s, x = 0

(e) LES averaged, z = 0.06 m (f) LES averaged, x = 0

Figure 7.6: Velocity vectors in TiAl melt (20 kHz, 3100 A).
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(a) k − ε, x = 0

(b) LES averaged, x = 0

Figure 7.7: Temperature distributions in TiAl melt (20 kHz, 3100 A).
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nounced 4÷ 5 K temperature difference on the border between upper and lower

vortices. Temperature homogenization in the melt is guarantied by high intensity

turbulent steering, which is also observed in experiments with Al [5].

7.1.3 Results discussion

Result analysis have introduced that higher melt overheat can be achieved

with the smaller coil current if its frequency is increased (table 7.2). Therefore,

common power losses in the IFCC system can be reduced. For example maximal

overheat temperature in the melt is about 34 K for 4 kA current at 20 kHz. Two

vortex averaged flow structure was seen in all calculations. Maximal velocities

in the flow are observed in the lower vortex in the near crucible surface region.

Maximal velocity values decreases when EM field frequency becomes larger.

Table 7.2: Calculated characteristic velocities and temperatures in 7 kg

TiAl melt depending on inductor current and frequency.

Melt I, f , Pmelt k − ε k − ε LES LES Overheat,

height, cm kA kHz kW vm, m/s Tm, K vm, m/s Tm, K ∆T K

15.3 6.5 5 36.3 1.41 1791 1.33 1795 22

13.1 5.0 10 38.5 1.16 1796 1.16 1800 27

11.9 4.0 20 44.5 1.11 1801 1.14 1807 34

11.3 3.1 20 35.4 0.79 1785 0.94 1786 13

7.2 Industrial channel furnaces

The total electrical power of the chosen one-loop industrial channel furnace

for cast iron (table 6.4) was just 240 kW. Geometry of this furnace has many right

angles and the neck contains only flat surfaces. This furnace is also characterized

by several possible symmetries. The full furnace geometry can be constructed

by reflection y = 0 and this symmetry is used for EM model. HD simulation
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theoretically can be performed on a quarter model with reflection x = 0, but

such model will remove some degree of freedom even in steady solution.

7.2.1 EM simulation

The model had only electrically important regions (figure 7.8(a)) with the

standard material properties, however the iron core had applied electrical resis-

tivity ρcore = 104 · 9.579 · 10−8 = 9.579 · 10−4 Ω·m (104 times the iron resistivity),

which was excluded from the experimental furnace model due to high electrical

losses. As a result induced heat in the iron core is about 5% of the total electrical

power (table 7.3). The furnace efficiency therefore is 90.5%, which is comparable

to the experimental furnace where it was 93.6%.

Table 7.3: EM power losses in different regions of the model.

Inductor Melt Inductor Cooling Iron Total

current Shield Core

amplitude

1074.8 A 219.0 kW 8.8 kW 8.1 kW 5.8 kW 241.8 kW

EM model had half of the geometry due to symmetry conditions. The furnace

AC inductor had two layers and different distances between the turns, which were

combined in blocks by 4. The total number of turns was 7× 4 = 28 for the half

geometry model. All geometry parts except the neck and air were meshed with

hexahedral elements. The total element count was about 1.2 million.

The EM model has produced a text file with the forces (figure 7.8(b)) and

heat sources for HD simulation.

7.2.2 HD simulation

Hydrodynamic simulation was performed in FLUENT 6.3.26 CFD package.

The model mesh was built in GAMBIT using ANSYS IGES export of the full

melt geometry. Final mesh from GAMBIT was additionally adapted in FLUENT

to refine boundary regions and the mesh had 3.7 million nodes.
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(a) Parts & mesh

(b) EM forces

Figure 7.8: Parts, mesh and Lorentz force distribution in Leipzig EM ANSYS

model, IA = 1621 A, f = 50 Hz.
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(a) Side view y = 0, velocity (b) Channel view x = 0, velocity

(c) Side view y = 0, temperature

Figure 7.9: SST calculated initial velocity and temperature distributions for

Leipzig furnace.
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Hydrodynamical boundary conditions included no-slip for all solid walls and

free-slip for the free boundary. The gravity was collinear to z axis. Thermal

boundary conditions were as follows:

• Channel, neck, bath walls: heat transfer k = 6 W/(m2·K) to 330 K;

• Flange: heat transfer k = 60 W/(m2·K) to 330 K;

• Top surface: radiation heat flux Tref = 1600 K, ε = 0.15, Q = −εσB(T 4 −
T 4
ref ) (σB = 5.67 · 10−8 W/(m2·K4));

Steady k−ω SST solution was obtained for LES initial conditions (figure 7.9).

Strong upward flow can be noticed near the channel exits and just above the

inductor at the symmetry plane y = 0 (figure 7.9(a)). The maximal flow intensity

there is about 1 m/s but it rapidly decays in the bath with the growing distance

from the neck bottom. Clean radial flow in the channel can be noticed, but

the channel flow mainly is formed by the turbulent vortices with characteristic

velocities about 0.5 m/s.

Flow in the channel cross-section (figure 7.9(b)) usually is presented by two

recirculating vortices, which rotation axis is directed along the channel at different

time moments. Flow structure substantially changes in the channel exit to the

neck, where eddy rotation axis becomes orthogonal to the previous direction and

flow intensity decreases. Maximal flow velocities are noticed near the channel

wall and this steady solution can be unstable.

Temperature distribution in the bath is very homogeneous (figure 7.9(c)). A

little hotter region is formed above the neck, where heat from the channel is

transported to the bath by the near-wall upward flow. Bath bottom corners are

colder and slag formations can occur there. Temperature maximum in the channel

has wide localization from one channel side. Temperature gradient between the

temperature maximum and the bath is about 40 K and temperature changes very

rapidly near the channel exit where its maximum is located.

LES was started from the described SST solution and 70 s of the flow were

calculated with 0.005 s time step. The latest 60 s were averaged. Instantaneous

velocity patterns introduce turbulent chaotic flow in the channel and in the neck
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(a) t = 70 s, side y = 0

(b) t = 20 s, channel x = 0

(c) t = 70 s, channel x = 0

Figure 7.10: LES instantaneous velocity distributions.

(figure 7.13) with maximal velocity values below 1.5 m/s. Two vortex structure

in the channel cross-section seems to present almost all the time. Recirculating

vortex sizes are different depending on time moment.

Velocity averaging (figure 7.11) introduce strong upward flow from the neck

bottom at y = 0. This flow seems to be common for this design of the channel

furnaces. The maximal flow velocities are noticed again near the channel exits

(≈ 0.6 m/s) and near the inner channel wall (≈ 0.75 m/s). Average velocities

in the straight channel part near the channel exits seems to be relatively small,

which means strong vortical interaction between neck and channel flows there.

Characteristic average velocities in the channel are about 0.35 ÷ 0.50 m/s (fig-

ure 7.11(b)). One of the averaged vortices in the channel cross-section seems

to be very suppressed, which means that flow pattern is often presented by one

vortex structure.

Temperature evolution in time shows migration of the maximum location to

the middle of the channel (figures 7.12(a) and 7.12(b)). Possibly 70 s of flow
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(a) Side view, y = 0 (b) Channel view, x = 0

Figure 7.11: LES averaged velocity distribution for Leipzig furnace.

development are not enough to estimate tendencies in temperature maximum

movements certainly because it has been seen that the temperature maximum can

move back from other industrial channel furnace simulations. However, maximal

melt temperature and temperature distribution in the bath remain approximately

the same during this transition.

Time dependent temperature charts (figure 7.13(a)) are taken at the next

channel points: x ≈ −0.34 m, z ≈ 0 (left); x ≈ 0, z ≈ −0.34 m (center);

x ≈ 0.34 m, z ≈ 0 (right). The chart illustrates moving of the temperature

maximum to the other side of the channel. All temperatures are decreasing till

t = 25 s. Then temperature in the left side of the channel (where the maximum

was placed) continue to decrease, but temperature in the channel center and

at the right side are growing almost linearly. Some large period temperature

oscillations are noticed only at 25 < t < 50 s. High frequency oscillations have

amplitude about 2.5 K.

Averaged temperature distribution (figure 7.12(c)) still have temperature max-
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(a) t = 20 s (b) t = 70 s

(c) Averaged

Figure 7.12: LES instantaneous and averaged temperature distributions.
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(a) Temperature evolution in time

(b) Points in the channel (c) SST and averaged LES along the channel

Figure 7.13: Time dependent and averaged temperatures in the channel.
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Table 7.4: Thermal losses in kW through different model boundaries.

Channel Neck Flange Bath Bath Total Input Diff

walls top

SST -46.1 -37.8 -4.1 -61.6 -67.4 -216.9 217.1 0.2

LES t = 20 s -46.0 -37.7 -4.0 -61.6 -62.7 -211.9 217.1 5.1

LES t = 70 s -46.2 -37.7 -4.0 -61.6 -62.6 -212.1 217.1 4.9

imum on the one side of the channel. Such location and pronounced temperature

gradients near the channel exits indicate existence of the transit flow. The LES

averaged temperature difference in the channel is just above 30 K (figure 7.13),

which is comparable to the experimental data on Wood’s melt laboratory fur-

nace. Temperature distribution along the channel calculated with SST and aver-

aged LES is shown for selected points (figure 7.13(b)), which location is chosen

just with a mouse on a display. SST result is not very smooth, due to solution

oscillations. It also has larger temperature differences above 40 K and more ex-

pressed maximum plateau. Power balance is good through the all calculations

(table 7.4). Five kilowatt energy profit indicates that temperature still can grow

a little higher, but for transient simulation balance seems to be very good.

7.2.3 Turbulent kinetic energy

Turbulent kinetic energy maps were created from FLUENT profile files. The

turbulent energy maximums are placed in the round part of the channel at sym-

metry plane y = 0. The maximal turbulent energy values are near 0.3 J/kg in y

energy component (figure 7.14(b)). X and z energy components (figures 7.14(a)

and 7.14(c)) have approximately equal maximal values, which are one order of

magnitude smaller comparing to y component. Both components also have local

maximums in the neck above the channel and near the channel exits. y turbulent

energy maximums are placed mainly in the inner channel radius at y = 0 where

two recirculating channel vortices collapse. In general y energy component is

analogous to the axial turbulent energy component for the cylindrical induction

furnace, which also is larger comparing to other both components.
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(a) (0.5v′
xv

′
x)max = 0.08 J/kg,

y = 0

(b) (0.5v′
yv

′
y)max = 0.30 J/kg,

y = 0

(c) (0.5v′
zv

′
z)max = 0.08 J/kg,

y = 0

Figure 7.14: Turbulent kinetic energy.

Figure 7.15: LES calculated 60 s particle tracks (dp = 0.2 mm, σp = 0, ρp =

5250 kg/m3 ≈ 0.75ρ).
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7.2.4 Particle tracking

Lagrangian particle tracking was performed on this model of industrial induc-

tion channel furnace for cast Iron. This tracking also included EM particle force,

so σp = 0. Several 0.2 mm particles with ρp = 5250 kg/m3 ≈ 0.75ρ are released

in the different ICF parts, five of them – near the bottom central point in the

channel. Their trajectories (figure 7.15) show presence of the mainly thermally

determined transit melt flow in the channel, which intensity is much smaller than

the intensity of turbulent dominating vortices. Particles tracks represent the pre-

viously mentioned properties of vortices near the channel exits. Particles tracing

allows to estimate this transit flow velocity, which in this case is near 7 cm/s,

while the average particle velocity is above 50 cm/s.
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8 Conclusions and future work

Large Eddy Simulations (LES) and flow velocity measurement experiments

have been used to study the flow and turbulence structure in a cylindrical crucible

under the influence of EM driving force. Experimental results were used to verify

numerical simulation of the studied phenomena. Additional numerical study was

performed on the near-wall particle accumulation depending on different particle

Stokes numbers and physical properties. As a result a comprehensive set of pre-

and post-processing tools was created, which was also tested on a mathematical

model of the large scale channel induction furnace.

The experiments were performed on a laboratory induction furnace with a

Wood’s melt using high precision analog-digital amplifier-converter, which are

used in medicine. Flow velocities were measured in selected points inside the melt

with several permanent magnet probes. Measurements have been made with with

the probes, calibrated using the old experimental data and possibly they should

be repeated in the future with higher precision. However, these measurements

have confirmed the existence of low-frequency velocity oscillations, which intro-

duce maximum of turbulent kinetic energy in the central zone of the melt near

the crucible wall. As a result heat and mass exchange between the “main” ed-

dies in the flow is dramatically improved and it can be characteristic for other

hydrodynamic system with several turbulent recirculating eddies. Experiments

have also shown large influence of the furnace geometry and inductor parameters

on the flow structure and characteristic velocities. The smaller melt height and

unsymmetrical coil placement increase the maximal flow velocities and intensify

turbulent exchange in the melt.

The mathematical model was created in two CFD codes: FLUENT and AN-

SYS CFX. Both codes have shown similar numerical results: average velocities

were 10 ÷ 15% less than in experiments, however extreme values of the instan-
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taneous velocities were very close. Transient 3D models also have presented

low-frequency velocity oscillations like in experiments.

Lagrangian particle tracing has shown preferential accumulation of large par-

ticles in the near-wall crucible region. Particle density differences, boundary

conditions and EM field can lead to collection of almost all 1 mm particles in the

near-wall melt layer. Particles concentrate there in the top, middle or bottom

half depending on density ratio ρp/ρ. Boundary conditions influence angular ho-

mogenization of the particle volume fraction and EM field can completely break

the particle motion.

The same numerical technique was used for LES investigation of the channel

induction furnace. Calculated results have presented good quantitative agreement

with experimental data in both velocity and temperature distributions. The

presence of small transit flow, which was found in experiments with symmetrical

channel furnace, was confirmed numerically with steady and transient 3D models.

Transit flow velocity was found to be not more than 5 cm/s for laboratory CIF. As

a result temperature maximum in the channel is shifted to the right or left side.

Intensive flow vortices near the channel exits play an important role for the heat

transport to the bath. These vortices are analogues to the “main” recirculated

vortices in the cylindrical induction furnace.

The proposed numerical simulation technique was applied to investigation

of heat and mass transport in industrial size CIF with cast iron and in IFCC

with TiAl melt. Both models introduced possibility of LES usage for engineering

applications.

Future work will include deeper theoretical investigation of the flow in a cylin-

drical geometry with a linear stability analysis and new experimental measure-

ments of the flow velocity for different induction furnace configurations. Experi-

mental results will be used for creation of 3D numerical models, which also will

account for free surface deformations and melt solidification. Several channel in-

duction furnaces will be studied with the described approach in the future and

their geometry will be optimized for better heat exchange between the channel

and the bath.
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